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ABSTRACT  

 

The problem of catastrophic damage purveys in any material application, and 

minimizing its occurrence is paramount for general health and safety. Thus, novel dam-

age detection schemes are required that can sense the precursors to damage. Mechano-

chemistry is the area of research that involves the use of mechanical force to induce a 

chemical change, with recent study focusing on directing the mechanical force to embed-

ded mechanophore units for a targeted chemical response. Mechanophores are molecular 

units that provide a measureable signal in response to an applied force, often in the form 

of a visible color change or fluorescent emission, and their application to thermoset net-

work polymers has been limited. Following preliminary work on polymer blends of cy-

clobutane-based mechanophores and epoxy, dimeric 9-anthracene carboxylic acid (Di-

AC)-based mechanophore particles were synthesized and employed to form stress sensi-

tive particle reinforced epoxy matrix composites. 

Under an applied stress, the cyclooctane-rings in the Di-AC particles revert back 

to their fluorescent anthracene form, which linearly enhances the overall fluorescence of 

the composite in response to the applied strain. The fluorescent signal further allows for 

stress sensing in the elastic region of the stress-strain curve, which is considered to be a 

form of damage precursor detection. This behavior was further analyzed at the molecular 

scale with corresponding molecular dynamics simulations. Following the successful ap-

plication of Di-AC to an epoxy matrix, the mechanophore particles were incorporated 

into a polyurethane matrix to show the universal nature of Di-AC as a stress-sensitive 

particle filler. Interestingly, in polyurethane Di-AC could successfully detect damage 

with less applied strain compared to the epoxy system.  
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 While mechanophores of varying chemistries have been covalently incorporated 

into elastomeric and thermoplastic polymer systems, they have not yet been covalently 

incorporated a thermoset network polymer. Thus, following the study of mechanophore 

particles as stress-sensitive fillers, two routes of grafting mechanophore units into an 

epoxy system to form a self-sensing nanocomposite were explored. These involved the 

mechanophore precursor and mechanophore, cinnamamide and di-cinnamamide, respec-

tively. With both molecules, the free amine groups can directly bond to epoxy resin to 

covalently incorporate themselves within the thermoset network to form a self-sensing 

nanocomposite.  
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CHAPTER 

1. INTRODUCTION 

Composites pervade throughout all man-made applications, combining multiple 

material properties and functionalities to fulfill a targeted need. The push for smaller, 

more robust, “smart” sensing devices has shifted some focus away from macroscale 

composites and towards micro- and nanocomposites, to exploit the unique mechanical, 

interfacial, thermal, and electrical properties that occur at the smaller length scales [1-7]. 

Mechanochemistry encompasses the use of mechanical force to induce a chemical 

change, with specialized force-responsive molecular units, or mechanophores, being de-

veloped in the recent years to probe the mechanical nature of chemical bonds and realize 

reaction pathways not possible via alternative means [8-10]. The problem of catastrophic 

damage purveys in any material application, and minimizing its occurrence is paramount 

for general health and safety, with mechanochemistry offering a unique platform for the 

study of the precursors to damage and damage propagation. While many studies exist re-

garding thermoplastic and elastomeric polymer mechanochemistry, there has been limited 

study of mechanochemistry within the other branch of polymer chemistry, that being 

thermoset networks.  

Chapter 2 contains the background and motivations for topics studied in this dis-

sertation, focusing on multifunctional micro- and nanocomposites and mechanochemis-

try, and the intersection of these topics to yield the main work in this dissertation. Chap-

ter 3 explains the methodology for the experimental preparation of mechanophore-

embedded micro- and nanocomposites, the characterization methods of the composites, 

as well as an outline of the molecular dynamics simulation methodology presented. 
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Chapter 4 contains the results and discussion, beginning with the preparation of 

crosslinked cyclobutane-based mechanophore polymer-epoxy blends. This then leads into 

the creation of dimeric anthracene-based mechanophore particles for damage precursor 

detection in reinforced epoxy matrix microcomposites. As Di-AC had never been previ-

ously applied as a mechanophore and thermosets are rarely studied in mechanochemistry, 

this created an alternative avenue for study in the field. Under an applied stress, the cy-

clooctane-rings in the Di-AC particles reverted back to their fluorescent monomeric an-

thracene form, which linearly enhanced the overall fluorescence of the composite in re-

sponse to the applied strain. The fluorescent signal further allowed for stress sensing in 

the elastic region of the stress-strain curve, which is considered to be a form of damage 

precursor detection. Overall, the incorporation of Di-AC to the epoxy matrix added the 

much desired stress sensing and damage precursor detection capabilities with good reten-

tion of the material properties. This section is then followed by a comparison of the di-

meric anthracene experimental work and corresponding molecular dynamics simulations. 

Following the successful application of Di-AC to an epoxy matrix, the mechano-

phore particles were incorporated into a polyurethane matrix to show the universal nature 

of Di-AC as a stress-sensitive particle filler. Interestingly, in polyurethane Di-AC could 

successfully detect damage with less applied strain compared to the epoxy system, and 

the underlying mechanisms regarding this improvement were probed and hypothesized to 

be due to enhanced interactions of the particles with the matrix, with possible surface 

grafting of the mechanophore particles to the polyurethane matrix. This chapter ends with 

the novel grafting of mechanophore units into a thermoset network polymer matrix. This 

study has the potential to open polymer mechanochemistry into new directions, as while 
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mechanophores of varying chemistries have been covalently incorporated into elastomer-

ic and thermoplastic polymer systems, they have not yet been covalently incorporated a 

thermoset network polymer. Thus, two routes of grafting mechanophore units into an 

epoxy system to form a self-sensing nanocomposite were explored. The first involved the 

grafting of the mechanophore precursor molecule cinnamamide to the epoxy resin, with 

subsequent hardener addition and UV curing to form the mechanically sensitive cyclobu-

tane rings. In the second route, the solution-made mechanophore di-cinnamamide grafted 

to the epoxy resin to allow for maximum cyclobutane concentration in the formed nano-

composites. The chemistry of the covalent bonding between the mechanophore units and 

the epoxy constituents was confirmed, and effect on the composite material properties 

was studied. Overall, there was successful formation of self-sensing nanocomposites with 

the early damage detection functionality achieved. 

Chapter 5 includes a summary of the work on the novel development of stress-

responsive, mechanophore-embedded nano- and microcomposites, as well as the pro-

posed future work, damage detection via Fourier transform infrared spectroscopy sensing 

and “smart” metal-organic frameworks (MOFs). Appendices include work on particle 

self-assembly at ionic liquid-based interfaces including Pickering emulsions, pyrrole-

based poly(ionic liquids) as efficient stabilizers for the formation of hollow MWCNT 

particles, experimental and molecular dynamics simulation work of iodide-based ionic 

liquid and water mixtures, and colloidal lattice preparation of environmentally responsive 

microgel particles at ionic liquid-water interfaces.  
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CHAPTER 

2. BACKGROUND AND MOTIVATION 

2.1. Multifunctional Nano- and Microcomposites 

Composites are materials consisting of two or more differing components, and 

have been ubiquitous to human life, ever since straw and mud were first mixed to form 

crude bricks for building construction [11]. Concrete, a mixture of a cement binding 

agent and an aggregate filler, is the most widely used composite of the modern day, with 

roots in Ancient Rome [12]. The basic principle of composites is to achieve desirable ma-

terial or functional properties not possible from the constituent materials alone. This 

guiding principle has made the use of composites not limited to building materials, but 

has opened up their use to a myriad of applications, including electronics and optics [13-

18], membranes, medical devices and biological research [19-24], catalysis [25-28], en-

ergy harvesting and storage [29-35], among a multitude of others.  

 The structure of the individual components within a composite can vary greatly, 

and thus heavily influence its overall material properties and applications; examples in-

clude stacked layers, core-shell, interpenetrating networks, etc. [36-38]. However, argua-

bly the most widespread composite structure is that of a bulk matrix component with sec-

ondary components incorporated into the matrix for reinforcement or some other func-

tional use. Generally, these types of composites are named according to the material type 

of the matrix, and include ceramic matrix composites (CMCs), metal matrix composites 

(MMCs), and polymer matrix composites (PMCs). The secondary incorporated compo-

nents commonly consist of either reinforcing particles or fibers, with a schematic of vari-

ous composite types can be seen in Figure 2.1.1. 
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Figure 2.1.1. Schematic showing various composite types including: A. Particle rein-

forced composite, B. Chopped strand reinforced composite, C. Unidirectional fiber-

reinforced composite, D. Fiber-reinforced laminates, E. Fabric-reinforced plastic, and F. 

Honeycomb structured composite. [39] 

In fiber-reinforced composites, long or short, woven or unwoven fibers are incor-

porated into the matrix, with key examples including carbon fiber-reinforced composites 

(CFRCs) and glass fiber-reinforced composites (GFRCs). CFRCs and GFRCs typically 

utilize a polymer matrix and are currently used in various industries including aerospace, 

military, automobiles, structural materials, and consumer products [40]. Most notably, the 

transition of the size of the composite fillers from the macroscale to the micro- and na-

noscales, allows for novel material properties and functionalities, and is the focus of 

many ongoing research efforts, moving the focus of the studies from macroscale compo-

sites to micro- and nanocomposites.  
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2.1.1. Microcomposites  

 Microcomposites are simply composites with components on the micrometer 

scale, or the composite itself is of this scale. As ubiquitous as composites are, microcom-

posites also fill novel use cases, including in many biological applications. For example, 

Chao et al. developed a microcomposite substrate to study the mechanical interactions 

between cells and a matrix, using lithography to create microfeatures in a polydime-

thylsiloxane (PDMS) and Collagen gel [41]. Zhang et al. created a novel ultra high mo-

lecular weight polyethylene (UHMWPE)-hyaluronan (HA) microcomposite for total joint 

replacements, adding HA to the traditionally used UHMWPE to decrease the friction, and 

thus improve the wear resistance [42]. The researchers Naik and Carpenter developed 

microcomposites for the targeted released of cancer drugs by coating magnetic iron core 

nanoparticles with a fluorescent dye, the biodegradable polymer poly(D,L-lactide-co-

glycolide) (PLGA), and poly(vinyl alcohol), to form composite particles [43]. The fluo-

rescent dye acted as a drug mimic and allowed for particle tracking and evaluation of 

drug release, as it can be quenched by the iron nanoparticles, the iron core nanoparticles 

allow for localized heating of the composite when microwaves are applied, and the deg-

radation of the PGLA is what allows for the ultimate drug release. The goal of the entire 

functional microcomposite being to eliminate side effects caused by very potent cancer 

drugs by delivering these biodegradable particles directly to the cancer site for maximum 

effectiveness. 

An important subcategory includes particle-reinforced composites (PRCs), in 

which matrixes are reinforced by particle fillers, and are ubiquitous for overall property 

enhancement in a wide variety of applications. Examples utilizing microparticles include 
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microelectronics packaging [44], polymer electrolyte membrane (PEM) fuel cells [45], 

and the aerospace, automotive, and construction industries [46], due to the virtually un-

limited combination of matrix and particles, and the wide variety of particle types and 

properties. 

 

Figure 2.1.1.1. SEM images of common microparticle fillers with silica particles in the 

left image and alumina particles in the right image. [47] 

For a more detailed particle-reinforced composite example, in microelectronics 

packaging, underfill is used between the microchip and the substrate to minimize thermal 

stresses due to the coefficient of thermal expansion (CTE) mismatch between the micro-

chip and the substrate and to provide mechanical reinforcement of the solder joints, with 

the underfill usually being comprised of an epoxy polymer matrix and micro-sized parti-

cle fillers. Epoxy is a 3D network polymer thermoset commonly formed by reacting of an 

epoxide-containing resin with an amine-containing hardener, with both the resin and 

hardener having multiple reactive sites in order to form the 3D network. Thermosets gen-

erally have good mechanical properties, but have the drawback of not being able to be 

thermally re-processed, like their thermoplastic polymer cousins. Microparticle fillers 

commonly utilized in underfill include silica and alumina [47, 48]. Scanning Electron 
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Microscopy (SEM) images of these two common fillers can be seen in Figure 2.1.1.1, 

with the silica fillers being spherical and having a mean size of 3 μm and the alumina fill-

ers having a polygon shape and a 1 μm mean size. The filler is added to the epoxy matrix 

to lower the overall CTE of the underfill, provide additional mechanical reinforcement 

and thermal stability, as well as lower the overall cost [49, 50]. 

 In addition to the particle-reinforced microcomposite scheme, microcomposites 

can take the form of microparticles, commonly as functional nanoparticles incorporated 

into a microparticle matrix or as core-shell structures of differing materials. Titanium di-

oxide (TiO2) is often utilized in nanoparticle form for its semiconducting and photocata-

lytic properties, nanoparticles are used instead of a bulk form as this increased the surface 

area for the reactions to occur. However, one issue with using TiO2 or other nanoparticles 

is their tendency to aggregate, thus it can be desirable to embed the nanoparticles into a 

matrix to maintain the surface area. Coutinho and Gupta performed this by embedding 

TiO2 nanoparticles into temperature responsive microgels of poly(N-

isopropylacrylamide) with interpenetrating linear chains of poly(acrylic acid) (PAAc), 

with the PAAc serving to assist the loading of the TiO2 particles within the microgels 

[51]. The loading of the TiO2 was able to be varied from 10 – 75 wt%, and the compo-

sites showed rapid destabilization, allowing for facile particle recovery over that of pure 

TiO2 nanoparticles. Coutinho and Gupta then added to the work by showing that the TiO2 

microcomposite gels could additionally degrade methyl orange via photocatalysis, with 

the reaction kinetics depending strongly on the pH affecting the TiO2/PAAc/methyl or-

ange interactions [52].  
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Figure 2.1.1.2. (a) Photocatalysis process with upconversion for left: a thick TiO2 shell, 

right: a moderate TiO2 shell. (b) Synthesis of the TiO2-NaYF4:Yb,Tm core–shell compo-

sites. [53] 

 The band gap of TiO2 is such that it can only absorb UV light, thus many studies 

focus on tuning this towards the visible light spectrum, or others. Zhang et al. combined 

the study of lanthanide-doped materials, which can upconvert near infrared (NIR) light to 

UV light when properly doped, with TiO2, to allow for the semiconductor to take ad-

vantage of this alternative spectrum of light [53]. The authors first synthesized lantha-

nide-doped NaYF4 microrods and nanorods (NaYF4:Yb,Tm), added a 

poly(vinylpyrrolidone) (PVP) coating, a TiF4 Titanium precursor, with subsequent hydro-

thermal heating to form the TiO2 shell, with the shell thickness playing a key role to the 

photocatalytic conversion (Figure 2.1.1.2). Other microcomposites designed specifically 

for enhanced visible light photocatalytic activity for degrading organic dye and 

wastewater treatment include Ag2CO3/CeO2, Ag/Ag2O/Ag2CO3, Cu2O/Cu31S16, 

Ag/Cu2O, SnO2/reduced graphene oxide (GO), and graphene/Bi2O2CO3 [54-59].  
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 In the area between micro- and nanocomposites, materials from both scales can be 

applied in composites simultaneously to exploit their individual benefits. Tsekmes et al. 

probed this by adding less than 1 vol% hexagonal boron nitride and cubic boron nitride 

nanoparticles fillers to epoxy with 60% alumina and silica microparticles [60]. The group 

showed that when this small amount of nanoparticle fillers were added to the epoxy mi-

crocomposite, higher AC and DC breakdown strengths were achieved, as well as higher 

thermal conductivities compared to analogous microcomposites without the nanofillers. 

The group attributed these phenomena to interactions between the nano- and microfillers, 

as well as the polymer matrix, with the chemical bonds formed between the nanoparticles 

and matrix decreasing the mismatch in the phonon vibrations and phonon scattering at the 

interfaces between the materials, and the nanoparticles possibly bridging the gaps be-

tween the microparticles. 

 

2.1.2. Nanocomposites  

The scaling of the composite constituents from the microscale to the nanoscale 

drastically affects their properties and resulting applications. Our group pioneered a one-

step core-shell composite nanoparticle synthesis method via a Pickering (solid-stabilized) 

emulsion technique, to first create core-shell polystyrene (PS)-silica composite nanoparti-

cles, and to later use styrene and the thermo-responsive monomer N-isopropylacrylamide 

(PNIPAAm) as co-monomers to synthesize thermoresponsive PS/poly(NIPAAm)-silica 

core-shell nanocomposites which could release a drug loaded into the nanocomposite 

cores via “nanopump” action caused by a thermally driven particle size change [61-63]. 

These core-shell particles were able to be uptaken by human prostate cancer (PC3 and 
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PC3-PSMA) cells because of their nanosize, similarly formed micro-sized particles 

would have been too large in relation to the cell size, and thus ineffective for the desired 

targeted drug delivery. In this way, the size scale of the composite for the application can 

play a key role to its overall effectiveness. 

 

Figure 2.1.2.1. Schematic showing differing types of nanomaterials that can be incorpo-

rated into nanocomposites. [64] 

Thus, nanocomposites are simply composites with one constituent on the nanome-

ter scale. They can either have the structure of nanoparticles, as in the above core-shell 

example, or they can exist as bulk macroscale samples, with nano-features incorporated 

into it. In addition to simple spherical nanoparticles, other nanomaterials commonly in-

corporated into nanocomposites can be seen in Figure 2.1.2.1, and include nanolayers, 

nanotubes, and various shapes of nanoparticles, which considered 2D, 1D, and 0D, re-

spectively. In terms of polymer matrix nanocomposites, the seminal work occurred in 

1993 by a group of Toyota researchers in which they synthesized nanocomposites with a 

nylon-6 polymer matrix and montmorillonite (MMT) clay platelets intercalated or exfoli-

ated inside [65]. Compared to the neat polymer, the nanocomposite had a 2 to 4-fold in-
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polymers built from branched units of unspecified chemistry), and composites (including 

nanoclays). 

 

                 
 

                                    Figure 1. Various types of nanoscale materials [4]. 

 

Comparing to the conventional micro-composites, nanocomposites greatly improve the physical 

and mechanical properties. The nanoscale reinforcements over traditional fillers have the 

following advantages [5]:  

 1.  Low-percolation threshold (~0.1–2 vol.%). 

 2.  Large number density of particles per particle volume (10
6
–10

8
 particles/µm

3
). 

 3.  Extensive interfacial area per volume of particles (10
3
–10

4 
m

2
/ml). 

 4.  Short distances between particles (10–50nm at  ~1–8 vol.%). 

Although any kind of material can be produced to appear in a nanoscaled shape and size, 

carbon nanotubes and nanoplatelets as shown in Fig. 2 are the two kinds of nanoparticles that 

gained the most attention [6]. 

 

             
                          

Figure 2. Schematic of (a) nanotube and (b) nanoplatelet [6]. 
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crease in the Young’s modulus with filler loadings of only 3 to 6 wt%, which would have 

required loading of 25 to 30 wt% filler in similar microcomposites [66]. These mechani-

cal improvements of nanocomposites are attributed to the extremely large aspect ratio due 

to the nanosize of the fillers and strong polymer filler interactions that affect the load 

transfer between the polymer and nanofiller [67]. In addition to the aspect ratio, the char-

acteristic size of the nanofillers, as well as their surface chemistry and surface charge 

density are key factors effecting the interaction and resulting properties of the nanocom-

posites. Nanocomposites featuring organoclay fillers are still widely studied, and various 

processing techniques as well as matrix and filler chemistry have been explored, includ-

ing in epoxy matrices [68-70]. 

Table 2.1.2.1. Various nanofiller attributes and their resulting applications. [66] 

 

Additionally, the interfaces between the particles and the matrix in particle-

reinforced composites can allow for unique functionalities including the conversion be-

tween heat and electricity to create thermoelectric materials [71, 72]and for unique organ-

ic−inorganic hybrid solar cells featuring a conjugated polymer matrix and nanocrystal 
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particles [73]. A summary of additional commonly studied nanofillers with some exam-

ple applications can be found in Table 2.1.2.1, and range from toughened and flame re-

tardant materials to conductive coatings to sensors, electronic applications, and catalysis. 

Due to these interesting properties of nanocomposites, much work is being done 

in the simulation realm to better explain what is happening at the nanoscale to correlate it 

with the macroscale properties. This includes molecular dynamics (MD) simulations, in 

which a direct method is used to solve Newton’s equations of motion with the atoms in-

teracting through various interatomistic potentials [64]. MD can identify atom positions, 

velocities, and forces and use them to calculate various other parameters such as density, 

Young’s modulus, glass transition temperature, diffusion constants, etc., when initial 

conditions, interaction potentials, and the time scale for the simulation are properly set  

[74, 75]. Other modeling efforts for nanocomposites include analytical modeling, espe-

cially of the stiffness, and finite element modeling (FEM) using continuum methods [76-

79]. 

Referring back to the nanomaterials seen in Figure 2.1.2.2, namely, nanolayers, 

nanotubes, and nanoparticles, these can correspond to the carbon derivatives: graphene, 

carbon nanotubes, and bucky-balls/nanodiamond/graphene oxide, respectively, which are 

commonly used to create various functional nanocomposites [80-82]. Graphene is the 2D 

allotrope of carbon that is one atomic layer thick and in which all of the atoms are sp2 hy-

bridized with delocalized electrons present on its surface. Graphene is the building block 

for all other graphitic materials, as seen in Figure 2.1.2.2. Graphene provides many desir-

able properties to nanocomposites when they are incorporated, including sensing capabil-
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ities and improved mechanical and thermal properties, and thus this is the focus of much 

research [83, 84].  

 

Figure 2.1.2.2. Schematic showing how graphene is the building block of all graphitic 

structures. From left to right: buckyball, carbon nanotube, and 3D stacked graphite. [85] 

The incorporation of carbon nanotubes (CNTs) into nanocomposites has addition-

ally attracted attention, especially incorporated into polymer matrices, due to the unique 

mechanical, thermal, and electrical properties of both the CNTs and the resulting compo-

sites [86, 87]. CNTs can exist as single-walled carbon nanotubes (SWCNTs), which can 

be thought of as a single layer of graphene rolled into a tube, as seen in Figure 2.1.2.2, or 

as multi-walled carbon nanotubes (MWCNTs), in which many layers of carbon nano-

tubes are contained concentrically within each other. Khare et al. used MD simulations to 

study the interactions of SWCNTs in an epoxy matrix at the nanoscale to make correla-

tions with the calculated bulk properties [88, 89]. The group found that the addition of 

dispersed, pristine CNTs caused lowering of the glass transition temperature (Tg) and 

Young's modulus, due to the interface region being compressible and behaving like a 
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polymer thin film, which is the opposite result of what would be expected. The use of ag-

gregated CNTs affected these properties less, as there were less interfaces present. The 

group then functionalized the CNTs with amine groups so that the CNTs would be graft-

ed into the epoxy matrix, and found that the Tg was slightly higher than the neat epoxy, 

and that there was a great increase in Young's modulus overall with functionalization. 

Thus, the interaction of the nanofiller with the matrix was found to be crucial in terms of 

the overall properties. 

Due to their remarkable thermal, mechanical, and electrical characteristics and 

low mass density, carbon nanotubes are a material of interest in a diverse set of fields. 

However, agglomeration of the nanotubes and their incompatibility with polymer matri-

ces encompass some of the major challenges in their employment in many proposed ap-

plications, especially in the field of nanocomposites [90-93]. The fundamental limitations 

of carbon nanotubes highlight the need to focus on efficient methods for stable CNT dis-

persion, without reducing their desired thermal, mechanical, and electrical properties. 

This is because stable liquid-phase dispersions of CNTs allow for facile processing of the 

nanotubes for incorporation into composites. 

Broadly speaking, there are two approaches to disperse CNTs: first is the mechan-

ical dispersion method, and the second is the alteration of the surface energy of the 

CNTs, either physically through non-covalent treatment, or chemically by the means of 

covalent bonding. Previously, most of work related to dispersion of CNTs (both single 

walled and multi-walled) has focused on high-powered ultrasonication for dispersing the 

materials by using a high shear rate. The major drawback of such an approach is the de-

creased aspect ratio of the nanotubes during the high shear mixing process as well as lim-
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ited stability [94]. Chemical methods, particularly the covalent treatment method, offer 

highly stable dispersions due to the chemical functionalization to increase the surface en-

ergy, providing repelling forces in between individual nanotubes, with acid groups being 

a common functionalization scheme [95, 96]. Although this method is efficient, it can 

cause structural defects in the graphene network of the nanotubes, which can significantly 

reduce the performance of the CNTs and their potential applications. These defects occur 

due to the aggressive nature of the chemical method, which includes high reaction tem-

peratures and long reaction times, as well as the added surface pendant interrupting the π-

electron cloud of the CNTs [97]. In this context, non-covalent treatment offers an appeal-

ing route to disperse CNTs, mitigating the need for harsh thermal or mechanical treat-

ments and allowing the crucial π-electron cloud of the graphitic nanotube structure to re-

main completely intact. 

Non-covalent surface treatment for CNT dispersions generally comprises of uti-

lizing different types of stabilizers, typically surfactants having both a hydrophilic and 

hydrophobic group, which are known to facilitate the homogenization of CNTs [94, 98, 

99]. One of the major drawbacks of surfactant-based stabilization is large quantity of sta-

bilizers that must be added in relation to the amount of CNTs to prevent the aggregation. 

Secondly, most of the known surfactants used for this application do not share the same 

properties as CNTs, e.g. high conductivity or thermal stability, which interrupts the in-

herent properties and applications of the nanotubes when these molecules wrap around 

them. A new option to lessen the effect of the above disadvantages is to use ionic liquids 

(ILs), which are comprised solely of ions and are liquids below 100 °C, as alternatives to 

create stable dispersants of nanotubes. Recently, Fukushima et al. demonstrated this by 
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dispersing CNTs in different ionic liquids [100]. However, this mechanism of non-

covalent wrapping of the CNTs in ILs does not yield very stable dispersions in water or 

organic solvents, which is key to their facile incorporation into nanocomposites.  

 

Figure 2.1.2.3. Representative chemical structures of the common cation-polymerized 

PILs. [101] 

Polymerized ionic liquids (poly(ionic liquids), PILs) feature a polymer backbone 

and pendant ionic liquid groups (Figure 2.1.2.3) and can offer enhanced stability over 

ionic liquids for CNT dispersions. This is attributed to the longer chains of the PILs, 

which are hypothesized to aid in the wrapping of the CNTs and lead to more stable dis-

persions [102]. Apart from the stability, PILs also offer extraordinary versatility in terms 

of hydrophilicity/hydrophobicity, a key factor for utilizing CNTs in different liquid sys-

tems. The polarity of the PILs can be tuned by simple anion exchange reactions to pro-

duce PILs of the same polymer backbone with a variety of anions, thus PILs can be solu-

bilized in water to many different polar and nonpolar organic solvents corresponding to 

the polarity of the selected anion. If this phenomenon can be applied to CNTs, it is ex-

pected that CNT dispersion in various polar and nonpolar solvents can be created for ap-

plication into nanocomposite processing. 
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2.2. Mechanochemistry 

Mechanochemistry is the area of chemistry that involves the use of mechanical 

force to induce a chemical change, separate from the other well-studied areas of thermo-

chemistry, electrochemistry, and photochemistry [103]. Mechanochemistry offers the ma-

terials chemist alternative routes to obtain desired products, as the use of mechanically 

active groups can allow for reaction pathways not possible with traditional thermal or 

light-driven reactions [8]. A thorough review of the history of mechanochemistry by Dr. 

Laszlo Takacs can be found in Reference [104], with mechanochemistry present in the 

first civilizations through making fire by friction or using flint, to a 315 B.C. reference of 

the ancient Greeks reducing cinnabar to mercury by grinding in a copper mortar with a 

copper pestle, and a 1820 paper by Faraday describing the “dry way” of reducing of sil-

ver chloride by grinding with zinc, tin, iron, and copper in a mortar. 

 

Figure 2.2.1. Different devices for mechanical treatment: I: shear and impact (a: ball mill, 

b: attritor, c: vibration mill, d: planetary mill); II: impact (a: pin mill, b: jet-mill); III: 

shear (a: rollers). [105] 

As mechanochemical reactions are arguably less obvious that those carried out in-

tentionally with heat, light, or electricity, the development of mechanochemistry occurred 



19 

in a somewhat disconnected fashion, with differing elements and applications of the field 

still being reconciled in modern science [105]. Due to this, different facets and research 

directions of mechanochemistry are notably separated in the literature in what can be 

thought of as two large groups, the first focusing on the different types of mechanical 

forces that can induce the chemical changes as a reaction mechanism (i.e. ball milling, 

grinding [106-108]and the other examples seen in Figure 2.2.1), with the second involv-

ing the conscious design of stress-sensitive chemistries and materials to act as signals for 

applied mechanical forces, such as in the relatively new and exciting field of polymer 

mechanophores, to be discussed below [109-111].  

 

Figure 2.2.2. Left: Steady state emission spectra for the PVCz-PS film. Right: Fluores-

cent response of a variety of fluorophore labels in response to strain. Adapted from Ref-

erences [112, 113].  

Mechanochromism refers to the specific phenomena of mechanically induced 

color changes, generally caused by incorporated chromophores or fluorophores, which 

show a visible light or fluorescent response to a mechanical force, respectively [114]. 

Fluorescence is well understood, and occurs when a suitable excitation wavelength of 

light excites the fluorophore from its electronic ground state to an electronic excited state 
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to form an excimer. The electronic excited state will then quickly fall back down to the 

ground state, releasing less energy that was initially applied, resulting in a photon of a 

longer wavelength of light, or the measured fluorescence emission [115].  

As the electronic energy bands are defined by the confirmation and structure of 

the fluorophore, various fluorophores will have varying emission spectra and intensity of 

the emission, which can be observed by a fluorescence microscope or fluorometer. Fluo-

rescence is a common property of organic molecules possessing a conjugated network, 

that is delocalized π-bonding in which the electrons in the p-orbitals are free to move 

throughout the molecule, e.g. in aromatic rings. In general, a larger conjugated system 

corresponds to greater fluorescent properties for the molecule. For mechanochromic spe-

cies, different excimer complexes can form based on the different interactions of the 

fluorophore molecules when subject to induced stress or strain. Specifically, with fluoro-

phores such as poly(N-vinylcarbazole) (PVCz), different excimers exist depending on 

whether there is a partial or full overlap of the carbazole groups on the polymer back-

bone. These excimer confirmations can be induced by changes in the local mechanical 

environment, and thus these fluorophores can act as a molecular sensor for applied 

strains, by way of changes in their fluorescent emission, as seen in Figure 2.2.2 [113]. 

This method can be used to non-invasively identify residual stresses and strains within 

polymeric materials, such as the PVCz in a PS film in Figure 2.2.2, but as the mechanism 

simply functions by molecular overlap and no change in the chemical bonding of the sys-

tem, the fluorescent signal change disappears when the applied strain is removed [115]. 

In Figure 2.2.2 (right), various fluorophore probes or tags were incorporated into an 

epoxy matrix and the change in fluorescence intensity with an applied strain was ob-
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served, simultaneously, as otherwise no change would be observed [112]. For most of the 

fluorophores used, there was a marked decrease in the fluorescence intensity, with one 

probe showing a slight increase; overall, the probe 1,4-bis(5-phenyloxazol-2-yl)benzene 

(POPOP) was found to have the greatest response to the applied strain.  

 

Figure 2.2.3. Generalized examples of mechanophores, with the mechanically active 

bonds highlighted in red. R = site of polymer attachment; X = F, Cl. [116] 

Mechanophores are molecular units that undergo selective bond scission in re-

sponse to an external force to provide a measureable signal to correlate to the applied 

force for a targeted chemical response [116-120]. The bond scission mechanism for 

mechanophore activation is what separates this group from the above described mecha-

nochromic materials, as the chemical structure of latter chromophores/fluorophore tags 

remains intact during the mechanical response. Examples of mechanisms for various 

mechanophores can be found in Figure 2.2.3, and are categorized according to the func-
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tional bonds, including targeted homolytic cleavage of the weaker bonds in a structure, 

dative bond scission for specialized bonds with inorganic elements, cycloreversion to 

break a cyclic ring and revert back to two separate molecules, and electrocyclic ring 

opening in which then ring opening retains the single molecule structure. 

A recent offshoot to the mechanochemistry field is that of mechanobiochemistry, 

or the study of mechanically responsive biomacromolecules or biomaterials [121, 122]. 

In 2013, Makyla et al. published the first utilization of a fluorescent protein as a mech-

anophore in a polymeric material, namely at the interfaces of glass fibers and epoxy in 

glass fiber-reinforced composites [123]. The group used enhanced yellow fluorescent 

protein (eYFP) as a link between glass surfaces and epoxy, and when there was interfa-

cial debonding of the fibers from the epoxy matrix, the proteins mechanically unfolded, 

causing a measurable loss of fluorescence to correlate with the applied damage. The same 

group then applied the eYFP to carbon fiber-reinforced epoxy composites, and were able 

to detect damage by the same mechanism [124]. However, the group only used single 

carbon fibers in a very thin 1.5 mm thick epoxy, in a full carbon fiber-reinforced compo-

site, the black color of the fibers would likely quench any change in fluorescence. The 

group did discuss this issue and noted that at least 50% of the fluorescence was reduced 

when the fibers were incorporated into the composite, however, the protein-based mech-

anophores did perform better in terms of quenching when compared to the chosen refer-

ence fluorophore, amino-fluorescein, the latter being completely quenched on the carbon-

fibers [124].  

However, the main thrusts of mechanochemistry have been in the synthetic and 

material science realm, with much work in using mechanophores for sensing in polymer 
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mechanochemistry. An important breakthrough in the mechanophore field was made by 

the research group of Dr. Jeffrey Moore at the University of Illinois at Urbana-

Champaign with the synthesis of spiropyran (SP)-embedded, elastomeric poly(methyl 

acrylate) (PMA) chains, with the SP units acting as force sensors in response to tensile 

loading [10]. Tensile testing and simultaneous optical spectroscopy were applied to ex-

amine the force-induced 6-electrocyclic ring-opening reaction from colorless spiropyran 

to colored merocyanine, resulting in a mechanically-induced visible color change, as seen 

in Figure 2.2.4. In the same journal article, the group additionally showed that SP could 

act as a functional mechanophore crosslinker in glassy poly(methyl methacrylate) 

(PMMA) beads [10]. As the mechanically-induced signal from SP is visible to the naked 

eye, many groups have used it as their mechanophore of choice in various elastomeric or 

thermoplastic polymer systems, including in as crosslinkers in PMMA[125], in rubber-

toughened PMMA [126], and in networked elastomeric poly(dimethylsiloxane) (PDMS) 

[127].  

 

Figure 2.2.4. (a) Cartoon illustration of the activation of spiropyran mechanophores in a 

poly(methyl acrylate) matrix. (b) Optical images of the corresponding dog-bone samples 

during a tensile test. [10] 
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Photoirradiation as a reaction pathway, is very important, as selective, targeted 

excitation with UV–vis irradiation can initiate chemical reactions not otherwise possible 

thermally, or by other methods, or reactions which would have less efficiency due to un-

wanted side reactions or other effects [128]. Cycloaddition via photodimerization is a 

well-known mechanism, in which certain monomeric structures can dimerize into cyclo-

alkane rings, such as cinnamoyl groups into cyclobutane via [2+2] cycloaddition [129]. 

The relatively facile reaction pathway of cycloaddition has been exploited to study a 

number of phenomena, including exploitation of the fact that photodimerization of cin-

namate derivatives is enhanced in micelle solutions, with the stereochemistry of the cy-

clodimers being found to change with a change in the aggregated structures, allowing 

them to be excellent probes for determining molecular orientations [130]. Cyclobutane 

rings formed from the photodimerization of cinnamoyl groups can also act as mechano-

phore units, with the strained rings reverting back to their fluorescent, monomeric cin-

namoyl form after an applied stress, as seen in Figure 2.2.5 [131-133].  

 

Figure 2.2.5. Left: Schematic showing polymerized cyclobutane mechanophores before 

an applied force/crack, Right: Reversion to fluorescent cinnamoyl groups along damaged 

area/crack, and healing to the left image upon the application of UV light. [132] 
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The strained cyclobutane ring structure has been used as a mechanophore in a 

number of other studies, including to produce a mendable poly(butylene adipate) network 

by functionalization with cinnamoyl groups [134], as masked cyanoacrylate functional 

groups [135], and as various mono- and di- cyano-substituted (and without cyano groups) 

cyclobutanes to study the collapse of cavitation bubbles [136, 137]. Cyclobutane mech-

anophores most commonly go through cycloreversion to create two separate alkene con-

taining molecules in response to the applied stress. Additionally, cyclopropane has been 

used as mechanophores due to the greater strained nature of the ring, generally following 

an electrocyclic ring opening mechanism due to the small structure of the ring [138, 139]. 

 

Figure 2.2.6. Top: [4 + 4] Cycloaddition of anthracene to di-anthracene. Bottom: Pho-

toisomerization of 9-tert-butylanthracene to its Dewar isomer. [140] 

Anthracene, consisting of three fused benzene rings, is a commonly used fluoro-

phore due to its strong fluorescent signal and ease of incorporation into different molecu-

lar structures due to its carboxylic acid and other derivatives [141, 142]. Its large conju-

gated structure also allows for its incorporation into many optical-driven fields, including 

liquid crystals [143]. Upon application of UV light, anthracene derivatives can photodi-

merize into a number of structures, some specifically for shape memory [144] and self-
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healing applications [145]. In a few recent studies, anthracene moieties have also been 

used as mechanophore precursors, as they have a much higher absolute fluorescence 

quantum yield compared to other mechanophores, and a large conjugated system, which 

brings the excitation/emission to longer wavelengths [146]. 

Anthracene derivatives can form a variety of mechanochemically active species 

including strained Dewar isomers in 9-tert-butylanthracene and a cyclooctane-type dimer, 

as seen in Figure 2.2.6 [140, 147], two cyclobutane rings via [4 + 4] cycloaddition of cy-

clophane bis-anthracene [148], and retro Diels-Alder reactions [127, 149]. Diels-Alder 

cycloadditions are primarily thermal and photochemical driven, with anthracene being 

able to participate in [4+2] cycloadditions with a variety of dienophiles due to its conju-

gated structure [150]. Retro Diels-Alder reactions, as in the previously mentions mechan-

ically active examples, release the small molecule dienophile, resulting in a measurable 

signal change [151, 152]. However, these anthracene derivatives, including the force-

responsive ones, have previously only been studied in solution, films, or elastomers; leav-

ing room open for their novel application in other schemes with new chemistries.  

 

2.3. Motivation of Work 

The problem of catastrophic damage purveys in any material application, and 

minimizing its occurrence is paramount for general health and safety. Thus, the ability to 

sense applied damage and correlate it with a measurable signal is extremely desirable. 

Micro- and nanocomposites build on the functionality of traditional composites by 

providing novel functionalities and materials properties due to the shrinking of the length 

scales, including applications in photo and chemical catalysis, energy conversion, small 
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molecule sensors, barrier and anticorrosion materials, among many others [153-155]. 

Mechanochemistry is the field at the intersection of chemistry and mechanical engineer-

ing, allowing for the novel development and employment of unique stress-responsive ma-

terials targeted towards damage monitoring and recovering damage [156]. The use of 

mechanophores, molecular units that change chemically in response to an applied force, 

can allow for novel damage detection schemes through their ability to act as stress sen-

sors in various polymer matrices [157, 158]. It is worthwhile to note that the previously 

mentioned work on spiropyran, cyclobutane/cyclopropane, and anthracene as mechano-

phores exclusively involve solutions, thin films, or elastomeric/thermoplastic matrices, 

and there is a notable gap in the literature concerning thermoset polymer systems and en-

gineering composites, including nanocomposites, microcomposites, and fiber-reinforced 

composites [110, 111, 119]. Additionally, our target is damage precursor or early damage 

detection, so that the damage identification can occur well before ultimate material fail-

ure, so that the material can be repaired or replaced before catastrophic damage occurs. 

For the polymer composites studied, this damage detection must then occur before the 

yield point in a stress-strain curve, that is, in the linear elastic region. In this region, when 

the applied stress is removed, the sample returns to its original state, akin to the defor-

mation of a Hookean spring. After the yield point, plastic deformation of the material oc-

curs, correlating to irreversible damage than cannot be recovered. It is crucial to be able 

to detect damage precursors before this irreversible material damage is sustained.  

Simple mechanochromic fluorophores would not be appropriate for this desired 

damage detection scheme, as the fluorescent signal change generated by the excimer 

formation only occurs when the damage is applied, reverting back to the initial state upon 
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removing the applied stress [112, 113]. For the damage precursor detection, it is desired 

that crack nucleation can be observed, and for that, the signal alluding to the damage 

needs to remain present after the sample has been damaged. Thus, mechanophores, which 

undergo bond scission under an appropriate mechanical force, would be more appropriate 

for this scenario as the chemical-mechanical activation mechanism can be thought to be 

irreversible due to the resulting chemical structure change. Thus, we have chosen to study 

cycloalkane-functional mechanophores that operate via cycloreversion upon damage to 

yield fluorescent signals. In our earlier work, we began by focusing on applying mecha-

nochemistry to thermoset systems by creating self-sensing polymer blends of cyclobu-

tane-based mechanophores and epoxy [159]. The two crosslinked cyclobutane-functional 

mechanophores studied were from the precursors 1,1,1-tris(cinnamoyloxymethyl) ethane 

(TCE) and poly(vinyl cinnamate) (PVCi), which both are formed by UV irradiation to 

dimerized the cinnamoyl groups in the molecules to the cyclobutane rings. The fluores-

cent signals achieved in this cyclobutane work occurred after the yield point, however, 

and for early damage precursor detection, it is desirable to detect damage well before this 

point. Thus, we continued our study by synthesizing dimeric (9-anthracene carboxylic 

acid) (Di-AC) particles as novel mechanophores in epoxy composites.  

The use of Di-AC is expected to allow for early damage precursor detection as the 

material exhibits over 10 times the absolute fluorescence quantum yield compared to the 

cinnamoyl-containing polymers, due to the molecule containing three conjugated benzene 

rings [147]. Because of the superior quantum yield, an order of magnitude less individual 

mechanophore molecules are needed to break in DA to observe the same fluorescence 

that occurs with TCE or PVCi; thus, early damage when only few molecules are broken 
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should be able to be observed. Also, the quantum yield corresponds to the amount of 

damage retained in the polymer, providing a function by which to predict damage in the 

overall material. This high quantum yield also provides the possibility of detecting dam-

age deep in the polymer matrix as well as the early damage precursor functionality, mak-

ing the anthracene moiety more desirable to be used as a fluorescent sensor in practical 

applications. This functionality has been seen in that the maximum fluorescence emission 

wavelength has been reported to shift from 495 nm for TCE to 568 nm for anthracene 

[147]. 

As spiropyran (SP)-linked elastomeric polymers have been extensively studied in 

the mechanophore research, we offer a brief summary of the advantages of using cin-

namoyl or anthracene cycloalkane-functional mechanophores as an alternative to SP. Spi-

ropyran as a mechanophore is reported to be quite sensitive environmental conditions 

such as pH, temperature, and light [160-165]. For example, activated SP fades to the in-

activate state within 30 minutes under ambient light [166]. Because the emission of the 

cycloalkane-functional mechanophores is the shorter-wavelength UV, this deactivation is 

expected to be much less under ambient conditions. Also, the cycloaddition mechanism is 

thermally forbidden, making the fluorescence emission to not experience a thermal fade. 

Additionally, the cycloalkane linkages are not pH sensitive. Notably, while the ring-

opening mechanism in SP can be reversed after the application of force with white light, 

if the covalent bonds in the mechanophore molecules break during tension, healing is not 

possible. The overall behavior of a visible color sensor like SP can be considered more 

digital (on/off) in nature, rather than a gradual signal in response to damage. The visible 

color change is a more macroscopic sensor, with SP not used successfully as a mi-
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crocrack sensor. Another challenge of SP as a mechanophore is the multitude of careful 

synthesis and washing steps to produce the final material [10]. These considerations call 

for the study of alternative mechanophores with differing chemistry to improve the func-

tionality of these materials in terms of mechanical properties and environmental robust-

ness. 

In the work contained in this dissertation, we sought to study a new mechano-

phore chemistry in epoxy and polyurethane thermoset matrices while additionally en-

hancing the overall damage detection capability and creating a self-sensing mechano-

phore particle reinforced composite, rather than a simple polymer blend. Thus, we creat-

ed PRCs with embedded dimerized 9-anthracene carboxylic acid (Di-AC) mechanophore 

microparticles. To the our knowledge, there has only been one other article reporting 

mechanophore-based particles, in which maleimide−anthracene cycloadducts were at-

tached to silica nanoparticles via poly(methyl acrylate) chains, and were activated via 

sonication in solution [167]. Additionally, spiropyran-based particles have been synthe-

sized, but they have not yet been tested for mechanical responsiveness, only light and 

temperature responsiveness [168-170]. Thus, we synthesized, characterized, and applied 

dimeric anthracene (Di-AC)-based mechanophore particles to form stress sensing particle 

reinforced thermoset network composites. Under an applied stress, the cyclooctane-rings 

in the Di-AC particles revert to their fluorescent anthracene monomeric form, enhancing 

the overall fluorescence of the composite, thus adding a sensing capability with good re-

tention of the material properties. Interestingly, in the polyurethane matrix, there was an 

enhancement of the fluorescent signal, which was attributed to increased interactions be-

tween the matrix and the particles, with possible surface grafting occurring. We addition-
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ally carried out molecular dynamics simulations in parallel to the experimental work to 

better understand the nanoscale precursors to damage and mechanophore activation in the 

self-sensing microcomposites. 

We then moved from microscale mechanophore incorporate to the nanoscale by 

preparing novel, grafted, covalently-bonded, self-sensing mechanophore thermoset net-

work nanocomposites. In the previously discussed work, in which the mechanophores 

were simply used as stress-sensing additives, the self-sensing could only occur between 

the stress-sensing molecules, and any damage done to the matrix polymer could not be 

sensed, the fluorescent nature only serving as a signal to the damage. Another notable 

drawback of utilizing mechanophores as additives was the significant lowering of the 

glass transition temperature of the system, narrowing the temperature window in which 

the composite can be used. Thus, we proposed to overcome these limitations by the direct 

covalent incorporation of the mechanophore units into an epoxy network thermoset pol-

ymer to create a novel functionalized nanocomposite system, by using the mechanophore 

precursor and mechanophore, cinnamamide and di-cinnamamide, respectively. This sys-

tematic and novel work also provided further fundamental understanding of mechano-

chemistry as a whole. 
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CHAPTER 

3. METHODOLOGY 

3.1. Experimental Preparation and Study of Micro- and Nanocomposites with Embedded 

Mechanophore Units 

3.1.1. Materials  

9-anthracene carboxylic acid (AC, Alfa Aesar), tetrahydrofuran (THF, Alfa Ae-

sar), 1-methyl-2-pyrrolidinone (NMP, Sigma Aldrich), cinnamamide (Cinn, Sigma-

Aldrich), diethyl ether (VWR International), and deuterated dimethyl sulfoxide (DMSO-

d6, Cambridge Isotope Laboratories) were used as received. The epoxy resin FS-A23 

(digycidylether of bisphenol F, DGEBF) and epoxy hardener FS-B412 (diethylenetri-

amine, DETA) were purchased from Epoxy Systems Inc. and used as received. The ther-

moset polyurethane (PU) matrix used was Crystal Clear ® 200 from Smooth-On, Inc. 

which consisted of 4,4’-methylenedicyclohexyl diisocyanate (Part A) and a proprietary 

polyol (Part B). 

 

3.1.2. Preparation of Crosslinked Cyclobutane Mechanophore Polymer Blends 

The cyclobutane-based mechanophore monomer, 1,1,1-tris(cinnamoyl oxyme-

thyl)ethane (TCE), was synthesized according to Reference [159], while the polymeric 

mechanophore monomer poly(vinyl cinnamate) (PVCi) was purchased from Sigma Al-

drich and used as received. TCE or PVCi were incorporated into the resin by first dis-

solved in dichloromethane, with subsequent removal of the solvent after homogenization. 

Photo-curing to create the cyclobutane mechanophore linkages was then carried out with 
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a 302 nm wavelength UV lamp for four hours, with the samples subsequently left to fin-

ish curing in ambient overnight. The detailed procedure can be found in Reference [159]. 

 

3.1.3. Synthesis of the Mechanophore Dimers Di-AC and Di-Cinn 

To form dimeric 9-anthracene carboxylic acid (Di-AC) particles, 2 g of AC were 

dissolved in 40 mL of THF and the mixture was homogenized via magnetic stirring, un-

der a nitrogen purge, and put into darkness. The solution was then photoirradiated with a 

302 nm wavelength UV lamp (UVP, UVM-28), with a light density of approximately 

1300 μW cm−2 at a distance of 3 cm, for three days. A precipitate formed, which was 

washed with THF by gravity filtration to remove the yellow AC monomer, until the bot-

tom solution was clear. The product was then dried to remove excess solvent. The Di-AC 

product was obtained as a white powder with a yield of 37%. To ensure the uniformity of 

the particle size, the Di-AC product was then filtered through 10 μm filter paper (EMD 

Millipore) with acetone, to gather particles under 10 μm. The particles were allowed to 

settle and the acetone was decanted off, with subsequent drying of the particles to remove 

any excess solvent. 

To synthesize di-cinnamamide (Di-Cinn), 2 g of cinnamamide were dissolved in 

40 mL of diethyl ether and the mixture was homogenized via magnetic stirring and under 

a nitrogen purge. The solution was then photoirradiated with a 302 nm wavelength UV 

lamp for two days. A white precipitate formed, which was washed with diethyl ether by 

gravity filtration to remove the brown cinnamamide monomer, until the bottom solution 

was clear. The product was then dried to remove excess solvent. 
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3.1.4. Chemical Characterization Methods 

1H Nuclear Magnetic Resonance (NMR) spectra were taken with a Bruker 400 

MHz NMR spectrometer. For the NMR samples, approximately 5 mg of each sample was 

dissolved in 750 μL of DMSO-d6. Fourier Transform Infrared (FTIR) spectra were taken 

either in the ambient atmosphere with a Nicolet iS50 FTIR Spectrometer or under vacu-

um in a Bruker IFS 66v/S FTIR spectrometer equipped with a Pike Diamond ATR (At-

tenuated Total Reflectance) accessory. 1000 nm sections of the composites were made 

with a Leica Ultracut R Microtome. Transmitted light images of the were taken with a 

Leica SP5 confocal laser-scanning microscope. The particle size of a dilute solution of 6 

mg Di-AC in 5 mL THF was determined via Dynamic Light Scattering (DLS) with a PSS 

NICOMP 380 ZLS. A Perkin Elmer Lambda 18 UV-visible (UV-vis) spectrometer was 

used to gather absorption data at ambient for a dilute solution of 1 mg AC in 20 mL NMP 

before photoirradiation and after photoirradiating the reported times. Emission spectra 

were collected with a Horiba Scientific FluoroLog-3 Spectrofluorometer with an excita-

tion wavelength of 350 nm, with quartz coverslips for the powder samples, and all slits 

set at 1 nm. Microscopic morphologies of the surface of the epoxy samples were taken 

with a FEI/Philips XL30 Environmental FEG Scanning Electron Microscope (SEM). The 

chemical structures were drawn with MarvinSketch.  

 

3.1.5. Preparation of Di-AC Mechanophore-Embedded Epoxy Matrix Composites 

To form the studied composites consisting of 5 wt% Di-AC particles in an epoxy 

matrix, 0.25 g of the 10 μm filtered Di-AC particles were added to 3.74 g of epoxy resin. 

These were then mixed with a small impeller mixer at 200 rpm for 10 min at room tem-
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perature and checked for the particles to be well dispersed. 1.01 g of the epoxy hardener 

was then added (to form 5 g total of epoxy at a mass ratio of MResin: MHardener = 100:27), 

and mixed with the impeller mixer at 200 rpm for 5 min at room temperature. After the 

mixture was homogenous, it was poured into silicone rubber molds sprayed with a mold 

release agent and allowed to cure overnight at room temperature. Neat epoxy samples 

were prepared in a similar manner with the same 100:27 ratio of resin to hardener. 

 

3.1.6. Preparation of Di-AC Mechanophore-Embedded Polyurethane Matrix Composites 

To form the composites consisting of 2.5 and 5 wt% Di-AC particles in a thermo-

set polyurethane matrix, the 10 µm filtered Di-AC particles and 4,4’-

methylenedicyclohexyl diisocyanate (Part A) were mixed with an impeller mixer at 200 

rpm for 5 min at room temperature so that the particles were dispersed. The proprietary 

polyol (Part B) was then added to the diisocyanate/Di-AC mixture at a mass ratio of MPart 

A: MPart B = 10:9, and mixed with the impeller mixer at 200 rpm for 5 min again at room 

temperature. After the mixture was homogenous, it was poured into silicone rubber molds 

and degassed in a vacuum oven at -29 in Hg for 90 minutes. The polyurethane was then 

allowed to cure overnight at room temperature, and then post cured at 70 °C for 8 hr. 

Neat polyurethane samples were prepared in a similar manner at the same 10:9 mass ra-

tio. 
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3.1.7. Preparation of Mechanophore-Grafted Epoxy Nanocomposites 

 To form the studied nanocomposites consisting of 10 wt% cinnamamide or 10 

wt% di-cinnamamide in 5 g total epoxy, each were first reacted with the resin to ensure 

the covalent bond formation. 0.5 g of cinnamamide or di-cinnamamide were added to 

3.704 g of epoxy resin (digycidylether of bisphenol F, DGEBF) and 20 mL of dichloro-

methane. This mixture was then heated at 40 ºC for 4 hr under a nitrogen purge and mag-

netic stirring to allow for the reaction between the epoxide rings and the amine groups. 

After the reaction was completed, the cinnamamide reaction solution turned fluorescent 

opaque yellow while the di-cinnamamide reaction solution was white and opaque. The 

dichloromethane solvent was then removed under reduced pressure and 0.796 g of hard-

ener (diethylenetriamine, DETA) was added to each functionalized resin mixture (4.204 g 

total). The hardener/resin/mechanophore weight ratio was calculated according to the 

manufacturer’s recommendations and the epoxide/amine equivalent weight. These mix-

tures were then impeller mixed at 200 rpm for 5 min at room temperature until homoge-

nous. The mixtures were then poured into silicone rubber molds sprayed with a mold re-

lease agent and allowed to cure overnight at room temperature, with the cinnamamide 

epoxy being UV cured for 4 hrs under 365 nm light (UVP, UVLMS-38) prior to leaving 

in darkness to complete the curing. Neat epoxy samples were prepared in a similar man-

ner with a 100:27 ratio of resin to hardener.  

 

3.1.8. Characterization of Mechanophore -Embedded Thermoset Composites 

After simple machining, the average dimensions of the samples for the compres-

sion test were 3 × 4 × 8 mm and 2 × 12 × 35 mm for the Dynamic Mechanical Analyzer 
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(DMA) tests. A TA Instruments Q20 Differential Scanning Calorimeter (DSC) was used 

to determine the glass transition temperature (Tg) of the samples in aluminum Tzero pans 

with lids under nitrogen, with air (an empty pan and lid) used as the reference. The sam-

ple was first heated to 70 °C to eliminate any thermal history, cooled down to −20 °C, 

then heated to 120 °C to determine the Tg, with all heating and cooling rates set at 10 

°C/min. A TA Instruments Thermogravimetric Analyzer (TGA) Q500 was used to de-

termine the decomposition temperatures (Td) under nitrogen. Each sample was placed in 

a tared platinum crucible and heated from 25 to 600 °C at a heating rate of 10 °C min−1. 

A TA Instruments Q800 Dynamic Mechanical Analyzer (DMA) was used to measure the 

storage modulus, loss modulus, and tan delta for the samples over a temperature range 

and to calculate the crosslink density. The multi-frequency/strain method was used with 

the single cantilever clamp and a frequency of 1 Hz under amplitude control. The tem-

perature was ramped from 25 to 120 °C at a heating rate of 5 °C/min, with the strain am-

plitude set at 25 μm. The characteristic temperatures and moduli values from DSC, TGA, 

and DMA were found using the built in functions in the TA Instruments Universal Anal-

ysis software. A TestResources 800L Compression Test System was used to compress 

the samples to different strains and obtain stress-strain plots for the samples. A small 

amount of petroleum jelly was applied to the samples to minimize their friction with the 

compression plate, and prevent unwanted shearing. The tests were run in displacement 

control in the longitudinal direction at a loading rate of 1 mm/min and conducted at room 

temperature. The fluorescence generation from the compressed samples was observed 

under a Nikon Eclipse TE300 inverted video fluorescence microscope, by excitation un-

der 340–380 nm UV light, with a filter cube to capture the emission of light between 
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435–485 nm for the Di-AC embedded samples and 500–550 nm for the Cinn/Di-Cinn 

grafted samples. All images were taken with a black-and-white camera and with the same 

intensity of light, gain, and exposure time. The Image J (http://imagej.nih.gov/ij/) soft-

ware package was used to quantify the fluorescence density of the images taken. Every 

image was first converted to an 8-bit image and then the “Measure” function was used to 

calculate the integrated intensity for the selected area of the image; this is through the 

software taking the sum of the pixel values in the image, and then averaging the intensity 

at each point. The 8-bit gray scale fluorescence images from the fluorescence microscope 

were subsequently pseudocolored green with ImageJ with the built-in “Green” LUT, and 

the fluorescent images published in this paper were all further enhanced by increasing 

both the brightness and contrast by 40% for better viewing. A UVP UV Transilluminator, 

Model M-20, with an 8 watt and 302 nm wavelength UV light source was used to take 

macroscopic pictures of the Di-AC epoxy compression test samples and these images 

were also pseudocolored green with ImageJ. 

 

3.2. Hybrid MD Simulation Modeling Framework 

The bond dissociation energy (BDE) calculation was performed according to our 

previous work [171] and using the constrained geometry external force (COGEF) method 

developed by Beyer et al. [172]. A local work analysis, which was also implemented in 

our previous work [171], was performed to simulate mechanophore activation of the 

smart material. The MD simulation unit cell (15×15×15 nm3) was constructed with 

randomly distributed molecules of the constituents. The weight percentages of the con-

stituents were: 74.8 wt% DEGBF, 20.2 wt% DETA, and 5 wt% Di-AC. The epoxy-based 
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matrix had an extensively crosslinked structure. The epoxy resin and hardener were cured 

using the covalent bond generation protocol performed by the classical force field (Merck 

Molecular Force Field) [75]. Periodic boundary conditions were applied to the boundaries 

of the unit cell. Conjugate gradient energy minimization was performed first. Subse-

quently, NPT (isobaric-isothermal) ensemble equilibration was conducted on the unit cell 

at 300 K and 1 atm for 1 ns using the Nose–Hoover thermostat and barostat to control the 

temperature and pressure. After equilibration, the epoxy curing simulation was per-

formed. Subsequently, the system was stabilized to reduce the augmented potential ener-

gy caused by the newly generated bonds. A uniaxial loading simulation was performed to 

analyze the local force experienced by the mechanophore molecules in the cured unit cell. 

Tensile loading tests were performed with a very high strain rate (1013 s-1) by a defor-

mation method adapting a quasi-continuum approach to decouple thermal molecular vi-

brations which may relax bond elongations during the deformation test [173]. While the 

tensile loading test was performed, the [4+4] cyclodimers were stretched by the applied 

local forces, and the C-C bond lengths were monitored at every step. The mechanophore 

activation simulation using the atoms’ trajectory data was conducted in a way to change 

the color from red to green when the C-C bonds are stretched beyond the critical bond 

length (2.16 Å) which was determined from the BDE of Di-AC. In order to analyze the 

mechanophore activation quantitatively, the local work done by the local force on the C-

C bonds is calculated. It was proved that local force analysis itself was not relevant to 

capture mechanophore activation as the unit cell deforms [171].  
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CHAPTER 

4. RESULTS AND DISCUSSION 

4.1. Polymer Blends of Crosslinked Cyclobutane-based Mechanophore Polymers and 

Epoxy for Damage Detection in Thermoset Systems 

In our group’s first foray into the study of stress-sensing materials, we created 

polymer blends of crosslinked cyclobutane based mechanophores and epoxy matrices to 

observe the change in fluorescent emission with applied stress[159]. The mechanophores 

studied were generated by UV photodimerization of the crosslinkable, cinnamoyl-

functionalized 1,1,1-tris(cinnamoyloxymethyl) ethane (TCE) and poly(vinyl cinnamate) 

(PVCi). The cyclobutane sensing units were produced by [2+2] cycloaddition of the car-

bon-carbon double bond in the cinnamoyl functional groups of TCE and PVCi. The TCE 

monomer was synthesized according to literature, and as each TCE monomer molecule 

consisted of three active cinnamoyl cites, photoirradiation of the monomer yielded a 

crosslinked polymer. PVCi was purchased from Sigma Aldrich, and consists of a linear 

polyethylene chain with cinnamoyl functional groups at the vinyl position. Photoirradia-

tion of PVCi leads to the polymer chains crosslinking with each other. 

The cycloaddition reaction was confirmed by Fourier transform infrared (FTIR) 

spectroscopy, by observing the change in specific peaks before and after the application 

of UV light, as seen in Figure 4.1.1. The spectra is of a TCE film on a potassium bromide 

(KBr) disk, and before photoirradiation of TCE, peaks at 1713 and 1637 cm−1 are present, 

corresponding to the conjugated C=O and C=C stretching vibrations of the cinnamoyl 

monomer. After photoirradiation, the C=C peak disappears due to the formation of the 

cyclobutane rings by photodimerization at the alkene position, consuming the cinnamoyl 
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groups. Additionally, the C=O peak shifted to a higher wavenumber with decreasing ab-

sorbance, which was attributed to the loss of π–conjugation from the C=C double bond. 

 

Figure 4.1.1. FTIR spectra of solution cast TCE on a KBr disk before and after pho-

toirradiation with the respective chemical structures. 

After confirmation of the formation of the cyclobutane mechanophore units via 

photodimerization, polymer blends of the mechanophores and epoxy were prepared. The 

mechanophore monomer, either TCE or PVCi, was dispersed into the epoxy resin, fol-

lowed by addition of the hardener. The epoxy then underwent UV curing to create the 

cyclobutane mechanophore units. This thus created simple polymer blends of epoxy and 

the crosslinked mechanophores, which were found to be miscible via Scanning Electron 

Microscopy (SEM) and Differential Scanning Calorimetry (DSC), or the mechanophores 

can be thought of as additives in the epoxy.  

When the blended system underwent crack formation and propagation, via com-

pression tests, the cyclobutane units were mechanochemically cleaved to afford the mon-

omeric structure. This cinnamoyl structure was capable of fluorescent emission, which 

indicated the location of the cracks in the epoxy when viewed with a fluorescent micro-
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scope. Figure 4.1.2 shows the stress-strain curve of the compression test for a 10 wt% 

TCE-epoxy polymer blend. At each of the strain values denoted with green x’s visible 

light and fluorescent images of the sample were taken to evaluate the extent of the dam-

age detection.  

 

Figure 4.1.2. Stress-strain curve of 10 wt% TCE-epoxy polymer blend with overlayed 

representative fluorescent images for selected strain values. Scale bars are 50  

For all visible light images taken, the damage/microcracks formed could not be 

observed. For strains below the yield strength, such as 4% strain, no fluorescent emission 

was observed, implying that the mechanophores could not be activated without plastic 

deformation. However, immediately after the yield point, at 6% strain, fluorescent mi-

crocracks were observed, the number of fluorescent microcracks increasing as the strain 

increased. In order to quantify the amount of fluorescence observed, for each strain level, 

multiple fluorescent images were taken and the average fluorescent intensity over each 

group of images was calculated via ImageJ. Figure 4.1.3 shows the resulting curve with 

respective standard deviations. It can be seen that while there is no statistical difference 

between 3 and 4% strain, there is a difference between 4 and 6% strain, the latter occur-
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ring after the yield point. As previously mentioned, before the yield point, there was no 

fluorescence, so the intensity value from ImageJ for the 3 and 4% strain correlates to this. 

Thus the large standard deviation for 6% strain is due to there being both fluorescently 

activate and inactive regions on the sample, as would be expected when the mechano-

phores first begin to break. It can also be seen that the overall fluorescence intensity in-

creased with the applied strain, as expected, as more mechanophore units are activated by 

increasing the applied force.  

In this previous work, there were notable drawbacks caused by using the mech-

anophores as additives to create polymer blends, including the significant lowering of the 

glass transition temperature (Tg) of the material system by 28 °C for the TCE-epoxy 

blend, depression of the mechanical properties, including the yield strength, and inability 

to detect damage before the yield point. Thus, we sough to overcome these limitations by 

focusing on not only a different mechanophore chemistry, but a different composite 

structure as well, namely a particle-reinforced composite. 

 

Figure 4.1.3. Fluorescence intensity values corresponding to various strains from the 

stress-strain curve for the 10 wt% TCE-epoxy polymer blend.  
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4.2. Dimeric Anthracene-based Mechanophore Particles for Damage Precursor Detection 

in Reinforced Epoxy Matrix Composites 

4.2.1. Anthracene Photodimerization for Mechanophore Formation 

 It is well known that 9-substituted anthracene derivatives, including 9-anthracene 

carboxylic acid (AC), form prominently head-to-tail structures when photodimerized in 

solution under UV light via [4 + 4] cycloaddition to form a cyclooctane-type ring [174]. 

A schematic of this reaction to form the dimerized 9-anthracene carboxylic acid (Di-AC), 

which can be recovered as a pure white powder, and can be seen in Figure 4.2.1(a); the 

head-to-tail structure being preferred due to steric hindrance between the carboxylic acid 

side chains during dimerization. This dimerization reaction has also been studied in the 

solid-state, where molecular confinement can allow for the formation of the head-to-head 

dimer [175, 176]. Additionally, the solid-state [4 + 4] photodimerization phenomenon has 

allowed for the creation of AC molecular-crystal nanorods that can undergo reversible 

bending [177, 178]. Figure 4.2.1(a) also shows the subsequent incorporation of the Di-

AC particles into an epoxy matrix for fluorescent stress sensing via reversion to the AC 

monomers after stress is applied. 

In this study, AC was dissolved in THF and the mixture was homogenized via 

magnetic stirring, purged with nitrogen, and put into darkness. The solution was then 

photoirradiated with a 302 nm wavelength UV lamp to carry out the [4 + 4] cycloaddi-

tion. The Di-AC white powder precipitate formed, was washed with THF to remove any 

unreacted yellow AC monomer, and dried. After the photodimerization reaction and puri-

fication, the resulting Di-AC powder product was filtered through 10 μm filter paper to 

remove any large aggregates and capture Di-AC particles of a reasonable particle size.  
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Figure 4.2.1. (a) An overview showing the conversion of the AC monomer to Di-AC 

particles under UV light, the subsequent embedding of the particles into an epoxy matrix 

to form a PRC, and, upon application of force, reversion of the Di-AC particles to the AC 

monomeric form to enhance the overall fluorescence of the PRC for stress sensing. (b) 

Representative DLS histogram showing the distribution of the Di-AC particle size. (c) 

Transmitted light image via confocal microscopy showing the resulting Di-AC particles 

(scale bar is 5 μm). 

Dynamic light scattering (DLS) was used to confirm the particle size, which was 

found to be 1553 ± 739 nm in diameter, with a Gaussian distribution. This distribution 

can be seen with a corresponding relative intensity graph in Figure 4.2.1(b). Transmitted 

light images captured with a confocal laser-scanning microscope confirmed the particle 

size found from DLS (Figure 4.2.1(c)). 



46 

 

Figure 4.2.2. 1H NMR spectra of 9-anthracene carboxylic acid (AC) in DMSO-d6. 

After confirming the creation of uniform Di-AC particles, the chemistry was also 

confirmed via nuclear magnetic resonance (NMR) and Fourier transform infrared (FTIR) 

spectroscopy, comparing AC with Di-AC. The 1H NMR spectra for AC and Di-AC can 

be seen in Figures 4.2.2 and 4.2.3. Both AC and Di-AC showed a peak at 2.5 ppm, which 

was characteristic to the DMSO-d6 solvent and a peak at 3.3 ppm that was characteristic 

of residual water in the sample. For AC, the peaks from 9 – 7 ppm correspond to the ar-

omatic hydrogen atoms on the anthracene ring, with another peak at 13.9 ppm for the hy-

drogen on the carboxylic acid. For Di-AC, the peaks for the aromatic hydrogen atoms 

shifted to 7 – 6 ppm, the carboxylic acid peak shifted slightly to 13.5 ppm, but the distin-
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guishing peak is at 5.6 ppm, which corresponds to the hydrogen atom on the newly 

formed cyclooctane ring – confirming the dimerized structure. 

 

Figure 4.2.3. 1H NMR spectra of dimeric 9-anthracene carboxylic acid (Di-AC) in 

DMSO-d6. 

Figure 4.2.4(a) shows the comparison of the FTIR spectra for AC and Di-AC, 

zoomed in to focus on the characteristic peaks. The full FTIR spectra from 4,000 – 400 

cm-1 can be found in Figure 4.2.5. There are a few important characteristic peaks in the 

spectra, the first is for the carbonyl stretch (νC=O) blue shifted from 1,685 cm-1 for AC to 

1,698 cm-1 for Di-AC, indicating a cleavage of some hydrogen bonds when AC transi-

tions to Di-AC and its 3-D structure drastically changes [175]. A new sharp peak formed 

at 1,393 cm-1, corresponding to the newly formed alkane hydrogen (νC-H) on the cyclooc-
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tane ring in Di-AC. Additionally, peaks at 1,340 and 1,225 cm-1 for AC corresponding to 

the transition band of the phenyl ring were bleached out [175]. 

 

Figure 4.2.4. (a) FTIR spectra comparing the AC monomer with the Di-AC mechano-

phore product. (b) UV-vis spectra showing the decrease in absorbance over time. 

 The dimerization reaction was further studied by utilizing UV-vis spectroscopy in 

order to analyze the conversion of AC to Di-AC, as seen in Figure 4.2.4(b). This analysis 

is important, as with UV light driven reactions; the addition of light can drive both the 

forward and reverse reactions, resulting in low conversions. The initial solution (at 0 hr) 

consisted of 1 mg AC in 20 mL NMP, and showed fingerlike absorption bands between 

320 and 420 nm, representing vibronic substructures, which are characteristic for anthra-

cene derivatives [175]. 302 nm UV light was applied to the solution and samples were 
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taken at 2, 5, and 6 hr to probe the change in the absorbance over time. After 2 hr pho-

toirradiation, the absorbance value decreased drastically, with the conversion for the peak 

at the 365 nm wavelength being 0.92. With the longer application of light, the conversion 

for the 365 nm peak leveled off at 0.98 for 5 and 6 hr. 

 

Figure 4.2.5. Full FTIR spectra comparing the unreacted AC monomer with the Di-AC 

mechanophore product. 

The conversion never reaches 1, as some percentage of the dimers are driven back to the 

monomeric form under UV light, as previously mentioned. However, 0.98 is a very high 

conversion for this type of reaction, and is likely due to the relatively small size of the 

dimers and their freedom to move in the dilute solution. Additionally, after the dimeriza-

tion occurs to produce the Di-AC needed for the composites, the very small amount of 

unreacted AC remaining is easily washed out, resulting in a quite pure product. This is an 

important result, as the mechanical sensing function of the Di-AC works by reversion to 

the AC monomer, so if there were many AC molecules incorporated in the epoxy before 

stress is applied, the sensing signal may have been confounded. 
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 As the sensing action of the Di-AC mechanophore involves fluorescent emission, 

it is important to generate emission curves to determine where the emission lies. Figure 

4.2.6(a) shows the comparison of the fluorescent emission for AC and Di-AC under 350 

nm excitation. AC has very strong emission between 365 and 415 nm, with an additional 

peak at 435 nm. In comparison, Di-AC has a small peak at 378 nm, a large peak at 414 

nm, after which it drops off sharply. This shows that while AC has more fluorescence in 

this region, Di-AC has some fluorescence of its own, albeit less. Following this result, we 

wanted to see how the fluorescence of Di-AC would affect the overall fluorescence of 

epoxy when it was incorporated into it.  

 

Figure 4.2.6. (a) Emission spectra of AC (red) and Di-AC (blue) for an excitation wave-

length of 350 nm. (b) Emission spectra of neat epoxy (red) and epoxy embedded with 5 

wt% Di-AC for an excitation wavelength of 350 nm. 

With the confirmed chemistry of the mechanophore through NMR and FTIR, and 

the confirmed regular particle size from DLS and confocal images, epoxy composites 

containing 5 wt% Di-AC particles were synthesized. To form the mechanophore-
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embedded epoxy, the Di-AC powder with an approximate particle diameter of 1.5 μm 

was impeller mixed with the epoxy resin so that it would be evenly dispersed throughout 

the composite. The hardener was then impeller mixed into the resin-particle mixture to 

obtain a mixture that was viscous and a single phase. This was then poured into rubber 

molds to create the samples for testing and cured at room temperature overnight. The 

composition of 5 wt% of Di-AC in the composite was chosen, as this was the least 

amount of mechanophore that could be used to still generate the desired stress sensing 

signal. The least amount of mechanophore was desired as incorporating the particles into 

epoxy interrupts the network formed between the resin and hardener when the epoxy 

cures, impacting the resulting thermal and mechanical properties of the composite. It is 

worthwhile to note that this is a very low amount of mechanophore, with other sensing 

systems requiring 10, 20%, or more to generate measureable signals [147, 159]. Figure 

4.2.6(b) shows the comparison of the fluorescent emission for neat epoxy and the 5 wt% 

Di-AC epoxy composite under 350 nm excitation. The neat epoxy showed a low, flat flu-

orescence value in the 390 to 440 nm region, while the Di-AC composite showed broad 

fluorescence in this region. This emission is markedly different to the emission for the 

pure Di-AC powder. This can be likely attributed to thermal or mechanical stresses which 

occurred while the epoxy cured around the Di-AC particles, resulting in some activation 

of the mechanophore to revert back to the more fluorescent AC form. With this in mind, 

baseline fluorescence values were taken before the epoxy was stressed during the com-

pression tests, and as long as there was a significant increase in the fluorescence com-

pared to the stress, this method of creating the epoxy composites still produces the de-

sired self-sensing result. 
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Figure 4.2.7. (a) Representative DSC scans showing the glass transition for neat epoxy 

(red) and the 5 wt% Di-AC epoxy composite (blue), with the resulting Tg values (as an 

average of 4 runs) inset on the bottom left. (b) Representative TGA curves showing the 

decomposition of neat epoxy (red) and the 5 wt% Di-AC epoxy composite (blue), with 

the resulting major Td values (as an average of 4 runs) inset on the top right. The inset 

left shows the respective DTG curves to determine the Td values. 

4.2.2. Thermal and Mechanical Properties of Di-AC Particle Reinforced Epoxy Compo-

sites 

 After the more fundamental characterization of the chemistry related to the Di-AC 

mechanophore, the thermal and mechanical properties of the embedded composite were 

evaluated in order to determine the effect of adding the mechanophore. Differential 

Scanning Calorimetry (DSC) is a commonly used material characterization method to 

determine the glass transition temperature (Tg) of various samples be comparing the heat 

flow required to keep the desired sample and a reference sample (usually air) at the same 

temperature. Representative DSC scans for the neat and Di-AC composite epoxy can be 

seen in Figure 4.2.7(a), the Tgs calculated at the step-wise transition in the curves via the 
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built in TA Universal Analysis software. The average and standard deviation values for 

the Tg over 4 runs were 55.82 ± 1.53 °C for the neat epoxy and 50.06 ± 1.36 °C for the 

composite epoxy, for a difference of approximately 6 °C. This slight decrease in Tg is 

expected as the incorporation of the particles can disrupt the intrinsic epoxy network, as 

previously mentioned. The decrease of the Tg by 6 °C is much improved upon over pre-

vious work incorporating crosslinked cyclobutane polymers into epoxy via polymer 

blends, as that depressed the Tg by 17 to 28 °C [159]. In the previous work, at least 10 

wt% of mechanophore was required for sensing, so lowering the weight percent to 5 wt% 

allowed for a better retention of the material properties. As the current and our previous 

work are the first incorporating mechanophores into epoxy matrices, it will be interesting 

to see what work can come out of exploring the stress sensing in this system. 

Figure 4.2.7(b) shows representative Thermogravimetric Analysis (TGA) for the 

samples, with the corresponding Differential Thermal Gravimetry (DTG) curves in the 

inset left. These tests were run under nitrogen to eliminate weight loss due to oxidation, 

and thus purely capture the thermal decomposition of the bonds within the epoxy sam-

ples. The main decomposition temperatures (Td) were found via the peaks in the DTG 

curves, and were 350.18 ± 1.73 °C for the neat epoxy and 349.26 ± 1.53 °C for the com-

posite epoxy. These values are not statistically different from each other, so it can be said 

that the addition of the mechanophore did not change the Td. Additionally, on the DTG 

curves, a small shoulder for both samples can be seen around 411 °C. It is worthwhile to 

note that the Td of the pure Di-AC powder (prior to embedding) was found to be 238.84 

± 4.43 °C, with a small shoulder at 302.67 ± 2.18 °C. The relatively high Td of the pure 

Di-AC likely contributed to its addition not affecting the Tg of the embedded composite.  
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Figure 4.2.8. DMA curves showing the Storage Modulus (green), Loss Modulus (blue), 

and Tan Delta (maroon) of the (a) neat epoxy and (b) 5 wt% Di-AC composite samples, 

respectively. The inset tables show the average Tg and 𝜌𝑥𝑙 of the samples over 4 runs, 

determined from the DMA curves. 
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In addition to DSC, dynamic mechanical analysis (DMA) can be used to deter-

mine Tg values, as well as determine the crosslink density of the epoxy samples. The 

DMA measures the storage and loss moduli of a sample by physically oscillating the 

sample, the ratio of the two being defined as tan delta (tan δ). When heat is applied to the 

sample, eventually there will be a peak in the tan δ, representing the Tg. Figure 4.2.8 

shows representative DMA curves for the neat and Di-AC epoxy, the Tgs values being 

65.4 ± 0.6 °C and 66.8 ± 1.4 °C, respectively. It is worth noting that while the values for 

the two are quite comparable, the Di-AC composite shows a higher standard deviation 

compared to the neat epoxy, possibly due to more variation in the sample in terms of lo-

cation of particles and curing. Interestingly, the 6 °C difference in Tg values found for the 

DSC results was not present for the DMA results. This is likely due to the fact that the Tg 

values were gathered from very different methods, purely thermal for DSC and mechani-

cal for DMA. According to the DMA however, the neat epoxy and the mechanophore 

composite are very similar, which shows good retention of the material properties, even 

when the sensing feature is added. Additionally, compared to the DSC, the Tg for the 

neat epoxy is about 10 °C higher for the DMA, and is about 17 °C higher for the Di-AC 

epoxy. This has been seen previously when comparing the two methods, and is again due 

to the methods utilizing different mechanisms to determine the values. 

DMA can also be used to calculate crosslink density for a given sample, accord-

ing to the theory of rubber elasticity [179], 𝜌𝑥𝑙 =
𝐺′

3𝑅𝑇
 , where 𝜌𝑥𝑙 is the crosslink density 

expressed in moles of elastically effective network chains per cm3 of sample, 𝐺′ is the 

rubbery plateau modulus, 𝑅 is the Gas Constant, and 𝑇 is the absolute temperature at 

which the rubbery plateau modulus is determined. The rubbery plateau modulus is de-
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fined where the storage modulus curve flattens out after the Tg is reached, and was 4.42 

MPa at 89.0 °C for the neat epoxy and 4.53 MPa at 87.0 °C for the Di-AC epoxy. Utiliz-

ing these values and Equation 1, the crosslink densities were calculated to be 0.50 ± 0.01 

× 103 mol/cm3 and 0.50 ± 0.01 × 103 mol/cm3. The crosslink density corresponds to how 

many crosslinks are able to form between the resin and hardener molecules in the epoxy 

during curing, and theoretically adding the mechanophore should lower the crosslink 

density due to the particles disrupting the network. However, this was not seen and the 

values were essentially the same between the neat and Di-AC embedded epoxy samples. 

Thus for the thermal characterization of the neat and Di-AC composite samples, while the 

DSC did show a slight difference in the Tg values, the Tg, Td, and crosslink density val-

ues between two from TGA and DMA showed that adding the mechanophore did little to 

alter the material properties, providing a benefit for Di-AC PRCs as stress sensors.  

 To apply the damage to the mechanophore-embedded epoxy samples to observe 

the resulting fluorescent signal, compression tests were performed and stress-strain 

curves were generated. Figure 6 shows the resulting stress-strain curves for both samples. 

The Young’s modulus values in the linear elastic region of the curve were found to be 

2.57 ± 0.06 GPa and 2.46 ± 0.06 GPa for the neat and Di-AC epoxy samples, respective-

ly, which were in good agreement of each other. The yield strength values were 102.77 ± 

0.28 MPa and 91.22 ± 1.57 MPa for the neat and Di-AC epoxy samples, respectively. 

The depression of the yield strength can again be attributed to the particles disrupting the 

epoxy network. The middle right inset of Figure 4.2.9 is a UV transilluminator picture 

under UV light of the compression test samples, neat epoxy on the left and Di-AC com-

posite on the right, showing the macroscopic view of the samples. The samples have each 



57 

been compressed to 15% strain and the bright green color of the Di-AC sample reflects 

its much higher bulk fluorescent property.  

 

Figure 4.2.9. Stress-strain curves for the neat epoxy (red) and 5 wt% Di-AC epoxy 

(blue), with the lower right inset showing the resulting Young’s Modulus and Yield 

strength values. The inset center right image shows a UV transilluminator picture of the 

test samples, neat epoxy (left) and epoxy with 5 wt% of Di-AC (right), both compressed 

to 15% strain. The enhanced fluorescence of the Di-AC epoxy relative to the neat epoxy 

under UV light can be clearly seen. 

4.2.3. Early Damage Detection via Mechanophore Fluorescent Signaling 

With the full characterization complete for the synthesized mechanophore and 

mechanophore-embedded composite, its functionality as a stress sensor was evaluated. 

Compression tests were completed on the mechanophore-embedded composite and at 

each of the selected strain values; 0, 2, 4, 6, 10, and 15%; ten fluorescence microscopy 

images were taken representative of the entire sample face in order to quantify any in-

crease of fluorescence. Figure 4.2.10(a) shows the locations of the chosen strain values 
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on the stress strain curve, along with representative fluorescence images for selected 

strains. The 0% strain is prior to any compression, and provided a baseline for the testing. 

The 2% strain is clearly in the elastic region, with the 4% strain also being in the elastic 

region, but right before the yield point. 6% strain is immediately after the yield point, 

with 10 and 15% strain well into the plastic region. It should be noted that the same test-

ing was performed on the neat epoxy, but no change in fluorescence was observed, as 

expected. 

 

Figure 4.2.10. (a) Stress-strain curve for the mechanophore-embedded composite identi-

fying the strain values for which fluorescence images were taken, with representative flu-

orescence images for 0, 4, 6, and 15% strain. (b) Average fluorescence intensity values 

for each strain value calculated via ImageJ, with each color representing two separate 

batches of Di-AC embedded epoxy. Each fluorescence intensity value was averaged over 

10 pictures for each strain. 

For each selected strain percentage, the ten fluorescence images were imported in-

to the ImageJ software, and the software calculated average fluorescence intensity values 

for each image. The values from all ten images were then averaged and plotted with the 
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standard deviations, as seen in Figure 4.2.10(b). Figure 4.2.10(b) shows fluorescence data 

from two separate batches of the Di-AC embedded composite. It was found that the two 

separate batches had different fluorescence intensity values initially, but both increased 

with the strain in a similar way. This shows that Di-AC can be used as a mechanophore in 

this system, and that applying increasing strain increases the fluorescence emission, due 

to the breaking of the cyclooctane bonds in the Di-AC particles, causing reversion to the 

fluorescent monomeric form.  

 

Figure 4.2.11. The resulting plot from taking the average intensity of the two composite 

batches for each strain value, plotted with a linear trendline, with the fluorescence inten-

sity values for the two composite batches normalized to the 4% strain value, showing the 

overlaying of the curves in the inset. 

Additionally, as the strain was increased, the error bars also increased. We believe 

this is due to the fact that as the strain was increased, plastic deformation took place in 
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the samples and deformed the surfaces of the epoxy, thus when the fluorescence images 

were taken, the emission from the mechanophore was altered due to surface roughness. 

This difference in initial intensity can be due to a number of factors, including the micro-

scope having different light intensity on different days simply due to light source ageing, 

differences in the purity of the Di-AC incorporated, differences in how the epoxy cured 

and activated the particles, etc. 

Regardless, when the data is normalized, the same trend is seen. Figure 4.2.11(a) 

shows the same data, normalized to the 4% strain value. This was done simply subtract-

ing the corresponding 4% average fluorescence intensity value from each strain value, 

making the 4% strain value 0. Doing this overlays the two curves nicely, showing that 

even if the samples have different fluorescence initially, the overall trend is still the same. 

From this curve, it is clear that the 0% and 4% fluorescence values are statistically differ-

ent. In order to make the curve easier to read, for each normalized strain value the ten im-

ages from each batch (20 images total) to create an overall average and overall standard 

deviation, as seen in Figure 4.2.11(b). This further highlights the definite statistical dif-

ference between 0% and 4% strain, and as seen in Figure 4.2.10(a), 4% strain is still in 

the elastic region, which means Di-AC can act as a damage precursor detector. As the 

region after the yield point in a stress-strain curve corresponds to plastic deformation, 

where irreparable damage has already taken place, it is ideal to instead achieve the dam-

age precursor detection. In this scheme, a signal alerts to the impending material failure 

before the yield point (in the elastic region), so the material can be repaired or replaced. 

For the application of this, if an epoxy part that was incorporated with the mechanophore 

reached a certain fluorescence value relative to the initial fluorescence, corresponding to 
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4% strain, it would be known that the part is not damaged yet (it is still in the elastic re-

gion), but upon further strain, the yield point would be reached. This is a great improve-

ment to our previous cyclobutane-based mechanophores and epoxy polymer blends, as in 

that system we were only able to sense damage immediately after the yield point, rather 

than before[159]. It could be argued that 0 and 2 % are also statically different, but there 

is some overlap of the error bars in the overlayed graph in the inset of Figure 8. It was 

also seen that the 6% intensity value was slightly higher that 4%, with the 10 and 15% 

values being much higher. Additionally, this characterization of the mechanochemistry is 

unique in that the fluorescence imaging and resulting analysis allows us to take a look at 

the microscale signal rather than just macroscale signal popular with visible color change 

mechanophores. 

 

Figure 4.2.12. Confocal microscopy image of 500 μm slices of 5 wt% Di-AC epoxy, 

scale bar is 5 μm. Inset has approximately 1 μm scale bars at various particle locations.  

 There has only been one other study on the mechanochemical reversion of these 

cyclooctane rings formed from the photodimerization of AC back to the monomeric form 
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[147]. Interestingly, that group only reported successful damage detection when the cy-

clooctane rings were anchored onto connecting poly(vinyl alcohol) (PVA) chains, and 

reported no mechanophore property for the pure Di-AC powder, recording no change in 

the NMR spectra when the powder was ground by hand. Another group that studied the 

pressure-sensitivity of the strained Dewar isomer of 9-tert-butylanthracene similarly re-

ported no pressure sensitivity for untethered dimeric anthracene [140]. Our hypothesis is 

that the pure Di-AC particles are held together by hydrogen bonding within the carbox-

ylic acid group, and simple grinding of the mechanophore alone would only break these 

weaker bonds to form smaller particles through sliding of the particles against one anoth-

er. This mechanism would thus not allow for sensing, but when the particles are embed-

ded in an epoxy matrix, the thermoset network is formed around the particles, restraining 

their movement and forcing the cyclooctane rings to be broken under compression. This 

restraint is thus required for stress sensing with these cycloalkane rings to ensure break-

age of the desired bonds.  

Additionally, Figure 4.2.11 shows that a linear fit can be generated for the curve, 

resulting in a good fit with an R2 value of 0.988. This implies that with the Di-AC mech-

anophore embedded in epoxy for stress sensing, a linear relationship can be generated 

between applied strain or damage and the resulting fluorescence emission, adding another 

novel feature to this stress sensing scheme. To ensure that the Di-AC particles remained 

intact in the epoxy matrix even after curing, microtome slices 500 μm thick were cut and 

observed under confocal microscopy (Figure 4.2.12). The particles were seen to be intact 

with an average particle size of 1.05 ± 0.11 μm over approximately 20 particles meas-

ured, lining up well with the DLS result of 1.5 μm. 
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4.3. Comparison of the Experimental and Computational Study of a Dimeric Anthracene-

based Mechanophore for Early Damage Detection in Thermoset Polymer Matrices 

Material failure depends on many stochastic and multiscale variables, and limited 

research is available on understanding the precursors to damage in complex polymeric 

material systems. In tandem to our groups’ previous experimental research concerning 

cyclobutane mechanophores, computational molecular dynamics studied were performed 

to examine the mechanophore activation phenomena at the nanoscale while comparing 

experimental and simulation material property values, including the glass transition tem-

perature [75, 171]. MD simulations were again performed for the experimental dimeric 

(9-anthracene carboxylic acid) particle mechanophore work in Chapter 4.2 to observe the 

nanoscale activation as well as to probe why Di-AC is able to detect early damage before 

the yield point while the cyclobutane mechanophores cannot.  

 

Figure 4.3.1. Chemical structure of cyclooctane (left) and di-anthracene (right). 

To complete these goals, the hybrid MD simulations performed three major tasks 

including generating covalent bonds to simulate the epoxy curing, capturing covalent 

bond dissociation in the mechanophore units, and quantifying the energy required to 

break the covalent bonds, or bond dissociation energy (BDE), when virtual loading tests 

were applied. The hybrid MD simulation methodology consists of both a classical force 
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field and a bond order based force field (ReaxFF), as the former cannot describe covalent 

bond breakage while the latter can. The epoxy curing simulation was conducted through a 

covalent bond generation protocol using the classical force field while an appropriate 

bond order force field was employed to calculate BDE of the hydrocarbon compounds. 

Di-AC has been considered to have a “cyclooctane” type dimer, as eight carbons make up 

the structure between the two anthracene molecules, as seen in Figure 4.3.1. 

 

Figure 4.3.2. Bond dissociation energies of (a) cyclobutane and (b) cyclooctane. (c) 

Bond dissociation energy and critical length of Di-AC. 

However, as the figure shows, the structure is quite different from a traditional 

cyclooctane ring. A cyclobutane ring is much more strained (ring strain of 26.4 kcal/mol) 

than a conventional cyclooctane ring (ring strain of 9.6 kcal/mol) [180]. By this reason-

ing, Di-AC rings should be harder to break than cyclobutane rings, however, Di-AC func-

tioned as a better mechanophore, detecting damage earlier on. To understand the strength 

(a) (b)

(c)
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of the rings in question, BDE calculations were carried out, which determine the amount 

of energy required to break certain bonds in the molecules. Figure 4.3.2 shows the results 

of the calculations, with the BDE of cyclobutane and cyclooctane being 75.5 kcal/mol 

and 159 kcal/mol, respectively, as would be expected since it would take more energy to 

break the more stable cyclooctane ring. The BDE of Di-AC was the found to be 58.5 

kcal/mol with a critical length before bond breakage of 2.16 Å. This value is much lower 

than the BDE of cyclobutane, and thus it takes less energy to break apart a Di-AC ring, 

aligning with the experimental result that Di-AC has improved sensitivity than cyclobu-

tane in that it requires less applied force to activate the dimers.  

 

Figure 4.3.3. Procedure for simulation of mechanophore activation. 

 A local work analysis was performed to simulate the mechanophore activation in 

the composite, which showed that the number of activated mechanophores gradually in-

creased during the deformation test (Figure 4.3.3). Due to the vast difference in length 

scales experiment and atomistic simulation and the much greater strain rate of strain rate 

of 1010 s-1, the magnitude of yield strain and stress do not correlate well with the experi-

mental results, however, various other properties do correlate well. 

 Figure 4.3.4 shows the resulting stress-strain curves from the MD simulations for 

both the neat and Di-AC incorporated epoxies. From the experimental work, adding the 
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Di-AC particles depressed the yield strength by 11.5 MPa, and from the computational 

work, the particles depressed it by 12.5 MPa, in good alignment. The hybrid MD meth-

odology also captured the critical strain for mechanophore activation, before the yield 

strain, as seen in the left of Figure 4.3.4. For neat epoxy, the Young’s modulus was found 

to be 2.57 ± 0.06 GPa and 2.51 ± 0.3 experimentally and from simulations, respectively, 

with an error of 2.3%. For the 5 wt% Di-AC composite, the Young’s modulus was found 

to be 2.46 ± 0.06 GPa and 2.41 ± 0.3 GPa, respectively, with an error of 2.2%. Thus, the 

good correlation of the simulation and experimental results shows that the modeling 

framework can effectively guide the experimental design by estimating the effects of var-

iability in the design parameters on material properties with some level of accuracy. The 

fixed design parameters for the simulations included weight fraction, curing condition 

(temperature/pressure), types of epoxy resin/hardener and mechanophores, thus it is an-

ticipated that the simulations can be utilized to optimize design parameters to experimen-

tally improve material properties such as stiffness, toughness, sensitivity or intensity of 

mechanophore, self-healing capability, etc., while reducing the number of experiments. 

    

Figure 4.3.4. MD generated stress-strain curve vs. mechanophore activation plot for (left) 

5 wt% Di-AC and (right) of neat-epoxy and 5 wt% Di-AC. 
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4.4. Universal Stress-Sensing Dimeric Anthracene-based Mechanophore Particle Fillers 

Incorporated into Polyurethane Thermoset Matrices 

4.4.1. Formation and Material Properties of Di-AC Embedded PU Composites 

 Polymer mechanochemistry using mechanophores as stress sensors is a relatively 

new field, and little work has been done in the realm of thermosets. Following our previ-

ous work on a mechanophore particle reinforced epoxy matrix composite for damage 

precursor detection [181], we sought to prove the use of these novel particles as universal 

stress sensitive particles in thermoset matrices. There have only been a handful journal 

articles involving the incorporation of mechanophores into a polyurethane matrix, specif-

ically spiropyran, dioxetane, oxanorbornadiene, diarylbibenzofuranone, and rhodamine, 

and all used thermoplastic/elastomeric polyurethane, rather than a thermoset [10, 182-

186]. In elastomeric systems, the samples typically must be stretched to 100% or more of 

their initial length to activate the incorporated mechanophores, whereas we desire early 

damage detection of less than 4% strain in our systems. Polyurethane is an important en-

gineering polymer, due to its robust chemical and physical properties, and the tunability 

of these properties by varying the chosen chemistries. Elastomeric/thermoplastic polyure-

thane can additionally be synthesized to contain soft (long chain polyol) and hard (diiso-

cyanate groups and a chain extender) segments, and covalent mechanophore incorpora-

tion into these segments has been shown to be successful previously [182, 183, 185]. 

However, the particle incorporation method described in this work is synthetically more 

facile, as it simply involves mixing the mechanophore particles with the two parts of the 

polyurethane system to yield a particle reinforced composite with additional stress re-

sponsive capabilities. Additionally, this is the first study of an anthracene-functional 

mechanophore in a polyurethane matrix. 
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Figure 4.4.1. The top schematic shows an overview of the study, including photodimeri-

zation of the fluorescent AC monomer to the Di-AC particle mechanophore, followed by 

incorporation of the particles into a polyurethane matrix, with subsequent compression 

for the fluorescent mechanochemical activation. The bottom two confocal microscopy 

images show microtome sections of both the 2.5 and 5% Di-AC polyurethane composites 

to show the dispersion of the particles within the matrix. The scale bars are 25 μm. 

9-anthracene carboxylic acid (AC) was photodimerized in solution under UV light 

via [4 + 4] cycloaddition to form cyclooctane-type rings, with prominently head-to-tail 

structures [174]. A schematic of this reaction to form the dimerized 9-anthracene carbox-

ylic acid (Di-AC), which can be recovered as a pure white powder, can be seen in Figure 

4.4.1. Di-AC is a known mechanophore, with its cyclooctane-type dimer reverting back 

to the fluorescent anthracene form under an applied force [147, 181]. In this work, the 

recovered Di-AC powered was filtered through 10 μm filter paper to remove any large 

aggregates and capture Di-AC particles of a micro-scale particle size. Dynamic light scat-

tering (DLS) determined the particle size to have a Gaussian distribution for the diameter 

at 1512 ± 1328 nm. Figure 4.4.1 also shows the incorporation of the Di-AC particles into 
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a polyurethane matrix for fluorescent stress sensing under compression. The bottom two 

confocal microscopy images of Figure 4.4.1 show 1000 nm microtome sections of both 

the 2.5 and 5% Di-AC polyurethane composites, and the dispersion of the particles within 

the matrix can be seen. To form the mechanophore-embedded polyurethane composites, 

the Di-AC particles were first impeller mixed with the diisocyanate so that it would be 

evenly dispersed throughout the composite. The polyol was then impeller mixed into the 

diisocyanate-particle mixture to obtain a final homogenous mixture. This mixture was 

then poured into rubber molds, vacuum degassed, cured at room temperature overnight, 

following by thermal post curing. The compositions of 2.5 and 5 wt% Di-AC in the com-

posites was chosen as these were the least amounts of mechanophore that could be used 

to still generate the desired stress sensing signal. The least amount of mechanophore was 

desired as incorporating the particles into polyurethane interrupts the network formed be-

tween the diisocyanate and polyol when the polyurethane cures, impacting the resulting 

thermal and mechanical properties of the composites.  

Figure 4.4.2 shows the ATR-FTIR spectra of the pure Di-AC power mechano-

phore, the neat polyurethane, and the 2.5 and 5 wt% Di-AC PU composites in order to 

evaluate the chemical interaction between the Di-AC particles and the polyurethane ma-

trix. The use of ATR-FTIR allows for some quantitative analysis of the peak heights gen-

erated as the entirety of the light passing through the sample and the ATR diamond is 

able to be detected. As polyurethane forms its thermoset crosslinked network by the reac-

tion of diisocyanate groups with hydroxyl groups, it can be hypothesized that the diisocy-

anate groups can react with the –OH on the free carboxylic acid groups in Di-AC. 
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Figure 4.4.2. ATR-FTIR spectra of the pure Di-AC power mechanophore (black), the 

neat polyurethane (blue), and the 2.5 and 5 wt% Di-AC PU composites (red and green, 

respectively), with the main image being the range of wavenumbers from 1700 to 600 

cm-1 and the inset being the range of wavenumbers from 3500 to 2400 cm-1.  

As Di-AC is in a microparticle form, likely held together by hydrogen bonding between 

its molecules, the free carboxylic acid sites that could react with the diisocyanate groups 

would be on the surface of the particles. Even if only a portion of the carboxylic acid 

groups reacted with the polyurethane matrix, this covalently embedding of the particles 

into the matrix could enhance the particles mechanochemical response, as the defor-

mation of the matrix could more readily be transferred to the particles and interfacial ef-

fects would be lessened. The FTIR spectra in the inset of Figure 4.4.2 show this behavior, 

as the broad carboxylic acid –OH peak seen in Di-AC from 3400 – 2400 cm-1, is not seen 

in the Di-AC composite spectra, providing evidence that at least some of the Di-AC car-

boxylic acid groups have reacted with the matrix [187, 188]. In this region, it can addi-
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tionally be seen that the intensities of the alcohol –OH peak near 3317 cm-1 and the al-

kane C-H peaks from 3000 – 2800 cm-1 have been increased upon addition of the Di-AC 

particles. In the main image in Figure 4.4.2, multiple characteristic peaks can be ob-

served, including the enhancement of the C=O peak near 1695 – 1685 cm-1 with addition 

of the Di-AC particles, and the strong aromatic peaks at 685 and 633 cm-1 in the Di-AC 

spectra, not present in the neat polyurethane spectra, being faintly incorporated into the 

composite Di-AC PU spectra. In general, all peaks present in the neat polyurethane spec-

tra had an increased intensity when the Di-AC particles were added. 

 

Figure 4.4.3. Representative DSC scans showing the glass transition for the neat polyure-

thane (blue) and the 2.5 and 5 wt% Di-AC PU composites (red and green, respectively), 

with the resulting Tg values (as an average of 4 runs) inset on the top right.  

 The thermal and mechanical properties of the Di-AC embedded composites were 

then obtained in order to determine the effect of adding the mechanophore on these prop-

erties. Differential Scanning Calorimetry (DSC) was used to determine the glass transi-

tion temperature (Tg) of the various samples. Representative DSC scans for the neat and 
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Di-AC polyurethane composites can be seen in Figure 4.4.3, the Tgs were calculated at 

the step-wise transition in the curves using the TA Universal Analysis software. The av-

erage Tg values over 4 runs were 53.90 ± 1.66 °C, 37.89 ± 1.09 °C, and 40.95 ± 2.84 °C, 

for the neat, 2.5 wt% Di-AC, and 5 wt% Di-AC polyurethane samples, respectively. This 

results in a decrease of the Tg from the neat of approximately 13 to 16 °C for 5 and 2.5 

wt% particle addition, respectively. This Tg depression can be expected as the particles 

interrupt the thermoset network formation. 

 

Figure 4.4.4. Representative TGA curves showing the thermal decomposition of the neat 

polyurethane (blue) and the 2.5 and 5 wt% Di-AC PU composites (red and green, respec-

tively), with the resulting Td values (as an average of 4 runs) inset on the top right. 

Figure 4.4.4 shows representative Thermogravimetric Analysis (TGA) for the 

samples, with the corresponding Differential Thermal Gravimetry (DTG) curves in the 

inset left. These tests were run under nitrogen to eliminate weight loss due to oxidation, 

and thus purely capture the thermal decomposition of the bonds within the polyurethane 

samples. The main decomposition temperatures (Td) were found via the peaks in the 
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DTG curves, and were 352.02 ± 1.74 °C, 350.92 ± 1.26 °C, and 352.41 ± 2.92 °C, for the 

neat, 2.5 wt% Di-AC, and 5 wt% Di-AC polyurethane samples, respectively. These val-

ues are not statistically different from each other, thus the addition of the mechanophore 

particles did not significantly change the Td. It is worthwhile to note that the main Td of 

the pure Di-AC powder (prior to embedding) was found to be 244.50 ± 1.83 °C, which is 

relatively high and likely contributed to the particle addition not significantly affecting 

the Td of the embedded composite.  

 

Figure 4.4.5. DMA curves showing the Storage Modulus (green), Loss Modulus (blue), 

and Tan Delta (maroon) of the (a) neat polyurethane, (b) 2.5 wt% Di-AC composite, and 

(c) 5 wt% Di-AC composite, respectively. The inset table shows the average Tg and ρxl of 

the samples determined from the DMA curves.  
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 Dynamic Mechanical Analysis (DMA) can be used in addition to DSC to deter-

mine Tg values, as well as determine the crosslink density of the polyurethane samples 

(Figure 4.4.5). The DMA measures the storage and loss moduli of a sample by physically 

oscillating the sample, with the ratio of the two being defined as tan delta (tan δ). The 

peak of the tan δ curve is then used to determine the Tg value for the sample. From 

DMA, the Tg values over 4 runs of each sample were 75.34 ± 1.50 °C, 65.30 ± 2.71 °C, 

and 67.46 ± 2.15 °C, for the neat, 2.5 wt% Di-AC, and 5 wt% Di-AC polyurethane sam-

ples, respectively. This makes for an approximate depression of the Tg by 10 and 8 °C 

for the 2.5 and 5 wt% Di-AC composites from the neat, respectively. It should be noted 

that this depression is slightly less than what was seen with the DSC, and that all of the 

Tg values are greater with the DMA compared to the DSC. Additionally, there was an 

approximate 2 °C increase in the Tg for the 5 wt% Di-AC PU compared to the 2.5 wt% 

Di-AC PU. These results can be hypothesized to be from the mechanical determination of 

the Tg in DMA, rather than the thermal determination in DSC. This mechanical determi-

nation then can allow for some small particle reinforcement behavior in the 5 wt% value 

that was not seen in the DSC measurements. To calculate the crosslink density, the theory 

of rubber elasticity can be utilized [179], 𝜌𝑥𝑙 =
𝐺′

3𝑅𝑇
 , where 𝜌𝑥𝑙 is the crosslink density 

expressed in moles of elastically effective network chains per cm3 of sample, 𝐺′ is the 

rubbery plateau modulus, 𝑅 is the Gas Constant, and 𝑇 is the absolute temperature at 

which the rubbery plateau modulus is determined. The crosslink densities were thus cal-

culated to be 0.47 ± 0.01 × 103 mol/cm3, 0.23 ± 0.04 × 103 mol/cm3, and 0.21 ± 0.08 × 

103 mol/cm3, for the neat, 2.5 wt% Di-AC, and 5 wt% Di-AC polyurethane samples, re-
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spectively. Thus, there was a significant decrease in the crosslink density upon addition 

of the Di-AC particles due to the disruption of the polyurethane network formation.  

 

4.4.2. Mechanochemical Fluorescence Signal Generation for Damage Precursor Detec-

tion 

 A compressive force was used to apply measurable and repeatable damage to the 

thermoset polyurethane samples, and certain strain values were chosen to determine the 

resulting mechanochemical response. From these compression tests, stress-strain curves 

of the neat and composite polyurethane samples were generated to identify whether cer-

tain strain values were in the elastic or plastic deformation region of the curve, and to 

evaluate the change in the mechanical properties after Di-AC particle incorporation. Fig-

ure 4.4.6 shows the resulting stress-strain curves for all three sample types. The Young’s 

modulus values in the linear elastic region of the curve were found to be 1.48 ± 0.02 GPa, 

0.97 ± 0.10 GPa, and 1.27 ± 0.09 GPa for the neat, 2.5 wt% Di-AC, and 5 wt% Di-AC 

polyurethane samples, respectively. Thus, there was a notable decrease in the Young’s 

modulus upon 2.5 wt% particle addition, but recovery of some of this loss upon increas-

ing the particle content to 5 wt%. Similarly, the yield strength values were 62.19 ± 0.30 

MPa, 39.08 ± 0.78 MPa, and 50.93 ± 0.16 MPa for the neat, 2.5 wt% Di-AC, and 5 wt% 

Di-AC polyurethane samples, respectively. The depression of the Young’s modulus and 

yield strength values can be attributed to the particles disrupting the polyurethane net-

work, however, when 5 wt% particles are added, there is some particle reinforcement be-

havior, and thus some recovery of the mechanical properties.  
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Figure 4.4.6. Stress-strain curves for the neat polyurethane (red) and the 2.5 and 5 wt% 

Di-AC PU composites (red and green, respectively), with the lower right inset showing 

the resulting Young’s Modulus and Yield strength values. 

The selected strain values from the compression tests for the fluorescence imag-

ing were 0, 2, 4, 6, 10, and 15%, and representative images for these strains for both the 

2.5 and 5 wt% Di-AC composites can been seen in Figure 4.4.7a and b, respectively. 

These images were taken under excitation of 340–380 nm UV light, with a filter cube to 

capture the light emission between 435–485 nm. The 8-bit gray scale fluorescence imag-

es from the microscope were subsequently pseudocolored green with the built-in “Green” 

LUT in ImageJ, and all of the images seen in Figure 4.4.7 were further enhanced by in-

creasing both the brightness and contrast by 40% for better visualization of the increase 

in fluorescence with an increase of the strain applied. Correlating the selected strain val-

ues seen in Figure 4.4.7 with the compression test curves, 0% strain is prior to compres-

sion, to provide a baseline for the testing, and 2% and 4% strain are in elastic region, with 
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2% in the approximate middle of the region and 4% immediately before the yield point. 

6% strain is immediately after the yield point, and 10 and 15% strain are well into the 

plastic region. 

 

Figure 4.4.7. Representative fluorescence images for the mechanophore-embedded poly-

urethane composites identifying the strain values for which the images were taken, for (a) 

2.5 wt% Di-AC and (b) 5 wt% Di-AC. Scale bars are 50 µm. The images were pseudo-

colored green and the brightness and contrast were increased by 40% to enhance the vis-

ual analysis of the images. 

Comparing each strain value between the 2.5 and 5 wt% Di-AC composites, it can be 

seen that the 5 wt% Di-AC composite has slightly higher fluorescent emission overall 

compared to the 2.5 wt%, which is expected as some baseline fluorescence exists for the 

Di-AC mechanophore on its own, thus using more of it increases the overall fluores-

cence. For both weight percents studied, an obvious increase in the fluorescence for the 
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2% compared to the 0% strain can be seen visually, and this fluorescent increase can be 

seen with the increasing applied strain. This visualization of the fluorescence change at 

2% is a form of very early damage detection, as 2% strain is firmly in the elastic region 

of the stress-strain curve. Additionally, for 2.5 wt% Di-AC, in the 0 and 2% strain imag-

es, individual particles are not seen, but with the 4% strain and above, clear activated par-

ticle aggregates can be observed, along with the overall increase in the background fluo-

rescence. For the 5 wt% Di-AC, particle aggregates can be faintly observed in the 0% 

strain image, with their fluorescence increasing over the applied strain. This difference is 

simply due to the increase in particles used in the 5 wt% composite compared to the 2.5 

wt% composite.  

 

Figure 4.4.8. (a) Average fluorescence intensity values for each strain value calculated 

via ImageJ, for the 2.5 and 5 wt% Di-AC PU composites (red and blue, respectively). 

Each fluorescence intensity value was averaged over 32 pictures for each strain. (b) By 

normalizing both curves to the 0% strain value, the overlaying of the curves shows the 

same trend regardless of the weight fraction of Di-AC used. 
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In order to fully evaluate the functionality of the synthesized mechanophore-

embedded composites for damage precursor detection, quantification of the change in the 

fluorescence intensity with the applied strain was required, and can be seen in Figure 

4.4.8. To quantify the fluorescence intensity at each of the studied strain values, the 

“Measure” function in ImageJ was used on the raw 8-bit grayscale images obtained from 

the fluorescence microscope. The ImageJ software generated an average fluorescence 

intensity value for each of the images by taking the sum of the pixel values in the image 

and then averaging the intensity at each point. At each of the selected strain values from 

the compression tests, eight fluorescence microscopy images were taken for each sample, 

representative of the entire sample face. Four samples were used per each strain value (2 

each from 2 separate composite batches), thus each point seen in Figure 4.4.8 is the aver-

age of 32 fluorescence images with the corresponding standard deviation values. Rein-

forcing the qualitative trend seen with the fluorescence images in Figure 4.4.7, Figure 

4.4.8 clearly shows the enhancement in fluorescence with applied strain for both the 2.5 

and 5 wt% Di-AC composites. Figure 4.4.8a shows the raw fluorescence intensity values 

calculated from ImageJ, and it can be seen that the 5 wt% Di-AC composite indeed has a 

higher overall fluorescence, due to the increased amount of particles used. For both 

weight percents used, there is a marked increase in the fluorescence intensity between 0 

and 2% strain, with a lesser increase when moving up to 4 and 6% strain, leveling off af-

ter the 6% strain. This extreme increase in the observed fluorescence after only 2% strain 

shows this system’s capability for damage precursor detection, in which the sample has 

not been irreversibly deformed at all, but the clear fluorescent signal is present, even with 

a very low mechanophore particle concentration of 2.5 wt%. In our previous work with 
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Di-AC in epoxy, 5 wt% of the Di-AC particles were required to observe the mechano-

phore activation, and there was not such a clear signal at 2%, with 4% identified as the 

early damage detection point [181]. Additionally, the epoxy and polyurethane systems 

had similar starting fluorescence values comparatively, so it is hypothesized that this in-

crease in the fluorescent signal observed is due to some interaction with the Di-AC parti-

cles in polyurethane rather than epoxy, as discussed for the FTIR spectra for the Di-AC 

polyurethane composites in Figure 4.4.2 of this work. This is likely due to the possibility 

of some of the carboxylic acid groups on the surface of the Di-AC particles being able to 

react with the diisocyanate groups of the polyurethane, while the epoxide-amine reaction 

in epoxy is favored over reaction of the Di-AC carboxylic acid groups and the epoxide 

rings [189]. Covalent bonding of the particles to the polyurethane matrix would then 

cause an increased fluorescence response as any deformation to the matrix would be 

more efficiently transferred to the stress-sensitive particles, and interfacial effects would 

be lessened. Figure 4.4.8b shows the overlay of the 2.5 and 5 wt% Di-AC polyurethane 

curves by normalizing both curves to their respective 0% strain values, and there is very 

good agreement for all values between the two weight percents, especially for the 2% 

strain. This analysis shows that this behavior is intrinsic to the Di-AC particle mechano-

phore used, and not dependent on the weight fraction of particles. However, while the 

used of the lesser value of 2.5 wt% is appealing, the reduction in the thermal and mechan-

ical properties of these composites makes the use of the 5 wt% composites more desira-

ble, as the damage detection functionality is present with a comparative increase of the 

thermal and mechanical properties.  
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4.5. Stress-Sensing Thermoset Polymer Network via Grafted Cinnamoyl/Cyclobutane 

Mechanophore Units in Epoxy 

4.5.1. Formation of the Mechanophore-Grafted Self-Sensing Thermoset Network Polymer  

As previously mentioned, the incorporation of mechanophores into networked 

thermosets, such as epoxy, is notably missing from the mechanochemistry literature, 

which focuses on more traditional thermoplastics and elastomers. Thermosets find ubiq-

uitous use due to their excellent mechanical and physical properties, including in printed 

circuit boards, high-performance adhesives, military personal protective equipment 

(PPE), and various marine, aerospace, and other applications. Cured epoxy resins are 

generally quite brittle, with a propensity to crack if exposed to sufficient stress and strain, 

leading to irreversible damage such as microcracking. Several studies incorporate SP and 

other mechanophores into the backbone of linear, thermoplastic or elastomeric polymers 

such as PMA, causing the mechanophore activation in these systems to require a relative-

ly large deformation [190]. Also, when a mechanophore is incorporated into polymer 

chains, it requires an appropriate position relative to the polymer backbone, because 

mechanophores can only be force-activated if the force can be effectively transferred 

through the bulk material to individual chains, then to the cleavable bonds on the mech-

anophore units [191]. The networked polymer nature of thermosets thus provides a 

unique platform to study mechanochemistry, due to their ubiquitous use, superior physi-

cal properties, and unique molecular architecture. In this work, we proposed and com-

pleted the novel direct covalent grafting of photoactive mechanophore units into an epoxy 

matrix (a two-part network polymer), to create a self-sensing thermoset network, linked 

by both epoxide and mechanophore bonds. The goals of this work include being able to 

detect of microcracks by fluorescent spectroscopy, being able to link the degree of  
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Figure 4.5.1. (a) Chemical structure of a cinnamamide dimer di-substituted with the 

epoxy resin diglycidyl ether of bisphenol F. (b) ATR-FTIR spectra for the reaction of 

cinnamamide (chemical structure inset left) with DGEBF over reaction time, inset macro-

scopic image of the reaction solution over reaction time, inset ATR-FTIR spectra of the 

region between 3400 and 2900 cm-1. (c) ATR-FTIR spectra for the reaction of di-

cinnamamide (chemical structure inset left) with DGEBF over reaction time, inset macro-

scopic image of the reaction solution over reaction time, inset ATR-FTIR spectra of the 

region between 3400 and 2900 cm-1. 
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damage with the fluorescence quantum yield, early damage precursor detection, envi-

ronmental robustness, and excellent retention of the mechanical and thermal properties of 

the composite. This systematic and novel work will also provide further fundamental un-

derstanding of mechanochemistry as a whole. 

In our previous work, which utilized photodimerization of cinnamoyl functional 

groups to create cyclobutane stress-sensing moieties [159], the mechanophores were 

simply used as additives in the polymer blends, thus the self-sensing could only occur 

between the stress-sensing molecules, and any damage done to the matrix polymer could 

not be sensed, the fluorescent nature only serving as a signal to the damage. Another no-

table drawback of utilizing mechanophores as additives was the significant lowering of 

the glass transition temperature of the system, narrowing the temperature window in 

which the composite can be used. Thus, we proposed to overcome these limitations by 

the direct covalent incorporation of the mechanophore units into an epoxy network ther-

moset polymer to create a novel functionalized nanocomposite system.  

For this study, the mechanophore precursor chosen was cinnamamide (Cinn, 

chemical structure in Figure 4.5.1b inset left), as it is commercially available and its 

amine group can covalently bond to the epoxy resin chosen (diglycidyl ether of bisphenol 

F, DGEBF), in a similar matter to the crosslinking of the resin with the chosen hardener 

(diethylenetriamine, DETA) in the neat epoxy system. Cinnamamide is known to be able 

to form a cyclobutane type dimer (di cinnamamide, Di-Cinn, chemical structure in Figure 

4.5.1c inset left) under UV photoirradiation via [2 + 2] cycloaddition. Thus two routes are 

studied in this work for the mechanophore covalent incorporation into an epoxy matrix, 

the first being the reaction of the cinnamamide mechanophore precursor with DGEBF to 
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ensure covalent bond formation, with subsequent hardener addition. The epoxy mixture is 

then UV cured so that the cyclobutane mechanophore units can be formed via photodi-

merization, while the conventional resin-hardener curing is taking place. The second 

route is to first form di-cinnamamide in solution under UV light, then to react it with 

DGEBF, with subsequent hardener addition and conventional epoxy bond formation. In 

this second method, it is expected that more cyclobutane rings will be present in the final 

nanocomposite, as Di-Cinn is theoretically 100% dimerized prior to addition. In this 

route, the penetration depth for curing an epoxy sample and the UV curing efficiency do 

not play a role. In the Cinn-containing composite, this dimerization occurs in the viscous 

epoxy resin-hardener solution, and thus there is competition between the two types of 

crosslink formation as well as a physical impedance for the cinnamoyl groups to find 

each other in the mixture and dimerize, compared to simple dimerization in solution.  

To form the studied nanocomposites, the cinnamamide dimer was first synthe-

sized by dissolving cinnamamide in diethyl ether under magnetic stirring and a nitrogen 

purge. The solution was then photoirradiated with a 302 nm wavelength UV lamp for two 

days to carry out the [2+2] cycloaddition for the formation of the cyclobutane rings. The 

white Di-Cinn precipitate was then washed and dried to obtain a pure product. To form 

the studied nanocomposites consisting of covalently bonded 10 wt% cinnamamide or 10 

wt% di-cinnamamide in epoxy, each were first reacted with the resin to ensure the cova-

lent bond formation between the amine hydrogens in Cinn or Di-Cinn and the epoxide 

rings of DGEBF. This was performed by adding cinnamamide or di-cinnamamide to 

DGEBPF with dichloromethane as a solvent. This mixture was then heated at 40 ºC for 4 

hr under a nitrogen purge and magnetic stirring to promote the reaction between the 
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epoxide rings and the amine groups. The dichloromethane solvent was then removed un-

der reduced pressure and the diethylenetriamine hardener was added to each functional-

ized resin mixture, with the hardener/resin/mechanophore weight ratio calculated accord-

ing to the manufacturer’s recommendations and the epoxide/amine equivalent weight. 

The amount of mechanophore vs. epoxide crosslinks must be balanced in order to allow 

for the desired sensing signal while not depressing the thermal and mechanical properties 

of the matrix. These mixtures were then impeller mixed at room temperature until ho-

mogenous and subsequently poured into silicone rubber molds and allowed to cure over-

night at room temperature, with the cinnamamide epoxy being UV cured for 4 hr under 

365 nm light prior to leaving in darkness to complete the curing. Neat epoxy samples 

were prepared in a similar manner with a 100:27 ratio of resin to hardener.  

The chemical structure in Figure 4.5.1a shows a cinnamamide dimer di-

substituted with DGEBF, with the resin containing two active epoxide ring end groups 

than can covalently bond with an amine hydrogen active site. Theoretically, each amine 

from a cinnamamide group has two free active hydrogen sites that could participate in 

this reaction (with 4 total for a di-cinnamamide molecule), but as seen in Figure 4.5.1a, 

sterical hindrance of the reaction should be taken into account. Because the cinnamamide 

or di-cinnamamide first reacts with the resin molecule, there is a higher probability for 

increased covalent bonding to occur (compared to if this reaction happened in the epoxy 

in situ), however there is likely a higher substitution occurring with cinnamamide com-

pared to di-cinnamamide, due to the steric hindrance. Thus, to evaluate the amount of 

substitution, ATR-FTIR was performed on the reaction solutions of cinnamamide/di-

cinnamamide and DGEBF in dichloromethane, as seen in Figure 4.5.1b and c, respective-
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ly. Interestingly, in the reaction solutions for either chemistry, the primary amine hydro-

gen peaks representative of Cinn and Di-Cinn at 3367 and 3157 cm-1 (seen in Figure 

4.5.2a) are not present in the FTIR scans. However, there are other important functional 

group peaks present to evaluate the mechanophore-resin grafting over the reaction time. 

As the Attenuated Total Reflectance FTIR accessory was used on these samples, some 

quantitative analysis regarding the change in peak height over the reaction time can be 

made. For both the cinnamamide- and di-cinnamamide-resin reaction FTIR spectra in 

Figure 4.5.1b and c, important functional group peak changes over reaction time include 

a slight reduction of the 730 and 700 cm-1 peaks for the aromatic C-H bend, attributed to 

the change in aromaticity upon grafting; the dramatic increase of the peak at 1032 cm-1, 

for the formation of new C-OH bonds upon opening of the epoxide rings; an increase at 

1175 cm-1, again for the new C-OH stretch; a dramatic increase near 1237 cm-1 for the for 

the C-O-C ether stretch in DGEBF change in conjugation; a decrease at 1265 cm-1 for the 

removal of the C-O stretch in the epoxides; an increase at 1454 cm-1 for the C-H aliphatic 

hydrogens; and increases at 1490, 1508, and 1606 cm-1 for the benzene ring, due to its 

change in conjugation over the reaction time. In only the cinnamamide-resin reaction 

FTIR spectra, there is a dramatic reduction of the peak at 1140 cm-1, which can be corre-

lated to the loss of the C-N amine peak, specifically for primary amines [192-195]. 

In the inset spectra in Figure 4.5.1b and c showing the wavenumbers from 3400 

and 2900 cm-1, there is an overlaying of the peaks for the C-H bonds of the aromatics, 

alkanes, and epoxide rings. For both cinnamamide and di-cinnamamide, there is an in-

crease of the 3055, 2980, and 2924 cm-1 peaks, and for cinnamamide, there is a clear re-

moval of the 2976 and 3015 cm-1 peaks after the reaction is completed. As the conjuga-
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tion and interactions of the molecules can obscure the specific identification of theses 

peaks, the simple change in peak intensity and the removal of certain peaks in this region 

will provide the additional evidence of the procession of the mechanophore-resin reac-

tion, with the more defined evidence from the spectra at the smaller wavenumbers.  

A macroscopic viewing of the functionalization is additionally seen in the inset 

images of Figure 4.5.1b and c, which shows diluted reaction solution aliquots taken at 0, 

1, 2, 3, and 4 hr from left to right. At 0 hr, before the reaction occurred, both Cinn and 

Di-Cinn reaction solutions were colorless, due to the solubility of both in dichloro-

methane. However, after only 1 hr reaction, cinnamamide reaction solution turned fluo-

rescent opaque yellow, with the amount yellow color increasing as the reaction proceed-

ed. This color change is a visible signal of the resin-mechanophore functionalization, as 

the UV fluorescence of the cinnamamide is shifted to the longer visible wavelengths up-

on reaction with the large resin molecules. The di-cinnamamide reaction solution turned 

white and opaque as the reaction proceeded, with is expected as the functionalized di-

cinnamamide resin should not have intrinsic fluorescence unless the dimers are broken 

under a mechanical stress.  

The ATR-FTIR spectra of the pure cinnamamide crystals and di-cinnamamide 

power can been seen in Figure 4.5.2a, with the important primary amine hydrogen peaks 

at 3367 and 3157 cm-1. Other defining peaks for the spectrum include the C=O carbonyl 

stretch, and various aromatic peaks, below 1700 cm-1. Figure 4.5.2c shows the resulting 

ATR-FTIR spectra for the neat epoxy, and the 10 wt% Cinn and 10 wt% Di-Cinn epoxy 

nanocomposites, with the Cinn composite having undergone UV curing. A macroscopic 

image of the epoxy samples on a light blue background can be seen in the inset of Figure 
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4.5.2c, with the neat epoxy being translucent, the 10 wt% Di-Cinn epoxy being opaque 

white, and the 10 wt% Cinn epoxy being opaque yellow; the fluorescent yellow color of 

the Cinn composite being a visual indicator of its intrinsic fluorescence even before dam-

age is applied, due to the lower amount of cyclobutane formation as a result of UV di-

merization in curing epoxy mixture. In the neat and composite epoxy FTIR spectra, the 

clear, broad –OH peak near 3300 cm-1 is present, due to the opening of the epoxide rings 

during epoxy curing. It should be noted that the 10 wt% Di-Cinn composite spectrum ex-

hibits flattening out of this peak and small peak at 3350 cm-1 compared to the other spec-

tra, which can be evidence that the Di-Cinn composite still retains some of its amine hy-

drogens, likely only moving from the primary amine to the secondary amine form, due to 

the increase in the steric hindrance in the Di-Cinn-DGEBF reaction, as compared to the 

Cinn-DGEBF reaction. The smooth nature of the Cinn peak in the region implies that all 

or most of its amine hydrogens were removed during its reaction with the resin. This dif-

ference in the bonding between Cinn and Di-Cinn with the epoxy matrix can result in dif-

ferences in the mechanochemical response discussed below. Compared to the neat epoxy, 

the Cinn and Di-Cinn composites exhibit additional peaks at 2916 and 2846 cm-1, with an 

additional peak for Cinn at 2941 cm-1. These peaks are representative of newly present 

aromatic and alkane C-H bonds in the nanocomposites. Other important functional group 

peaks can be seen below 1700 cm-1, and are similar to the peaks discussed above in Fig-

ure 4.5.1. Overall, from the ATR-FTIR spectra of the reaction between the cinnamamide 

and di-cinnamamide and DGEBF, along with the spectra for the final nanocomposites, 

there is sufficient evidence for the covalent grafting of the mechanophore units into the 

thermoset epoxy network. 
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Figure 4.5.2. (a) ATR-FTIR spectra comparing cinnamamide (green) with di-

cinnamamide (orange). (b) Emission spectra the neat epoxy (black), 10 wt% Cinn epoxy 

(red), 10 wt% Di-Cinn epoxy (blue) for an excitation wavelength of 350 nm. (c) ATR-

FTIR spectra comparing the neat epoxy (black), with the 10 wt% Cinn epoxy (red) and 

10 wt% Di-Cinn epoxy (blue), with the inset image showing the neat epoxy, the 10 wt% 

Di-Cinn epoxy, and the 10 wt% Cinn epoxy samples (from left to right). 

Figure 4.5.2b shows the comparison of the fluorescent emission for the neat 

epoxy, and the Cinn and Di-Cinn composites under 350 nm excitation, with each curve 

normalized to its maximum emission. Both the neat and Di-Cinn epoxy samples have 

similar emission with the maximum between 370 and 470 nm, while the Cinn epoxy have 

its maximum emission at the higher wavelength range of 500 to 600 nm. This confirms 

the macroscopic fluorescent visualization of the composite samples mentioned above, 
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and as the emission wavelengths gathered in the subsequent fluorescence microscopy im-

aging are between 500 and 550 nm, it is expected that the neat and Di-Cinn samples will 

have a much lower intrinsic or baseline fluorescence as compared to the Cinn samples. 

 

4.5.2. Effects of Mechanophore-Grafting on the Nanocomposite Material Properties  

As the newly formed nanocomposites feature covalent incorporation of the mech-

anophore units, it is desired to evaluate their effect on the material properties. Differential 

Scanning Calorimetry (DSC) was used to determine the glass transition temperature (Tg) 

of the neat and mechanophore incorporated samples. A representative DSC scan for the 

neat epoxy can be seen in Figure 4.5.3a, with scans for the 10 wt% Cinn and Di-Cinn 

composites in Figure 4.5.3b. The Tg values were calculated at the step transition in the 

curves with the TA Universal Analysis software. The average Tg values over 4 runs were 

47.85 ± 3.01 °C, 41.46 ± 0.82 °C, and 42.28 ± 1.22 °C, for the neat, 10 wt% Cinn, and 10 

wt% Di-Cinn samples, respectively. This results in a decrease of the Tg from the neat of 

approximately 6 °C for both the mechanophore nanocomposites. This Tg depression can 

be expected as the newly formed mechanophore bonds are not as thermally stable as the 

neat epoxy network, however a 6 °C lowering relatively low compared to other work re-

garding mechanophore incorporated composites. Figure 4.5.3c shows SEM images of the 

neat and composite samples, with some difference in the surface morphology observed, 

but not a significant enough different to imply phase separation. Additionally, as the DSC 

scan only reported one Tg, it is additionally confirmed that the mechanophore units are 

successfully grafted and miscible with the matrix.  
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Figure 4.5.4. Representative TGA curves showing the decomposition of neat epoxy 

(black), and the 10 wt% Cinn (red) and 10 wt% Di-Cinn (blue) epoxy composites, with 

the resulting major Td values (as an average of 4 runs) inset on the top right. The inset 

left shows the respective DTG curves to determine the Td values.  

Figure 4.5.4 shows representative Thermogravimetric Analysis (TGA) for the 

samples, with the corresponding Differential Thermal Gravimetry (DTG) curves in the 

inset left. These tests were run under nitrogen to prevent weight loss due to oxidation, 

and thus purely capture the thermal decomposition of the bonds within the epoxy sam-

ples. The main decomposition temperatures (Td) were found via the tallest peaks in the 

DTG curves, and were 349.10 ± 3.77 °C, 363.91 ± 1.72 °C, and 369.09 ± 2.26 °C, for the 

neat, 10 wt% Cinn, and 10 wt% Di-Cinn samples, respectively. The addition of the 

mechanophore did shift the main decomposition temperature higher than the neat by ap-

proximately 15 to 20 °C, for the Cinn and Di-Cinn mechanophores, respectively. Howev-

er, there is a notable weight loss in the mechanophore containing composites of approxi-

mately 20% from 90 to 310 °C, followed by the main degradation. From the DTG curves, 
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it also appears that there are two small peaks before the main Td at 120 and 236 °C. The 

Td values of the pure cinnamamide and di-cinnamamide (prior to embedding) were found 

to be 249.15 ± 1.24 °C and 251.68 ± 7.45 °C, respectively, and occurred in one sharp de-

composition step, with little to no weight loss before 200 °C. This degradation of the 

mechanophores themselves help to explain the second slight decomposition step near 236 

°C in the composites, thus the first small decomposition step near 120 °C is likely due to 

the breaking of the bonds between the mechanophore units and the epoxy matrix. This 

step is more pronounced in the Di-Cinn sample, and is likely due to the lessened conjuga-

tion of the dimer with the matrix initially, due to di-substitution of the dimers, rather than 

the full substitution seen with the cinnamamide-resin reaction.  

In addition to DSC to determine Tg values, Dynamic Mechanical Analysis 

(DMA) can be used, with representative curves seen in Figure 4.5.5. The peak of the tan 

delta (tan δ) curve in DMA is used to determine the Tg value for the sample, with tan δ 

being defined as the ratio between the loss and storage moduli. From DMA, the Tg val-

ues over 4 runs of each sample were 60.83 ± 1.50 °C, 52.66 ± 2.80 °C, and 52.23 ± 2.05 

°C, for the neat epoxy, and the 10 wt% cinnamamide di-cinnamamide composites, re-

spectively. This makes for a lowering of the Tg from the neat by about 9 °C for the 

mechanophore grafted samples, with the mechanophore grafted samples having statisti-

cally similar Tg values. It should be noted that this depression is slightly more than what 

was seen with the DSC, and overall, all of the Tg values are greater with the DMA com-

pared to the DSC. These results can be hypothesized to be from the mechanical determi-

nation of the Tg in DMA, rather than the thermal determination in DSC.  
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Figure 4.5.5. DMA curves showing the Storage Modulus (green), Loss Modulus (blue), 

and Tan Delta (maroon) of the (a) neat epoxy, (b) 10 wt% Cinnamamide composite, and 

(c) 10 wt% Di- Cinnamamide composite, respectively. The inset table shows the average 

Tg and ρxl of the samples determined from the DMA curves. 

DMA can also be used to calculate crosslink density for a given sample, accord-

ing to the theory of rubber elasticity [179], 𝜌𝑥𝑙 =
𝐺′

3𝑅𝑇
 , where 𝜌𝑥𝑙 is the crosslink density 

expressed in moles of elastically effective network chains per cm3 of sample, 𝐺′ is the 

rubbery plateau modulus, 𝑅 is the Gas Constant, and 𝑇 is the absolute temperature at 

which the rubbery plateau storage modulus is determined. The crosslink densities were 

thus calculated to be 0.73 ± 0.01 × 103 mol/cm3, 0.55 ± 0.02 × 103 mol/cm3, and 0.63 ± 

0.09 × 103 mol/cm3 for the neat epoxy, and the 10 wt% cinnamamide di-cinnamamide 
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composites, respectively. Similar to the other thermomechanical property comparisons, 

the neat epoxy was expected to be more highly crosslinked, with the Di-Cinn being more 

crosslinked than the Cinn due to the cyclobutane crosslinks being formed prior to addi-

tion into the epoxy. 

 

4.5.3. Compressive Mechanochemical Activation and Observed Fluorescent Response  

To evaluate the mechanochemical response of the mechanophore-grafted nano-

composites, compression tests were used to apply repeatable and quantifiable damage to 

the thermoset samples. From these compression tests, stress-strain curves were obtained 

for each of the different sample types, as seen in Figure 4.5.6. The Young’s modulus val-

ues were calculated from the slope in the linear elastic region of the curves, and were 

found to be 2.21 ± 0.01 GPa, 1.36 ± 0.09 GPa, and 1.89 ± 0.09 GPa for the neat epoxy, 

10 wt% Cinn and 10 wt% Di-Cinn epoxy composites, respectively. Thus, there was a no-

table decrease in the Young’s modulus upon 10 wt% cinnamamide mechanophore incor-

poration, but the use of 10 wt% di-cinnamamide notably increases the Young’s modulus 

value. Similarly, the yield strength values were 95.61 ± 1.26 MPa, 57.32 ± 0.73 MPa, and 

77.44 ± 1.77 MPa for the neat, 10 wt% Cinn, and 10 wt% Di-Cinn epoxy samples, re-

spectively. This increase in the mechanical properties when Di-Cinn is used as opposed 

to Cinn is, again, likely due to the higher crosslink density in the Di-Cinn composites 

from the mechanophore cyclobutane dimers being formed prior to incorporating in to the 

epoxy mixture.  
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Figure 4.5.6. Stress-strain curves for the neat epoxy (black), and the 10 wt% Cinn (red) 

and 10 wt% Di-Cinn (blue) epoxy composites, with the lower right inset showing the re-

sulting Young’s Modulus and Yield strength values.  

Fluorescence microscopy was then used in tandem with the compression tests to 

evaluate the fluorescent response of the self-sensing thermoset network composites, with 

fluorescence images taken at the strain values of 0, 2, 4, 6, 10, and 15%. From the com-

pression test curves, 0% strain is the baseline value prior to compression, while 2% and 

4% strain are in elastic region, with 4% immediately before the yield point. 6% strain is 

immediately after the yield point, and 10 and 15% strain are well into the plastic region. 

Representative images for the selected strain values for the 10 wt % Cinn and Di-Cinn 

epoxy nanocomposites can be seen in Figure 4.5.7a and b, respectively. These images 

were taken under excitation of 340–380 nm UV light, capturing the fluorescent emission 

between 500–550 nm. The raw 8-bit gray scale fluorescence images were pseudocolored 

green and the brightness and contrast were increased by 40% for better visualization in 
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Figure 4.5.7. It can be clearly seen that the 10 wt% Cinn composite has a much higher 

fluorescent emission overall compared to the 10 wt% Di-Cinn composite, which was fur-

ther confirmed by the macroscale visualization of the samples and the fluorimeter data.  

 

Figure 4.5.7. Representative fluorescence images for the mechanophore-embedded 

epoxy composites identifying the strain values for which the images were taken, for (a) 

10 wt% Cinnamamide and (b) 10 wt% Di-Cinnamamide. Scale bars are 50 µm. The im-

ages were pseudocolored green and the brightness and contrast were increased by 40% to 

enhance the visual analysis of the images. 

This reinforces the hypothesis that the cinnamamide groups in this composite are much 

less crosslinked, and less mechanically sensitive cyclobutane units are formed, than when 

the di-cinnamamide is incorporated into the epoxy. For both of the composites studied, 

there is an overall increase in the fluorescence with an increase of the strain applied, 

however, there is not a clear difference between the 0, 2, and 4% strains, which would be 
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required for damage precursor detection. There seems to be a noticeable difference be-

tween the 4 and 6% strain values, thus quantification of the fluorescence via ImageJ was 

performed to analyze the phenomenon further.  

 

Figure 4.5.8. Average fluorescence intensity values for each strain calculated via ImageJ 

from the obtained fluorescence microcopy images, with each point being an average of 

20 images and 2 samples per batch. (a) Upper left inset shows the raw fluorescence inten-

sity data for 2 batches of the 10 wt% Cinn epoxy composite, while the main image shows 

the overlay of the two curves by normalizing the intensity to the 0% strain value. (b) Raw 

fluorescence intensity data for 2 batches of the 10 wt% Di-Cinn epoxy composite, show-

ing good agreement between the batches. 

For each sample analyzed, the ten fluorescence images were taken representative 

of the sample face and the ImageJ software calculated average fluorescence intensity val-

ues for each image. For each composite batch made, two samples for each strain percent-

age would be analyzed, thus each point shown in Figure 4.5.8 is an average of 20 images. 

The upper left inset of Figure 4.5.8 shows the raw fluorescence intensity data for 2 batch-

es of the 10 wt% Cinn epoxy composite, which were found to have slightly different fluo-

rescence intensity values initially, likely due to the variation in the UV curing of the 
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epoxy samples, which could be attributed to the light penetration depth, among other fac-

tors. However, when the curves are overlaid by normalizing the intensities to the 0% 

strain value, there is good agreement in the shape of the curve and the strains at which 

damage can be detected, as seen in the main image of Figure 4.5.8a. There is no signifi-

cant different in the fluorescent intensity values between the 0, 2, and 4% strains, but 

there is a marked increase in the fluorescence intensity at the 6% strain mark, which is 

immediately after the yield point, and can serve as early damage detection. The 10 and 

15% strain values show a further increase in the intensity with the applied strain, as ex-

pected. 

Similarly, Figure 4.5.8b shows the raw fluorescence intensity data for two batches 

of the 10 wt% Di-Cinn epoxy composite, with no normalization, showing good agree-

ment between the batches. Both batches has nearly identical starting fluorescences, and 

there is not a significant increase in the intensity for the batches for 2 or 4% strain. How-

ever, akin to the 10% Cinn composite batches, there is a marked statistical increase in the 

fluorescence at the 6% strain, with the intensity increasing with the application of 10 or 

15% strain. This early damage detection at 6% strain reinforces our previous work, which 

involved photodimerization of cinnamoyl functional groups to create cyclobutane stress-

sensing moieties within polymer blends of crosslinked-cyclobutane containing polymers 

and epoxy [159]. Thus, despite covalent incorporation into the epoxy network, there is 

not an improvement in the occurrence of the fluorescent response, likely due to the limi-

tation of the cinnamoyl chemistry in terms of its fluorescence quantum yield. This shows 

that Cinn or Di-Cinn can be covalently grafted into a thermoset epoxy network and can 

additionally be used as a stress-responsive mechanophore via fluorescent signal genera-
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tion, and that applying increasing strain increases the fluorescence emission, due to the 

breaking of the formed cyclobutane dimers, causing reversion to the fluorescent mono-

meric form.  

To improve on the early damage detection scheme and sense earlier on in the 

stress-strain curve, the mechanophore chemistry would have to be change. A similar reac-

tion scheme to the Cinn/Di-Cinn systems could take place with an amine containing an-

thracene moiety, such as 2- or 9-aminoanthracene, to form a grafted thermoset matrix 

while reaping the benefits of the anthracene chemistry. This would ultimately form cy-

clooctane as the force-responsive unit, and as previously mentioned, anthracene would be 

expected to offer the advantage of early damage precursor detection over the cinnamoyl 

mechanophores stemming from the enhanced fluorescence quantum yield and the previ-

ous results with the Di-AC particles.  

Additionally, molecular dynamics simulations are being performed in tandem to 

the experimental work to observe grafting at the nanoscale and to help ascertain which 

mechanophores would be more easily activated, how much mechanophore must be incor-

porated to achieve the desired fluorescent signals, and what effect certain weight percent-

ages of mechanophore incorporation will have on the overall the material properties. To 

perform this comparison, several characterization methods are being utilized, with the 

glass transition temperature of the resulting epoxy networks experimentally and as calcu-

lated by MD as one example. Similarly, the experimentally measured Young’s modulus 

from the stress/strain test and the elastic modulus and crosslink density will also be com-

pared to those generated from the simulations. 
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CHAPTER 

5. SUMMARY AND PROPOSED WORK 

5.1. Summary 

Mechanochemistry is still a relatively new and exciting field, and the pervasive 

nature of damage makes it an important one, with thermoset composites being rarely 

studied for stress sensing. We successfully synthesized, characterized, and applied dimer-

ic 9-anthracene carboxylic acid (Di-AC)-based mechanophore particles to form stress 

sensing particle reinforced epoxy matrix composites, with Di-AC having never been ap-

plied as a mechanophore on its own previously, and compared them with our cyclobutane 

polymer blends. The particles were found to have a regular 1.5 μm diameter, and the re-

action of AC to Di-AC was thoroughly studied via NMR, FTIR, UV-vis, and fluores-

cence spectroscopy. The 5 wt% Di-AC embedded epoxy composites were found to have 

a slightly lower Tg in the DSC scans, but highly comparable materials properties when 

studied with the TGA, DMA, and compression test. Under the applied stress, the cyclooc-

tane-rings in the Di-AC particles reverted back to their fluorescent anthracene monomeric 

form, which linearly enhanced the overall fluorescence of the composite in response to 

the applied strain. The fluorescent signal further allowed for stress sensing in the elastic 

region of the stress-strain curve, which is considered to be a form of damage precursor 

detection. MD simulations of the Di-AC composites were compared to the experimental 

work and yielded additional knowledge about the nanoscale mechanophore activation. 

Overall, the incorporation of Di-AC to the epoxy matrix created a robust composite sys-

tem with a minor deviation from the mechanical and thermal properties of the neat epoxy, 

with the much-desired added benefit of stress sensing and damage precursor detection. 
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We then extended the work by employing the Di-AC microparticles in a thermo-

set polyurethane matrix to study their application as universal stress-sensing fillers in 

network polymer matrix composites. Under a compressive force, there was bond break-

age in the mechanically weak cyclooctane photodimers of Di-AC, such that there is re-

version to the fluorescent anthracene-type monomers. This fluorescent emission was then 

correlated to the applied strain, and the precursors to damage were detected with a no-

ticeable fluorescent signal change at an applied strain of only 2%. This early damage de-

tection was additionally possible at very low particle loadings of 2.5 and 5 wt%, with the 

5 wt% loading showing enhanced material properties compared to the 2.5 wt%, due to 

particle reinforcement in the composite. Overall, the synthesis of Di-AC as a stress-

sensitive particle filler allows for facile addition of advanced functionality to these ubiq-

uitous thermoset composites. 

We then proposed and completed the novel direct covalent grafting of photoactive 

mechanophore units into an epoxy matrix, to create a self-sensing thermoset network, 

linked by both epoxide and mechanophore bonds. The mechanophore precursor chosen 

was cinnamamide (Cinn), as its amine group can covalently bond to the epoxy resin cho-

sen, in a similar matter to the crosslinking of the resin with the chosen hardener in the 

neat epoxy system. Cinnamamide is known to be able to form a cyclobutane type dimer 

(di cinnamamide, Di-Cinn) under UV photoirradiation via [2 + 2] cycloaddition. Thus 

two routes were studied for the mechanophore covalent incorporation into an epoxy ma-

trix, the first being the reaction of the cinnamamide mechanophore precursor with 

DGEBF to ensure covalent bond formation, with subsequent hardener addition. The 

epoxy mixture is then UV cured so that the cyclobutane mechanophore units can be 
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formed via photodimerization, while the conventional resin-hardener curing is taking 

place. The second route is to first form di-cinnamamide in solution under UV light, then 

to react it with DGEBF, with subsequent hardener addition and conventional epoxy bond 

formation. In this second method, there were more cyclobutane rings present in the final 

nanocomposite, as Di-Cinn was theoretically 100% dimerized prior to addition, and this 

effected the resulting material properties of the composites. Overall, both the routes of 

mechanophore incorporation were successful in creating grafted, self-sensing thermoset 

network composites, which were capable of early damage detection via fluorescent emis-

sion.  
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5.2. Proposed Work 

5.2.1. Cycloalkane Mechanophore Application to Carbon-containing Composites at the 

System Level via Fourier Transform Infrared Spectroscopy (FTIR) Sensing 

To the best of our knowledge, stress-sensing mechanophores, functioning by fluo-

rescent emission or a color change, have not been fully applied to the carbon-embedded 

composite system level as early damage detectors. This application would be highly de-

sired as the embedded material in these composites, including carbon fibers, carbon 

black, and carbon nanotubes, are widely used due to their enhanced mechanical, thermal, 

and electrical properties, as previously discussed. Our group has successfully applied cy-

clobutane- and cyclooctane-based mechanophore sensors for damage detection as blends 

and particles in epoxy matrices, which worked well due to the transparent nature of the 

epoxy. The fluorescent signals upon damage are readily observed when the matrix medi-

um remains translucent. The application of this sensing mechanism to structural compo-

sites presents additional challenges, especially when the fillers are black, quenching the 

fluorescent signals. Current damage quantification schemes for carbon-containing com-

posites include electrical resistance/impedance tomography [196, 197], ultrasound [198], 

x-ray reflection topography [199], and thermography [200-202]. However, these methods 

often require probes to be attached to the sample, the samples removed from their use, or 

cannot detect damage precursors. Additionally, the penetration depth of the damage de-

tection in the mechanophore-embedded composites create by our group remains unclear. 

Further understanding of this phenomenon is key to assessing overall damage of these 

composites. Thus, the study of the mechanophore responsiveness and penetration depth 

of the fluorescent signals with samples of increasing thickness and various embedded 
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carbon-based materials would allow for the system level application of these sensors. 

Additionally, the ease of incorporation and sensing, robustness, and functionality of the 

synthesized mechanophore sensors should be further investigated.  

 

Figure 5.2.1.1. FTIR spectra of solution cast PVCi on a KBr disk before and after pho-

toirradiation.  

In our current work, we apply stress to break the cyclobutane/cyclooctane rings in 

the mechanophore units and subsequently revert back to the fluorescent cin-

namoyl/anthracene moieties, observing this fluorescence via fluorescent microscopy. In 

order to overcome the challenge for system level application of carbon black, nanotubes 

or fibers, we propose the use of Attenuated Total Reflectance Fourier Transform Infrared 

Spectroscopy (ATR-FTIR) as an alternative method to observe the stress induced signal 

produced by the mechanophore. As mentioned previously, visible light detection methods 

are not feasible for stress sensing in these carbon-based composites; however, FTIR has 

been applied as a means for probing the chemistry of carbon-based composites, although 

it has not been previously used for stress sensing [203]. 
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ATR-FTIR was developed by J. Fahrenfort in 1961, in which a crystal of high re-

fractive index is placed in contact with a sample, and a beam of infrared light passes from 

the crystal and into the sample several times in an evanescent wave[204]. The entirety of 

the reflections is then collected for the 2 to 4 micron control volume probed. This method 

allows for quantitative analysis to be generated from the resulting spectra, in that the 

ATR-FTIR spectral peak ratios can be proportional to concentration of certain bonds 

based on height of the peak [205]and area underneath the peak [206]. This method has 

been successfully used to study and compare conformational changes of proteins in solu-

tion [207, 208] and mixtures of pharmaceutical polymorphs [209]. An IR microscope 

could be additionally used to generate 2D spectra of the damaged surface to pinpoint the 

damaged areas, and complementary data can be gathered via FT Raman Spectroscopy. 

We perform FTIR in our mechanophore work to confirm the formation of the mechano-

phore units during UV curing, with Figure 5.2.1.1 showing the curves for the poly(vinyl 

cinnamate) (PVCi) mechanophore. Before photoirradiation of PVCi, peaks at 1711 and 

1635 cm−1 are present, and correspond to the conjugated C=O and C=C stretching vibra-

tions of the cinnamoyl monomer. After photoirradiation, the C=C peak reduces drastical-

ly due to the formation of the cyclobutane rings by photodimerization at the alkene posi-

tion. Additionally, the C=O peak shifts to a higher wavenumber with decreasing absorb-

ance, which is attributed to the loss of π–conjugation from the C=C double bond [159].  

It is thus hypothesized that the comparison of the FTIR spectra before and after 

damage should show the recovery of the conjugated cinnamoyl group by reappearance of 

the C=C peak and shifting of the C=O, and by fixing the penetration depth of the incident 

IR beam via ATR-FTIR, the location and intensity of the characteristic peaks can be cor-
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related to the amount of damage. Additionally, it will be explored whether it is possible 

to quantify mechanophore activation based on peak ratios and the area under the peaks in 

the ATR-FTIR spectra. As a preliminary experiment, 10 wt% PVCi was incorporated into 

an epoxy blend, due to the ease of acquisition and incorporation of this mechanophore, 

and the ATR-FTIR spectra of irradiated and compressed samples were compared, as seen 

in Figure 5.2.1.2.  

 

Figure 5.2.1.2. FTIR spectra of 10 wt% PVCi epoxy blend, blue: without photoirradia-

tion, orange: after photoirradiation and before compression, gray: after photoirradiation 

and after 15% strain compression. 

 For the all spectra, the rubber band baseline correlation was used and all of the 

peaks were scaled to an aromatic C=C peak at 1508 cm-1, as it was found not to vary with 

irradiation or compression. For the not irradiated samples, the peaks at 1711 and 1635 

cm−1 for C=O and C=C are clearly present, and after photoirradiation, the 1711 cm−1 for 

C=O was seen to shift and the C=C peak disappeared, as expected. After compression of 
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the irradiated sample to 15% strain, the C=O peak was seen to remain shifted, and there 

was some recovery of the C=C peak, alluding to the cyclobutane ring breakage and cin-

namoyl reversion. This preliminary data will be compared to further batches and addi-

tionally compared to an epoxy control, in order to confirm the result. The factors of scal-

ing peak selection and the creation of ratios of peak heights, area under the curves, and 

peak shifts, will be fully considered in order to yield reliable FTIR signal vs. strain rela-

tionships for damage quantification. Additionally, 0.5% of carbon black or carbon nano-

tubes will be added to the 10 wt% PVCi epoxy composites to evaluate the presence of the 

signal with these black, fluorescence quenching materials, in order to realize the entire 

goal of the study. Alternatively, Di-AC mechanophore particle can be incorporated as the 

mechanophore as they may be more appropriate for enhanced signal detection and dam-

age precursor detection. This route, consisting of ATR-FTIR for stress sensing in carbon-

containing composites would allow for the first successful experimental application of 

these types of mechanophores at this system level and a novel damage detection scheme, 

with goals for early damage detection.  

 

5.2.2. Synthesis of “Smart” Polymer Metal-Organic Frameworks (polyMOFs) 

Metal-organic frameworks (MOFs) are porous, crystalline materials with metal 

ions/clusters and organic ligands as building blocks to form 2D or 3D frameworks.  [210-

212] Their unique porous and hybrid nature makes them excellent materials for various 

catalytic, gas absorption, and separation applications, among a multitude of others.  [213-

215] A very recent development in the MOF research field has been the synthesis of pol-

ymer-metal-organic frameworks (polyMOFs), in which linear, amorphous polymers were 
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used as the organic-ligand portion of the MOF to go from a simple one-dimensional line-

ar polymer scheme to a 3D, organized, crystalline MOF network, with only a handful of 

studies being currently published.  [216-218] Figure 5.2.2.1 shows a comparison of the 

synthesis of dimeric and polymeric ligands for MOF formation, we the brominated chain 

being the site of polymer incorporation into the ligand. With this new development in 

MOF chemistry, we propose the novel synthesis of “smart,” environmentally responsive 

MOFs via the incorporation of temperature, pH, and stress responsive polymer units into 

the frameworks.  

 

Figure 5.2.2.1. Schematic of the formation of dimeric and polymeric-ligands for MOF 

formation (top and bottom, respectively). [216] 

Our research group focuses on environmentally responsive polymer systems, in-

cluding thermally responsive, pH responsive, and stress responsive, among others.  [159, 

181, 219, 220] Our thermally responsive polymer of choice has been poly(N-

Isopropylacrylamide) (polyNIPAM), which exhibits a transition temperature at 32 °C, in 

which the polymer shrinks due to a coil to globule transformation causing by a change in 
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the hydrogen bonding interactions.  [221] One of the pH responsive monomers studied 

has been dimethylaminopropyl methacrylamide (DMAPMA), which, when co-

polymerized with NIPAM, adds the pH responsive functionality due to changes in the 

charge state. This dissertation contains more details of the stress-responsive mechano-

phores studied by our group, which can also be incorporated into a MOF scheme. There 

has only been one journal article combining both the functionality of MOFs and envi-

ronmentally responsive polymers, and the author’s simply synthesized MOF particles 

with thermally responsive polymers grafted on their surfaces, rather than incorporating 

the “smart” polymers within in MOF network itself. [222] 

 

Figure 5.2.2.2. Synthesis scheme for a temperature-responsive polymer ligand for poly-

MOF formation. 

Figure 5.2.2.2 shows a synthesis scheme for a temperature-responsive polymer 

ligand for polyMOF formation by brominating polyNIPAM and adding carboxylic acid 

containing MOF ligands to the end groups. Additionally, pH responsiveness can been 

added by using both NIPAM and DMAPMA in the organic ligand, as seen in Figure 

5.2.2.3. Mechanochemistry has been used in the synthesis of MOFs, in reaction schemes 

involving grinding, etc., but little work has been done regarding stress-responsive MOFs 

than can emit a measureable signal upon applied damage.  [223] Poly(vinyl cinnamate) 

(PVCi) could thus be brominated and UV dimerized within the MOF to create stress-
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responsive cyclobutane units. Additionally, the mechanophore dimeric 9-anthracene car-

boxylic acid (Di-AC) could be used on its own as a stress-responsive MOF linker due to 

it containing reactive carboxylic acid groups. Overall, the addition of environmentally 

responsive polymers and functional groups into the MOF research field allows for novel 

discoveries and new possibilities for applications in a multitude of fields. 

 

Figure 5.2.2.3. Synthesis scheme for a pH-responsive polymer ligand for polyMOF for-

mation.  
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APPENDIX A  

PARTICLE SELF-ASSEMBLY AT IONIC LIQUID-BASED INTERFACES 
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1. Introduction 

Self-assembly is a unique phenomenon in which objects interact with each other 

to exhibit a degree of order or structure. The liquid-liquid interface offers a unique self-

assembly platform, providing both flexibility and 2D confinement. Traditionally, surfac-

tants have taken the spotlight in these systems, self-assembling at oil-water interfaces 

with hydrophobic tails immersed in the oil phase and with hydrophilic heads immersed in 

the water phase [224, 225]. Self-assembly occurs as the surfactant molecules migrate 

from the bulk phase to the more confined, but energetically favorable, interface. The key 

is that the surfactants have the right functionality and size to interact with both phases 

simultaneously. Surfactants, however, are not the only species with this capability; solid 

colloidal particles can also equilibrate at the liquid-liquid interface due to their dual-

wettability.  

Being much larger than surfactant molecules (in general), particles are subject to 

capillary forces at liquid-liquid interfaces. At these interfaces particles can spontaneously 

self-assemble to form novel and useful microstructures. This process is governed by the 

fact that solid particles adhere to the interface with an adhesion energy, ∆𝐺, as described 

in Equation A1. 

 ∆𝐺 = 𝜋𝛾𝑟2(1 ± 𝑐𝑜𝑠𝜃) (A1) 

where 𝛾 is the interfacial tension, 𝑟 is the particle radius, and 𝜃 is the 3-phase con-

tact angle depicted in Figure A1(a). For micron-sized particles, this adhesion energy can 

be on the order of 106 kT [226]. After adsorption, the self-assembly process is governed 

by inter-particle interactions. This phenomenon is widely studied and excellent literature 
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on the mechanisms and applications are available [227-229]. The most common applica-

tion, however, is Pickering emulsions. These are emulsions where instead of surfactants, 

solid particles self-assemble at the droplet surfaces and provide stability. Since these 

emulsions provided the primary experimental template for this review, a brief overview 

follows. 

Pickering emulsions are surfactant-free systems in which colloidal droplets, typi-

cally oil-in-water, are stabilized against coalescence by a protective “armor” of solid par-

ticles. Their formulation is fairly straightforward and the droplet surfaces provide excel-

lent liquid-liquid interfaces over which to examine particle self-assembly via microscopy. 

Ramsden [230] and Pickering [231] were the first to observe this type of emulsion in the 

early 1900’s, but their findings did not receive widespread attention until nearly a century 

later. Now Pickering emulsions are often encountered in the recovery, separation and 

cleaning of crude oil [232, 233], wastewater treatment [234], the food industry [235, 236], 

etc. In the last 20 years, there has been increased interest in Pickering emulsions due to 

their ease of application to various situations, including, stabilizing emulsions with metal 

oxide particles for new skincare and sunscreen formulations [237, 238], tuning emulsion 

stability with paramagnetic solid particles and an external magnetic field [239], using 

Pickering emulsion droplets as drug delivery vehicles for controlled release of therapeutic 

substances [240, 241], and utilizing Pd particles in a Pickering emulsion scheme for both 

the catalysis and separation of products a hydrogenation reaction [242, 243]. Application 

of Pickering emulsion droplets as templates also offer novel synthetic routes for the syn-

thesis of nanocomposites, with a polymeric core and outer shell of solid particles via a 

surfactant-free emulsion polymerization method [244, 245]. We have used a similar 
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method to develop a framework to synthesize temperature responsive core-shell micro-

capsules for drug delivery [62, 63]. In this review, we focused on using Pickering emul-

sions as the primary template to experimentally examine particle self-assembly at various 

liquid-liquid interfaces.  

The use of fluorescent microparticles in conjunction with a confocal laser scan-

ning microscope allowed for a simple mechanism by which to study the various mor-

phologies that can result in an oil-in-water Pickering emulsion [246, 247]. Figure A1 

shows the rich morphologies of self-assembled polystyrene (PS) microparticles on the 

surface of poly(dimethylsiloxane) (PDMS, 5 cSt or 5 x 10-6 m2/s) oil droplets in water. 

This figure presents some representative morphologies commonly seen in this type of 

Pickering emulsions, which often depend on both the particle concentration, particle size, 

and surface chemistry. These morphologies consisted of (a, b) aggregated domains, (c) 

full coverage (with some defects), and (d) ordered lattices. In addition, both homogenous 

and heterogeneous (size or surface chemistry) mixtures (b, c) of particles also exhibited 

these morphologies [247]. Of the morphologies shown in Figure A1, the lattice structure 

was unique in that it incorporated long-range ordering. This was due to the Coulombic 

repulsion between the particles [248]. It is important to note that most previous theoreti-

cal literature on Pickering emulsions assumed monolayer coverage at the interface, and 

this was seen for these oil-in-water experiments utilizing the PS microparticles. The di-

versity of morphologies in oil-in-water Pickering emulsions allows for the simple bot-

tom-up approach for the synthesis of novel materials. It should be noted, however, that all 

of these morphologies had a few common characteristics. First, all morphologies were 

limited to single, isolated droplets; there were no inter-droplet self-assembly phenomena. 
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Second, all particles were either observed at the liquid-liquid interface, or in the bulk 

phase (where they were originally dispersed). No particles crossed the interface into the 

droplet phase. Our focus in this review is to discuss the prevalence of these two unusual 

phenomena in a special type of system: ionic liquid-based Pickering emulsions. 

 

Figure A1. Confocal laser scanning microscope images showing the rich morphology of 

microparticles at oil-in-water Pickering emulsion interfaces (b) – (e). The solid particles 

are 1.1 μm in diameter except in (c) which is a mixture of 1.1 and 4 μm particles. The 

green fluorescence represents sulfate-treated PS microparticles, while the red fluores-

cence represents carboxylate-treated PS microparticles. Adapted from Reference [247]. 

Inset (a) shows the definition of contact angle 𝜽 to describe the interfacial position of a 

colloidal particle between fluids A and B. 

An ionic liquid (IL) is an ionic compound that melts below 100 oC [249, 250]. In 

contrast to molecular liquids that consist of a single species, ionic liquids (sometimes re-

ferred to as “molten salts at room temperature” [251]) are binary mixtures of ions. Unlike 
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most ionic compounds, the components of ILs are irregularly shaped and do not readily 

form crystalline lattice structures. Figure A2 gives a basic comparison of ILs to crystal-

line salts and conventional oils. Two hallmark properties of ILs are their “green” quality 

and wide tunability. The green quality comes from their near zero vapor pressure over a 

wide temperature range. Wide tunability of most properties of the IL is possible simply 

by changing the size, shape, or functionality of one of the constituent ions. Since the liq-

uid state is maintained by the resistance to crystalline packing, one can infer that melting 

points would be a function of the geometric mismatch of the ions. Some properties for 

which tunability has been well studied include melting points [250, 252-254], decomposi-

tion temperature [255], and water-miscibility[256-258]. ILs can even be tuned for specif-

ic applications such as CO2 absorption [259-267], gas storage [268, 269] and catalysis 

[270, 271]. By incorporating this new class of liquids with particle self-assembly at the 

liquid-liquid interface, we desired to be able to exploit the unique characteristics of both 

Pickering emulsions and ionic liquids to create highly tunable systems that could then be 

applied to the previously mentioned applications, as well as opening the possibility for 

new applications.  

This review presents an integration of experimental and computational approach-

es to understanding self-assembly at these unique interfaces. The methods are (1) exper-

imental studies of Pickering emulsions and (2) molecular dynamics (MD) simulations. 

The latter supported the experimental studies by providing a molecular view of these in-

terfacial phenomena and helped determine how ILs played a unique role. MD simulation 

is a discreet model that aims to capture intra- and intermolecular behavior with respect to 

time. MD potential functions capture a variety of interactions including electrostatic and 
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Van der Waals intermolecular interactions as well as bond and angle stretching and tor-

sions. All of these forces are parameterized in separate functions that are used at each 

time step of the MD simulation to calculate the total energy and corresponding forces that 

drive molecular motion. By simulating IL-based interfaces with MD, we obtained a mo-

lecular-resolution view of the particle-interface interactions.  

 

Figure A2. General comparison of inorganic salts, ionic liquids, and conventional oils. 

Inorganic salts show crystalline packing of the cations (in yellow) and the anions (in 

blue), while the ionic liquid shows no regular structure of the anions and cations, more 

similar to the random structure of molecules in oil (in purple). 

By employing both experimental and computational methods, we have uncovered 

and characterized a number of new phenomena pertinent to particle self-assembly at liq-

uid-liquid interfaces. In this way, we hope to emphasize the unique role ILs can play in 

these systems allowing for ILs to be applied to various applications not previously stud-

ied. 

 

2. Materials and Methods 

The main materials used in the research discussed in this review article were wa-

ter, polydimethylsiloxane (PDMS) oil, various types of fluorescent surface-treated poly-
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styrene (PS) particles, and various ionic liquids. The water was HPLC grade from Acros 

Organics or Fisher Scientific. The PDMS oils were the Rhodorsil Fluids 47 V series from 

Rhodia Silicones, used without further purification; their nominal kinematic viscosities 

span a range of 5 – 60,000 cSt (5 x 10-6 – 0.06 m2/s) at 25 °C. The particles were Flu-

oSpheres® fluorescent microspheres from Molecular Probes™, purchased as a 2% dis-

persion in distilled water with 2 mM sodium azide. These particles were surface-modified 

by sulfate (–SO3H), carboxylate (–COOH), aldehyde sulfate (–CHO and –SO3H), or 

amine (–NH2) groups. In addition, the sulfate- and aldehyde sulfate-treated particles were 

relatively hydrophobic and the carboxylate- and amine-treated particles were relatively 

hydrophilic, based on the information provided by the supplier [272]. More information 

about the fluorescence and surface charge density of these particles can be found in Table 

A1. The three ionic liquids that were used were 1-butyl-3-methylimidazolium hexafluor-

ophosphate ([BMIM][PF6], Sigma Aldrich), ethylammonium nitrate (EAN, Ionic Liquids 

Technologies), and trihexyltetradecylphosphonium bis(2,4,4-trimethylpentyl)phosphinate 

([P66614][Phos], Sigma Aldrich). 

 

Table A1. Properties of solid polystyrene microparticles used in the ionic liquid-based 

Pickering emulsion experimental work. 

Type 
Surface Dissociable 

Group 

Diameter 

(μm) 

Surface Charge 

Density (C/m2) 

Excitation/Emission 

Wavelengths (nm) 

S-PS Sulfate 1.0 ± 0.031 -0.029 580/605 

AS-PS Aldehyde Sulfate 1.0 ± 0.028 -0.088 505/515 

C-PS Carboxylate 1.1 ± 0.035 -0.325 540/560 

A-PS Amine 1.0 ± 0.023 1.760 505/515 
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The Pickering emulsions were prepared by combining approximately 1.1 g of 

continuous phase, 0.1 g of droplet phase, and 0.1 g of particle dispersion in a single vial. 

The mixture was then emulsified by using ultrasonic agitation (Sonics VibraCell 500W). 

In the cases where water was not present in the continuous or droplet phases (i.e. oil-in-

IL emulsions), 0.1 g of particle dispersion was dried prior to combination with the other 

components, and the dried particles were then emulsified with the droplet and continuous 

phases. For emulsions with a binary mixture of particles, each particle type was used in a 

1:1 ratio, making for a total of 0.2 g of particle dispersion in the emulsion recipe. Mor-

phologies were recorded using a confocal laser-scanning microscope (Leica SP5) and in-

terfacial tension measurements were taken with a Sigma 701 Tensiometer. 

In the MD studies, liquid-liquid interfaces were simulated by placing a two simu-

lated boxes of different liquids adjacent to one another and allowing them to equilibrate. 

Extra species, such as particles or surfactants, were first dispersed in one of the liquid 

phases and allowed to spontaneously adsorb to the liquid-liquid interface. This process 

was relatively fast compared to the total simulation time of 20-50 ns. All simulations 

were carried out using the GROMACS  [273-275] MD simulation package with force 

fields based on the optimized potential for liquid systems (OPLS) model [276]. The spe-

cific force fields [277-283] and simulation parameters are discussed in previous publica-

tions [224, 225, 284-286], but the structure of the solid nanoparticles deserves some dis-

cussion. 

Two types of nanoparticles were used in the MD simulations: a hydrocarbon-

based nanoparticle and a silica-based nanoparticle. Both particles were approximately 1.2 

nm in diameter. The hydrocarbon nanoparticle (HCP) geometry was truncated from a di-
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amond-like lattice structure  [225, 281] saturated with united CH, CH2, and CH3 groups 

(two symmetric sites towards one end of the HCP). The force field for the HCP consisted 

of non-bonded parameters from the OPLS united atom model [276] and bonded parame-

ters from the work of Mazyar and Hase [281] to simulate a rigid hydrophobic nanoparti-

cle. In contrast, the silica-based particle was designed to represent a hydrophilic particle. 

This particle was truncated to a sphere from a 𝛼-quartz structure and the surface was sat-

urated with silanol groups. Interaction potentials for this particle were modeled by a force 

field developed by Wensink et al. [287] for silica. All particle-interface interactions were 

modeled using one of these two particles. 

 

3.1. Characteristics of Ionic Liquid-Based Interfaces 

Since the excitement about ILs is still rather recent, little is known about the char-

acteristics of IL-based interfaces at the molecular scale. In general, the interfacial ten-

sions of IL-based interfaces are rather low: measured IL/water and IL/oil interfacial ten-

sions are between 10 and 20 mN/m, with IL/water interfacial tension values being about 

4 mN/m lower than the corresponding IL/oil interfacial tension values. [288] We have 

also characterized the interfacial tension between two ILs (ethylammonium nitrate and 

trihexyltetradecylphosphonium bis(2,4,4-trimethylpentyl)phosphinate) to be 0.952 mN/m. 

In order to better understand these interfaces at the molecular scale, we performed MD 

simulations which showed distinct peaks in IL density at a IL/hexane interface, but not at 

a IL/water interface (Figure A3(a, b)). [286] We hypothesized that some ion ordering at 

the IL/hexane interface was responsible for this behavior. Ordering was quantified by the 

ordering parameter 𝑆𝑧, which is described in Equation A2. The value of 𝑆𝑧 ranges from -
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0.5 to 1.0, corresponding to chain orientation perpendicular and parallel to the z-axis, re-

spectively. 

 
𝑆𝑧 =

3

2
(𝑐𝑜𝑠2𝜃) −

1

2
 

(A2) 

We examined the ordering of the carbon chain of the [BMIM] cation of the IL. In 

applying Equation A2, 𝜃 was defined as the angle between the carbon chain (N-C vector, 

where N is the nitrogen attached to the butyl chain and C is the terminal carbon of the 

butyl chain) and the z axis. Figure A3 compares the ordering of [BMIM] cations at the 

IL/water (a, c) and IL/hexane (b, d) interfaces, with and without the presence of nanopar-

ticles. In Figure A3(a), 𝑆𝑧  fluctuated narrowly around a value of zero, indicating that 

there was no preferential cation ordering anywhere in the IL/water system. This behavior 

was also observed by Chaumont et al.  [257], who also showed that ordering at the 

IL/water interface was only exhibited by cations with longer carbon chains. In the pres-

ence of nanoparticles, 𝑆𝑧 exhibited small peaks of approximately -0.05 (see Figure A3(c)), 

indicating a slight tendency for the cations chains to orient perpendicular to the z-axis. 

Closer examination revealed this orientation was exhibited by cations adsorbed to the na-

noparticle surfaces, as shown in the inset of Figure A3(c). [BMIM] cations flattened 

themselves against these surfaces due to hydrophobic interactions. 

In contrast to the IL/water systems, significant cation ordering at the IL/hexane 

interface was observed both with and without nanoparticles (Figure A3 (b) and (d)). Here 

the carbon chains of the cation extended into the hexane phase, resulting in an orientation 

parallel to the z-axis. A comparable behavior has been observed at the IL/vacuum inter-

face [289, 290], which becomes more pronounced with cation asymmetry [290]. At the 
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IL/hexane interface, the parallel orientation was favorable since the hydrophobic chain 

could interact with the hexane molecules, while leaving the charge imidazolium group to 

interact with the PF6 anions. 

 

Figure A3. Ordering parameter Sz with respect to box length in IL/water systems without 

(a) and with (c) nanoparticles and IL/hexane systems without (b) and with (d) nanoparti-

cles. The inset in (b) demonstrates the extension of cation carbon chains into the hexane 

phase. The inset of (c) shows how the carbon chains of the cations lay across the nano-

particle. Adapted from reference [286]. 

Furthermore, this orientation allows for more efficient packing due to a reduction in stea-

ric hindrance [290, 291]. Therefore, the peaks in IL density at the IL/hexane interface 

may be explained by this ordering phenomenon. Another result of this ordering was a 

small residual net positive charge at the IL/hexane interface [286]. Thus, IL behavior at 

the interface depended significantly on the opposite solvent and could affect nanoparticle 
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self-assembly. Upon understanding these molecular-level phenomena, we set out to study 

how ILs affects self-assembly processes at the micro-level.  

 

3.2. Self-Assembly in Ionic Liquid-Based Pickering Emulsions 

3.2.1. Ionic Liquid-in-Water Pickering Emulsions 

While IL-based Pickering emulsions had been previously studied by other groups 

[292, 293], their use of silica nanoparticles did not allow for the particle morphology to 

be readily seen. Our focus was to use fluorescent microparticles in order to probe the re-

sultant particle morphologies and to analyze the partitioning preferences of free micro-

particles in the dispersed water and continuous ionic liquid phases [294]. We used a 

common ionic liquid, 1-butyl-3-methylimidazolium hexafluorophosphate ([BMIM][PF6]), 

to create emulsions with either a single type or a binary mixture of PS particles (Table 

A1). The main systems analyzed contained S-PS (sulfate-treated PS), A-PS (amine-

treated PS), AS-PS (aldehyde sulfate-treated PS), S-PS/A-PS, and S-PS/AS-PS particles. 

Each emulsion would contain droplets with a broad size distribution ranging from several 

micrometers to tens of micrometers with a varied surface coverage of particles, however, 

the surface coverage was independent of the droplet size. In Pickering emulsions contain-

ing binary heterogeneous particles, both types of particles self-assembled at the droplet 

interfaces and were randomly mixed without significant phase separation of the particles. 

Partially covered droplets were observed in all systems, and fully covered droplets were 

only observed in the A-PS and S-PS/A-PS systems (Figure A4), respectively. The differ-

ence in droplet coverage was likely due to the different affinity of particles for the ionic 

liquid-water interfaces, and the effect of surface charge was hypothesized. Because A-PS 
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particles were positively charged and all other particles used in this study were negatively 

charged, the results suggested that the positively charged particles were more easily ad-

sorbed at the interfaces. 

 

Figure A4. Confocal microscope images of [BMIM][PF6] emulsion droplets in water 

with droplet cross-sections and representative fluorescence intensity spectra. (a) The 

droplet interface is covered with a mixture of S-PS (blue) and A-PS (green) particles, and 

the [BMIM][PF6] phase is rich in S-PS and the aqueous phase is rich in A-PS. (b) The 

droplet interface is covered with a mixture of S-PS (blue) and AS-PS (green) particles, 

and both types of particles are more concentrated in the [BMIM][PF6] phase than in the 

aqueous phase. The scale bars represent 10 μm. In the spectra, solid lines represent before 

and dashed lines represent after emulsification. Adapted from reference [294]. 

It is worthwhile to compare the ionic liquid-in-water Pickering emulsions here 

with the oil-in-water Pickering emulsions previously discussed. First, aggregates of fully 

covered droplets were frequently observed in ionic liquid-in-water emulsions containing 

S-PS/A-PS binary particles (Figure A4) whereas oil-in-water emulsions hardly ever con-

tained any fully covered Pickering emulsions droplets, no matter what particle type was 
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used. The contrast suggests that the S-PS/A-PS particles have a stronger affinity for the 

ionic liquid-water interfaces than PDMS-water interfaces, although free particles not at-

tached to interfaces were still present in the continuous phase of either emulsion type. 

The distinction between the ionic nature of the ionic liquid and the molecular nature of 

PDMS should be at least one of the important factors, if not the primary factor, in deter-

mining the affinity of particles to liquid interfaces. 

It is also worthwhile to note the differences in interfacial tension values: 39.6 

mN/m for PDMS-water and 9.9 mN/m for ionic liquid-water. Secondly, long-range col-

loidal lattices previously seen in the oil-in-water emulsions were not seen in the IL-in-

water emulsions for any concentration value of particles, this was instead replaced by the 

particles aggregate morphology. When PDMS is substituted with [BMIM][PF6], the elec-

trostatic repulsion through the ionic liquid phase between charged colloidal particles is 

screened beyond the Debye length, which is normally is  in the range of several nanome-

ters and thus eliminates long-range lattice structure formation at the [BMIM][PF6]-water 

interfaces. This observation supports the importance and necessity of Coulombic repul-

sion through the oil phase for lattice structure formation. The formation of particle aggre-

gates on partially covered droplets might be driven by attractive inter-particle forces alt-

hough the origin of the attraction is still debatable. 

Interestingly, other than equilibrating at the ionic liquid-water interfaces, the mi-

croparticles also exhibited a phase preference in either the dispersed or continuous phase, 

although all particles were initially dispersed in the aqueous phase. Figure A4(a) includes 

a view of the emulsion landscape and a representative cross-sectional image of an ionic 

liquid droplet in an emulsion containing a binary particle mixture of S-PS/A-PS. The 
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droplet interface is covered with a mixture of S-PS and A-PS particles, and the 

[BMIM][PF6] phase is rich in S-PS and the continuous (aqueous) phase is rich in A-PS. 

In contrast, for the S-PS/AS-PS binary system (Figure A4(b)), both types of particles 

were more concentrated in the [BMIM][PF6] phase than in the aqueous phase. In the 

emulsions containing single species of particles, a similar preference was observed: the 

S-PS and AS-PS particles preferred the [BMIM][PF6] phase, and the A-PS particles pre-

ferred the aqueous phase. The concentration of different species of particles in each 

aqueous phase was characterized by quantifying the fluorescence intensity over the emis-

sion wavelength range of the fluorescent particles, as seen for both binary mixture types 

in Figure A4. These graphs compare the fluorescence intensity spectra of the emulsion 

aqueous phase before (solid lines) and after (dashed lines) emulsification. For the S-

PS/A-PS system, almost all of the S-PS particles migrated out of the aqueous phase after 

the formation of the Pickering emulsion, as indicated by the observation that the fluores-

cence intensity in its emission wavelength range (645-744 nm) fell nearly to the back-

ground level. However, the peak fluorescence intensity of A-PS only decreased from 53.6 

to 37.2, suggesting that a significant number of A-PS particles remained in the aqueous 

phase after emulsification. In contrast, the graph in Figure A4(b) shows that for the S-

PS/AS-PS system both types of particles were scarcely present in the aqueous phase after 

emulsification, as seen in the corresponding microscope image.  

In addition to these hypotheses regarding the cause of the various morphologies 

seen in these emulsions, the hydrophobicity and sign of the charge on the particles was 

considered. The particles in this study were surface treated to have various surface disso-

ciable groups and thus differed in hydrophobicity. The result shows that hydrophobic S-
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PS and AS-PS particles preferred the hydrophobic ionic liquid phase whereas the hydro-

philic A-PS particles preferred the water phase. However, in PDMS-in-water Pickering 

emulsions, other than being adsorbed at droplet interfaces, hydrophobic and hydrophilic 

preferred the water phase, with no particle transfer into the oil phase. Second, the sign of 

the particle surface charge was hypothesized as an influencing factor on the phase prefer-

ence, considering the repulsions between the positively charged A-PS particles with the 

large cations in the ionic liquid. However, additional experiments were performed, and it 

was found that negatively charged C-PS (carboxylate-treated PS) particles (which are al-

so relatively hydrophilic) can also partition in both the ionic liquid and aqueous phases 

without a significant preference.  

The high transfer efficiency of the S-PS and AS-PS particles to the ionic liquid 

droplet phase, despite initially residing in the aqueous phase, is also noteworthy. This 

phenomenon is interesting due to the high free energy cost of removing a particle from a 

liquid-liquid interface according to Equation A1. Also, while the applications of ILs in 

the extraction of organic compounds have been studied extensively [295]; investigations 

in the phase transfer of solid particles, especially in the micrometer size range, are very 

limited. Gold nanoparticles have been reported to transfer from an aqueous phase to a 

[BMIM][PF6] phase more efficiently than to an alcohol phase of the same polarity; and 

that increasing the ionic strength in the alcohol improved the transfer efficiency [296]. As 

this particle extraction phenomenon was so unique, we turned to computational studies to 

examine the energetics of transporting a particle through the interface. 

Potential of mean force (PMF) calculations allowed us to examine the changes in 

free energy as a single particle was pulled through the interface from one phase to the 
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other. These calculations were performed using the weighted histogram analysis method 

(WHAM)  [297, 298] as described in our previous work [284, 286]. To examine the ef-

fect of surface chemistry, we studied PMFs of hydrophobic particles of -4, 0, and +4 sur-

face charges and a silica particle saturated with silanol groups. All hydrophobic particles 

in the IL/water system exhibited minima in free energy on the IL side of the interface 

(See Figure A5(a)). The neutral particle exhibited both the deepest embedment into the IL 

and the greatest decrease in energy. These results may explain why S-PS and AS-PS par-

ticles were readily absorbed into the IL droplets, being hydrophobic and having the 

smallest surface charge density. For the silica (hydrophilic) particle, the minimum in free 

energy was seen as a shallow well on the water side of the interface with a steady in-

crease in free energy as the particle entered the IL phase. In contrast to the hydrocarbon 

nanoparticle, the silica particle preferred the water phase, exhibited relatively weak inter-

facial adsorption energy. Such a profile clearly prohibits any absorption to the IL phase, 

which explains the behavior of the A-PS particle, which was also hydrophilic.  

We took this study a step further to explore what would happen if the water phase 

was replaced with an oil phase. For the hydrocarbon nanoparticle at the IL/hexane inter-

face, weak adsorption was exhibited by the shallow energy well. Figure A5(b) shows that 

at this interface, the charged hydrocarbon nanoparticles exhibited deep energy wells 

straddling the interface and thus strong interfacial adsorption energy. The silica particle 

experienced a large drop in free energy upon crossing the interface into the IL, but this 

energy did not significantly increase further, indicating weak interfacial adsorption ener-

gy, which has also been reported experimentally [299]. Consequently, it has been shown 
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that ILs can remove silica particles from crude oil [300-303] and the PMF profile shown 

in Figure A5(b) for silica points to the energetic favorability of this process. 

 

Figure A5. PMF calculation results upon pulling single nanoparticles through the (a) 

IL/water and (b) IL/hexane interfaces (z = 0). Results from neutral hydrocarbon, +4 

charged hydrocarbon, -4 charged hydrocarbon, and silica nanoparticles are shown in 

black, blue, red, and green, respectively. Adapted from references [284, 285]. 

We have discussed the location and depth of the energy wells of the PMF calcula-

tions, but another important aspect is their respective widths. Equation A1 suggests that 

interfacial absorption energy should only be felt while a particle is in contact with the 

liquid-liquid interface. However, Figure A5 shows that most of the PMFs did not “satu-

rate” (flatten out) at 0.6 nm from the interface, the distance at which the particle should 

no longer have touched the interface assuming it remained flat. Having ruled out finite 

size effects [284], closer examination revealed that the low interfacial tension of these 

systems (~10-13 mN/m) allowed for high fluctuation of the interface which could deform 

enough to form bridges to nanoparticles more than a nm away [284]. Therefore, the as-

sumption of Equation A1 that the interface be flat did not apply well in these systems. 
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Newer models that include these capillary wave effects as well as line tension have ex-

hibited greater accuracy [304-306]. Therefore, in addition to the energetics favoring par-

ticle absorption, the PMF studies also point to large interfacial fluctuations which can af-

fect particle self-assembly. These, along with other features to be discussed, help enable 

this unique particle transport phenomenon. 

 

Figure A6. “Phase” diagram of oil-in-IL and water-in-IL Pickering emulsions with repre-

sentative confocal images for each region. The regimes are denoted as: Region I, single 

sparingly covered droplets; Region II, bridged clusters of droplets; and Region III, fully 

covered droplets. The green particles in Regime I and the blue particles in Regime II rep-

resent 0.2 μm and 1 μm S-PS particles, respectively. In Regime III, S-PS and C-PS 0.2 

μm particles are represented in green and red, respectively. Adapted from references 

[288, 307]. 
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3.2.2. Oil-in- and Water-in-Ionic Liquid Pickering Emulsions 

Further investigation into ionic liquid-based Pickering emulsions led to the dis-

covery of another unique phenomenon in which in PDMS oil- and water-in-[BMIM][PF6] 

Pickering emulsions, solid particle bridging occurred between the oil droplets and these 

particles avoided contact with the liquid-liquid interface: effectively an inter-droplet self-

assembly phenomenon  [288, 307]. Although the bridges prevented droplet–droplet coa-

lescence, surprisingly, the presence of solid particles disrupted the overall emulsion sta-

bility by increasing the rate of flocculation and creaming. Further analysis showed that 

the morphology of these bridges and the consequent droplet structures depended on the 

particle surface chemistry, particle concentration, particle size, and whether water or oil 

was the droplet phase. 

The unique, highly visible bridging phenomenon can be seen in the two confocal 

images for Region II of Figure A6 for 1 μm S-PS stabilized PDMS (20 cSt or 2 x 10-5 

m2/s)-in-[BMIM][PF6] Pickering emulsions, with a 0.8 M particle concentration. Similar 

bridged morphologies were also seen in emulsions of the same particle concentration 

with 1 μm AS-PS and C-PS particles [307]. We observed that the particles self-assembled 

primarily into monolayer bridges across an ultrathin layer of ionic liquid between PDMS 

oil droplets, creating flocculated droplet structures of varying size and morphology. 

While there was much variation in droplet size, every oil droplet larger than 3 μm was 

attached to at least one other droplet. The larger droplets (above about 20 μm) formed 

chains or large aggregates of droplets, stabilized by many particles. This behavior was in 

sharp contrast to that of the same solid particles at the IL-in-water or oil-in-water emul-

sion droplet interface, which showed fully or partially covered droplets as previously dis-
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cussed. Here, the solid particles did not generally equilibrate at the oil–IL interfaces, they 

instead bridge the oil droplets. Since this was the only structure present in these emul-

sions, we could infer that that the particles halted droplet coalescence by hindering drain-

age of the inter-droplet film.  

These structures were similar to some emulsion systems studied by others [308, 

309] in which the bridged droplets formed chains and aggregates. However, most notably, 

the oil-in-IL systems here differed from other studies in that the oil–IL droplet interfaces 

were almost completely devoid of particles. Also, droplet deformation at the bridges was 

much higher in these systems; the bridges occupied more of the droplet surface area. 

Droplets in other bridging oil–water systems remained mostly spherical with a few parti-

cles connecting their interfaces together [308, 309]. Notable also is that despite the low 

amount of PDMS used relative to the IL, this flocculation was the primary structure pre-

sent in these systems: no un-bridged droplets of this size were observed except for sys-

tems using A-PS particles as a stabilizer. 

It should also be noted that no solid particles were transported into the oil phase in 

oil-in-IL Pickering emulsions. This observation was also in contrast to the previously dis-

cussed IL-in-water systems; where a fraction of the particles could cross the interfaces 

and disperse in the IL phase, although they were initially in the water phase. This, how-

ever, is in agreement with the oil-in-water Pickering emulsion morphologies. 

As mentioned previously, solid particle bridging plays an important role in the 

stability of oil–water Pickering emulsions. Surprisingly, although particle bridging inhib-

ited individual droplet–droplet coalescence, it did not promote, but actually distressed, 

the overall emulsion stability. As a control experiment, we prepared PDMS-in-IL emul-
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sions without particles in the same manner as the particle-stabilized emulsions. The oil-

in-IL Pickering emulsions were homogenous after sonication but only stable for approx-

imately 2.5 h in the systems using S-PS, AS-PS, and C-PS as stabilizers. At approximate-

ly 2.5 h, a distinct cream oil layer with particles formed at the top of the sample and left a 

light-colored emulsion underneath. The cream oil layer grew as a function of time. In 

contrast, the stabilizer-free control became cloudy with the formation of oil droplets but 

was stable for about 23.5 h until a layer of PDMS was clearly visible at the top. It appears, 

therefore, that the S-PS, AS-PS, and C-PS actually promoted the destabilization of the 

Pickering emulsions. We hypothesize, that this observation is due to particle-induced ad-

hesion between oil droplets. Due to the low density and large volume (thus the buoyant 

effect), the aggregated oil droplets quickly rose to the top of the samples. These particles, 

therefore, did not stabilize the emulsions, but acted as flocculating and creaming agents 

in the presence of vigorous agitation. The A-PS system did not exhibit these characteris-

tics until later, likely due to a lack of bridging; however, it also worthwhile to note that 

due to the poor particle coverage at the oil–IL interfaces, the A-PS particles did not pro-

vide strong emulsion stabilization. Upon examination of the cream top layer of an emul-

sion 60 days after sonication we found that the individual droplets had not coalesced, but 

were still separated by solid particle bridges. Compared to the bridged structure in Figure 

A6, Region II, these aggregates were much more extensive and the droplets exhibited 

much higher particle coverage. The latter observation was likely due to particle–particle 

attraction between bridged particles. Because particles in the inter-droplet bridges severe-

ly hinder film drainage, we expected that these droplets will remain in this state for ex-

tended periods of time, possibly months or years. 
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Figure A7. Confocal images of inter-droplet bridges in the Pickering emulsions contain 

(a) A-PS/S-PS; (b) C-PS/S-PS microparticles. The A-PS, C-PS, and S-PS particles are 

shown in green, red, and blue respectively. Fractions occupied by each respective particle 

are shown as insets. Scale bars represent 10 μm and 7.5 μm for (a) and (b), respectively. 

[307] 

To further investigate this bridging phenomenon, oil-in-IL Pickering emulsions 

with binary mixtures of particles were prepared. The binary systems studied were A-

PS/S-PS and C-PS/S-PS in a 1:1 ratio, making for double the amount of particles in the 

binary system compared to the single particle type systems. Figure A7 shows representa-

tive confocal images of the droplet structures that were formed with these heterogeneous 

particles. The structures seemed to be a hybrid of the structures formed by the respective 

single-particle systems. Figure A7(a) shows that the A-PS/S-PS system exhibited signifi-

cant bridging. This is surprising as the A-PS particles did not readily form bridges on 

their own, but they appeared well incorporated into the bridges with the S-PS particles. 

The bridges appeared to be monolayers of both A-PS and S-PS particles in nearly equal 

number. To verify this observation, we analyzed 15 confocal images of such bridges us-

ing ImageJ to determine the fraction occupied by each species. We found that in the A-
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PS/S-PS system, the fraction of A-PS particles present was 0.44 ± 0.12, indicating that 

the particles did indeed mix well in the bridges (see inset of Figure A7(a)). Inter-particle 

interactions between the positively charged A-PS and negatively charged S-PS particles 

thus were likely responsible for this mixing and stable bridge formation. Similarly, the 

bridges in the C-PS/S-PS system also showed good mixing between the particles (Figure 

A7(b)). Such behavior was expected, since both particle types readily formed bridges of 

this size and packing density in the single particle systems. Analysis (of 8 images) 

showed that the average fraction of the bridge occupied by the C-PS particles was 0.49 ± 

0.11, suggesting good mixing (see inset of Figure A7(b)). 

Having explored the effects of this phenomenon, we investigated the “tunability” 

of the morphology by observing the change in degree of bridging upon altering a number 

of factors including particle concentration, particle size, and droplet phase type. To quan-

tify the degree of bridging, we obtained distributions of structure and droplet sizes via 

image analysis with the program ImageJ with the implication that large structures and 

droplets signified higher degrees of bridging. We observed that at constant particle size, 

increases in particle concentration resulted in larger bridged structures and wider droplet 

size distributions (higher degrees of bridging) [288]. At a constant particle concentration, 

increasing the particle size produced similar results [288]. Clearly, the degree of bridging 

was dependent on both particle size and concentration. Therefore, it was proposed that 

the area (𝜎) of a hypothetical monolayer formed by all of the particles in a given system 

could be a good predictor of the bridging extent. A system with a high 𝜎 would exhibit a 

greater degree of bridging than that of a lower 𝜎. Assuming that all bridges were planar 

and circular and exhibited tight packing, the potential bridging area is proportional to the 
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sum of the cross sectional areas of all particles in the system. Thus, total potential bridg-

ing area, 𝜎, is given by 

𝜎 ∝ 𝑛𝜋𝑟𝑝
2 (A3) 

where 𝑛 is the number of particles, and 𝑟𝑝 is the individual particle radius. It should be 

noted that not all particles in a given system self-assembled into bridge structures; many 

particles remained dispersed in the IL phase. Therefore, 𝜎 represents the maximum bridg-

ing area attainable by a system. To verify the relation given above, three systems of vary-

ing particle size, but identical potential bridging area, were prepared and the degree of 

bridging was measured. The structure and droplet size distributions of all three systems 

showed high overlap, suggesting that potential bridging area was an adequate predictor of 

the degree of bridging. For this reason, 𝜎 is used as the x-axis of the phase diagram 

shown in Figure A6.  

It should be noted that the effect of the droplet phase was also tested, but no sig-

nificant changes in the degree of bridging were observed [288]. Since the particles were 

known to be stable in water, it was originally hypothesized that the water droplets would 

reabsorb the particles in a water-in-ionic liquid emulsion, making bridge formation im-

possible. Surprisingly, bridging occurred with all particle surface chemistries except for 

the A-PS particles and there was no particle absorption into the water droplets (images 

may be found in the Supporting Information of [288]). In general, these bridged struc-

tures were nearly identical to the oil-in-IL structures. Both cases showed minimal droplet 

coverage (except for the bridges) and exhibited networks of many droplets. These results 
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indicate that bridging in IL-based Pickering emulsions was possible over a wide range of 

droplet phases: from aqueous to hydrophobic. 

Another novel particle morphology was seen in these emulsions, single, fully 

covered droplets, seen in the third regime of the phase diagram in Figure A6. This mor-

phology resulted from emulsions of 100 M particle concentration with either 0.2 μm S-PS 

particles (Regime III images with green particles) or 0.2 μm C-PS particles (Regime III 

images with red particles). However, these only occurred with PDMS-in-IL emulsions for 

the S-PS particles and water-in-IL for the C-PS particles. Normally liquid droplets as-

sume a spherical shape to minimize interfacial area. However, the PDMS droplets stabi-

lized by the S-PS particles were distinctly non-spherical due to the high particle concen-

tration. This phenomenon has been observed experimentally in both liquid droplets and 

air bubbles and is due to particle ‘‘jamming’’ at the interface [310-314]. A number of 

droplet shapes have been observed including cylinders, toroids, and saddles [310, 313]. In 

the water-in-IL C-PS stabilized emulsion, it was seen that once the particle concentration 

was high enough to prevent any bridging (because the droplets were fully covered), the 

water droplets began to absorb excess C-PS particles. These particles were relatively hy-

drophilic, which could partially explain why they were absorbed into the water droplets. 

We previously observed particle transport across the IL/water interface, but at much low-

er particle concentrations and the emulsion droplet interfaces were not fully covered 

[248], but not with C-PS particles in the IL-in-water emulsions.  

Bridging was only observed in systems subjected to high mixing (shaking by hand 

only produced single-sparsely covered droplets). Considering that these conditions would 

induce an increase in droplet collisions, we hypothesized that bridges were formed as par-
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ticles were trapped between colliding droplets [288]. We calculated the adhesive force 

between two bridged droplets to be on the order of 107 kT [288]. The key was to deter-

mine the cause behind the self-assembly of particles into bridges between colliding drop-

lets rather than being drained out with the inter-droplet film. Interfacial charge and bulk 

phase viscosity were considered possibly significant factors, but the most significant ef-

fect was the IL-particle interaction, as discussed below.  

We hypothesized that this unique bridging phenomenon formed due to the unique 

ionic nature of the IL. To test this hypothesis, we formulated an oil-in-IL emulsion with 

1.0 μm S-PS particles and replaced [BMIM][PF6] with 1-methyl-1-propylpryyolidinium 

bis(trifluoromethanesulfonyl)imide ([PMP][Tf2N]) (TCI America, 98%). [PMP][Tf2N] 

has a much lower viscosity (71 cP) and slightly higher density (~1.44 g/cm3) than 

[BMIM][PF6]. In support of our hypothesis, this emulsion formed bridged structures 

identical to the ones observed with [BMIM][PF6] [288]. The formation of bridges may 

have been due to some unique interactions between the particles and the IL. Curiously, 

only the particles with acidic dissociable groups formed bridges. It is possible that strong 

hydrogen bonding between the surface groups and the fluorine groups of the anions en-

hanced the stability of the particle-laden IL film. Furthermore, ionic liquids are known to 

exhibit a degree of ordering (i.e. layering) upon contact with solid surfaces [315-317]. 

Confined between tightly packed particles (in bridges), the IL would have interacted with 

many surfaces may have assumed an ordered structure. Recent AFM studies have indi-

cated that this layering phenomenon is important in IL-particle interactions [299]. The 

existence of such a structure would also enhance the stability of the inter-droplet bridges. 

However, it has also been argued that perhaps the particles simply exhibit the correct 
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contact angle to bridge the droplets. While this seems unlikely given that both water and 

oil droplets were bridged, the actual measurement of contact angles is quite difficult in 

liquid systems. Therefore, we again turned to MD simulations to (1) determine how the 

opposite solvent changes contact angle and (2) investigate any particle-IL interactions 

that would aid in bridge formation. 

In contrast to the oil/water systems, IL-based interfaces offer more configuration-

al degrees of freedom due to the binary nature of the IL. We expected to see a difference 

in the roles played by each ion in the interfacial self-assembly process. Employing the 

same hydrophobic nanoparticles, we simulated self-assembly at the IL/water and 

IL/hexane interfaces  [286]. Fortunately, an accurate force field for [BMIM][PF6] was 

readily available [279]. The nanoparticles were first placed in the water phase and al-

lowed to equilibrate. The results from equilibration are shown in Figure A8. 

 

Figure A8. Sample snapshots of (a) the IL/water/HCP and (b) IL/hexane/HCP systems at 

various time intervals. The water is represented in blue, [PF6] in green, [BMIM] in yel-

low, hexane in purple, and HCP in red, respectively. Adapted from reference [286]. 
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In the IL/water system (Figure A8(a)), the particles diffused rapidly toward the 

IL/water interface, forming some aggregates along the way. Once in contact, the IL ions 

began to diffuse into the water phase to surround nanoparticles and nanoparticle clusters. 

The hydrophobic [BMIM] cations oriented themselves such that their hydrophobic tails 

lay across the surface of the nanoparticles, which was also hydrophobic. To maintain 

charge neutrality, the [PF6] anions followed the cations into the water phase to form these 

surrounding layers, thus causing a net increase in IL concentration in the water. After 

formation of these surrounding layers, the particles moved further into the IL phase, 

eventually equilibrating on the IL side of the interface. In contrast, nanoparticles in the 

IL/hexane system (Figure A8(b)) equilibrated on the hexane side of the interface, indicat-

ing relatively higher interactions between the particle surfaces and the hexane molecules 

rather than [BMIM] cations. The [BMIM] cations, despite the hydrophobic nature of their 

carbon chains, did not penetrate the oil phase and surround the nanoparticles as those in 

the IL/water system. The two interfaces did show some similarities, however. Both ex-

hibited interfacial widths of 0.7 to 0.8 nm. This is approximately twice the width of a wa-

ter/trichloroethylene interface [224]. However, the water/IL interface could be widened to 

1.95 nm by the presence of nanoparticles. Since the particles equilibrated on the hexane 

side of the IL/hexane interface, the interfacial width was not disturbed as much. It was 

evident, therefore, self-assembly of these nanoparticles depended significantly on the 

non-IL solvent. Assuming that these particles approximated the PS particle behavior, we 

can see that contact angles would change drastically between IL/oil and IL/water systems. 

This is one piece of evidence suggesting that the particles did not simply exhibit ideal 

contact angles for bridging. 
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Given that the experimental microparticles did have some surface chemistry, we 

extended these MD studies to include the effect of particle charge on self-assembly. The 

surfaces of the hydrophobic particles were modified by adding or removing protons to the 

protruding -CHn groups to give them charges ranging from -6 to 6. Figure A9 shows 

snapshots at 20 ns of IL/water and IL/hexane system of varying particle charges with 

their corresponding density profiles. In general, the effects of charge were related to the 

charge magnitude, but independent of charge sign. However, the effects in the IL/water 

and IL/hexane systems were qualitatively opposite. In the IL/water system, increased par-

ticle charge resulted in decreased interaction with the IL, as evidenced by the interfacial 

position of the particles and the consequent interfacial width (i.e. the IL/water system 

with zero charge had the most deeply embedded particles and the widest interface) [284]. 

This is due to the relatively higher polarity of water [318, 319], which interacted more 

strongly with the charged nanoparticles. In contrast, the IL/hexane system saw increased 

nanoparticle-IL interaction with higher charge. Charged nanoparticles were more deeply 

embedded into the IL, resulting in wider interfaces. The IL, being more polar, interacted 

more strongly with the charged species. This study shows that while varying surface 

charge could change the interface position of a particle to a degree, the strongest effect 

was still exhibited by the opposite solvent. The relatively weak effect of particle surface 

chemistry may explain why similar self-assembled morphologies were experimentally 

observed with S-PS, AS-PS, C-PS, and A-PS particles in Pickering emulsion systems. 
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Figure A9. Equilibrium snapshots and density profiles averaged from last 1 ns of 4 paral-

lel runs for the IL/water (left column) and IL/hexane (right column) systems. Y-axes rep-

resent density (kg/m3) and x axes represent z position (nm) in the simulation boxes. The 

green, blue, purple, and red lines represent the IL, water, hexane and HCPs, respectively. 

Nanoparticle charges are shown in the left column. Adapted from reference [284]. 
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Next, we examined IL-particle interactions that would affect bridging formation. 

To this this, we simulated single hydrocarbon and silica particles immersed in 

[BMIM][PF6] Figure A10 shows the first solvation layer of IL ions around fully im-

mersed hydrocarbon (a) and silica (b) particles. Corresponding radial distribution func-

tions are also included to describe the rest of the solvation structure. It can be seen that 

the binary nature of the IL allowed for formation of solvation layers specific to the hy-

drophobic and hydrophilic surface chemistries. Around the hydrocarbon nanoparticle, 

favorable van der Waals interactions between the [BMIM] cation and the nanoparticle 

surface allowed close association and the formation electrically neutral solvation layers 

[285]. Around the silica nanoparticle, PF6 anions formed hydrogen bonds with the silanol 

groups, causing the formation of solvation layers of alternating ions. 

ILs are known to exhibit double-layer behavior at charged surfaces [320-322] and 

similar charge ordering at silica surface [317, 323-325]. The stark differences between 

these solvation structures point to the adaptive nature of ILs due to their binary structure. 

Both van der Waals and coulombic interactions played an important role and the individ-

ual ions self-assembled to form favorable solvation layers. Interestingly, these solvation 

layers experienced significantly decreased dynamics, with the PF6 anions exhibiting sol-

id-like behavior around the silica particle [285]. Assuming that such solvation layers 

could form around the bridging particles, the decreased dynamics could explain why the 

particles were able to form bridges. The slower-moving IL film between aggregated par-

ticles would hinder their separation as droplets collided around them and allow them to 

form bridges. 
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Figure A10. IL solvation shells and radial distribution functions around the (a) hydrocar-

bon and (b) silica nanoparticles. BMIM, PF6, and nanoparticles are represented in yellow, 

green, and red, respectively, in each image and radial distribution functions for the anion 

and cation are represented in green and black, respectively. Adapted from reference [285]. 

 

3.2.3. Ionic Liquid-in-Ionic Liquid Pickering Emulsions 

To our knowledge, a Pickering emulsion in which both droplet and continuous 

phases are ILs has not yet been explored. This section discusses our findings on this type 

of system, which has not previously been published. Indeed, an IL/IL Pickering emulsion 

is a novel formulation, and with both phases and particles offering high tunability, the 

IL/IL Pickering emulsion may be suited for the widest array of applications. Furthermore, 
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since ILs exhibit negligible volatility and high stability, this type of emulsion may be 

well suited for extreme environments. The first step in creating this novel emulsion was 

to determine pairs of mutually immiscible ILs. In the literature, ILs are often mixed com-

pletely for enhanced tunability [326], however, mutually or partially immiscible ILs have 

been reported [327-329]. These immiscible pairs are generally between imidazolium- and 

phosphonium-based ILs. The mechanism behind this immiscibility is that as the smaller 

imidazolium ions diffuse into the phosphonium IL they form strong hydrogen bonds that 

increase the degree of order within the phosphonium IL, resulting in a negative entropy 

of mixing [328]. We formulated and studied Pickering emulsions of two immiscible pairs: 

Trihexyltetradecylphosphonium bis-(2,2,4-trimethylphentyl)-phosphinate ([P66614][Phos]) 

/ ethylammonium nitrate (EAN) and [P66614][Phos] / [BMIM][PF6]. Viscosities for these 

ILs were measured using a TA Instruments AR-G2 rheometer at 25 °C, and were 82.4 cP, 

2.61 cP, and 22.3 cP for [P66614][Phos], EAN, and [BMIM][PF6], respectively. Particles 

used in the Pickering emulsion formulations are described in Table A1. 

The first system, [P66614][Phos] in EAN, was quite stable against mixing as long 

as EAN was the continuous phase of the emulsion. Arce et al. report that smaller ILs are 

much more soluble in phosphonium ILs than vice versa [328]. The second IL-IL system 

we emulsified was [P66614][Phos] in [BMIM][PF6]. We observed that [BMIM][PF6] slow-

ly gelled [P66614][Phos] over time, but interdiffusion between the two ILs was slow 

enough to allow for droplets to remain for hours. We observed the self-assembled mor-

phologies in these systems using confocal laser-scanning microscopy. 
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Figure A11. DIC/confocal overlays of [P66614][Phos] droplets in EAN with (a) S-PS, (b) 

C-PS, and (c) A-PS microparticles and [P66614][Phos] droplets in [BMIM][PF6] with (d) 

S-PS, (e) C-PS, and (f) A-PS microparticles. 

Figure A11 shows representative confocal/differential interface contrast overlays 

of both of these emulsion systems with three different particles. For the [P66614][Phos] in 

EAN system, both S-PS (a) and C-PS (b) systems exhibited morphologies comparable to 

conventional Pickering emulsion behavior, with the exception that a large number of par-

ticles were absorbed into the [P66614][Phos]. The A-PS particles were not absorbed. In a 

notable similarity, we reported above that in the ionic liquid-in-water Pickering emulsion 

study [BMIM][PF6] also absorbed S-PS and C-PS particles, but not A-PS particles, from 

water [294]. As mentioned previously, this phenomenon is unusual because micron-sized 

particles are usually strongly bound to the liquid-liquid interface (~106 kT desorption en-



183 

ergy) [226]. We suspect for this system as well that the sign and density of the particle 

surface charge played a primary role in this phenomenon, though the underlying mecha-

nism is still unclear [294]. This similarity in particle “selectivity” in the present system 

and the IL/water system suggests that particle absorption occurred under the same mech-

anism for both systems.  

While the morphologies of the S-PS and C-PS systems readily compare to that the 

IL/water Pickering emulsions, the A-PS system does not. Figure A11(c) shows that A-PS 

particles exhibit some of the bridging behavior reported previously in the oil- and water-

in-IL work [288, 307]. Interestingly, the A-PS particles were the only particles that did 

not form bridges in either the oil- and water-in-IL systems [307]. Thus, we were surprised 

to see bridging with this particle type. One major difference between this system and the 

bridging systems reported previously was that the continuous phase here is protic. This is 

significant because in order for the A-PS particles to assume a surface charge, the amine 

groups needed to accept a proton (becoming ammonium ions). Consequently, these re-

sults support the hypothesis that an active surface chemistry is necessary in order for par-

ticles to exclusively form bridges in IL-based Pickering emulsions [288]. 

Having discussed the first system, we will now move on to the second: 

[P66614][Phos] in [BMIM][PF6]. Most obvious is that the particle self-assembly phenome-

na was a strong function of the continuous phase. In contrast to Figure A11(a), Figure 

A11(d) shows that S-PS particles in this system were not absorbed, but exclusively 

formed bridges between the droplets. Likewise with the C-PS particles (Figure A11(e)), 

though bridging was only an anomaly rather than the dominant morphology. As if to 

complete reversal of morphologies, A-PS particles did not form bridges (Figure A11(f)), 
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but were readily absorbed into the [P66614][Phos] droplets. Comparative analysis of these 

two systems yields important conclusions. 

First, it is clear that the phenomena generally unique to IL-based Pickering emul-

sions: exclusive bridging and particle absorption, may also occur when both phases are 

ILs. Secondly, these results show that the morphologies can be tuned by the constituent 

ILs, not just the particles. These phenomena have important implications for IL-based 

applications. In particle synthesis, phase transfer is often necessary either to place the 

particles in their working environment or apply additional functionalization [296, 330-

332]. These processes usually require additional surface modification of the particles, but 

our results indicate that such measures may not be necessary in an IL environment. Also, 

since bridging can be tuned by the continuous phase, this morphology may be used more 

readily in self-assembly and high internal phase emulsion (HIPE) applications [333-336]. 

 

4. Conclusion and Outlook 

We have reviewed work on the nature of IL-based interfaces and self-assembled 

particle morphologies of IL-in-water, oil- and water-in-IL, as well as the new work on IL-

in-IL Pickering emulsions with emphasis on their unique phenomena, by way of experi-

mental and computational studies. Particle self-assembly allows for alternative applica-

tions to traditional surfactant self-assembly, including the bottom-up preparation of core-

shell microparticles [63], the ease of self-assembly of a multitude of particle types for a 

variety of tasks (metallic nanoparticles for conductivity/catalysis [242, 243], carbon 

nanotubes [331, 337], virus [338, 339], CdSe/InP quantum dots [228], etc.), the ease of 

access to the particle morphologies via microscopy, among others. The use of ionic liquid 
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rather than conventional choice of oil or water in these emulsions allows for the exploita-

tion of the unique properties of ILs including their “green” quality due to their negligible 

vapor pressure and high chemical and thermal stability, and their ease of tunability for 

different applications due to the numerous amount of cation/anion pairs.  

In the IL-in-water Pickering emulsions, particles formed monolayers at ionic liq-

uid-water interfaces and were close-packed on fully covered emulsion droplets or aggre-

gated on partially covered droplets. In contrast to those at oil-water interfaces, no long-

range nearly ordered colloidal lattices were observed. Interestingly, other than equilibrat-

ing at the ionic liquid-water interfaces, the microparticles also exhibited phase preference 

in the dispersed and continuous phases: the sulfate-treated polystyrene (S-PS) and alde-

hyde-sulfate-treated polystyrene (AS-PS) microparticles were extracted into the ionic liq-

uid phase with a high extraction efficiency whereas the amine-treated polystyrene (A-PS) 

microparticles remained in the water phase. These experimental findings were supported 

by PMF calculations, which showed large energy drops as hydrophobic particles crossed 

the interface into the IL phase. 

In the oil- and water-in-IL Pickering emulsions, the S-PS, AS-PS, and C-PS parti-

cles mostly formed monolayer bridges among the oil droplets rather than residing at the 

oil–ionic liquid interfaces, a significant deviation from traditional Pickering emulsions 

morphology. The bridge formation inhibited individual droplet–droplet coalescence; 

however, due to the low density and large volume of the droplet clusters (thus the buoy-

ant effect), the aggregated oil droplets actually promoted oil/ionic liquid phase separation 

and distressed emulsion stability. In  investigating the alteration of the particle concentra-

tion, particle size, and droplet phase type,  three morphology regimes were discovered: (1) 
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single, sparingly covered droplets, (2) bridged clusters of droplets, and (3) fully covered 

droplets. The degree of bridging was directly proportional to the total potential bridging 

area, which could be determined from particle size and concentration. The work identi-

fied new self-assembled particle structure and morphology in solid-stabilized emulsions, 

which contributes to the fundamental understanding of these unique systems. Molecular 

dynamics simulations revealed aspects of the mechanism behind this bridging phenome-

non, including the role of the droplet phase, surface chemistry, and the inter-particle film. 

The novel IL-in-IL Pickering emulsions exhibited both of the morphology 

schemes seen with the IL-in-water and oil/water-in-IL, particle transport with fully cov-

ered or aggregated particle domains or droplet bridging with no particle transport. The 

appearance of these morphologies depended on the particle surface chemistry as well as 

the ILs used. The key to tuning which morphology was observed was ensuring an “acti-

vated” particle surface chemistry, with the acidic particle types having the acidic hydro-

gen removed by the bulk IL and the basic particle type needing free hydrogen in the bulk 

IL to be donated. Therefore, these unique behaviors so prevalent in IL-based Pickering 

emulsions can be controlled using these parameters. 

While the field of ionic liquid science has become quite developed in the recent 

years, the field of particle self-assembly at IL-based interfaces has not seen much interest, 

especially the 3D interface seen in Pickering emulsions. The reviewed work presents the 

fundamentals of these interfaces, which have only recently been explored. Applications 

of these specific systems are yet to be seen, but have the potential to be numerous due to 

the tunability of the ionic liquids and particles incorporated, as well as the particle mor-

phology by combining certain groups of particle surface chemistry, IL type (protic or 
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aprotic), and whether oil or water is incorporated as well. The incorporation of particle 

self-assembly with ionic liquid science allows for new applications at the intersection of 

these two fields, dependent on the original Pickering emulsion morphology. The single 

droplet/particle absorption morphology presents a unique method for the bottom-up prep-

aration of core-shell microstructures by polymerization of the internal phase, which could 

result in novel polymeric ionic liquid microparticles with inorganic particles incorporated 

at the surface and inside, unique particle separation schemes by the absorption of parti-

cles by the IL, as well as novel reaction schemes with catalysis occurring at the particles 

at the interface and within the IL. The unique bridged morphology allows for interesting 

application to high internal phase emulsion applications, novel bridged microstructures 

by polymerization of the internal phase or the particles for membrane formation, self-

assembly of bridged droplet chains or rings by microfluidics, as well as Pickering emul-

sion separation by way of the particles acting as flocculating agents. We expect that the 

findings concerning the fundamentals behind the systems presented in this review will 

increase in importance as ionic liquids see more application in self-assembly applications 

in the coming years. 
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APPENDIX B  

PYRROLE-BASED POLY(IONIC LIQUIDS) AS EFFICIENT STABILIZERS FOR 

FORMATION OF HOLLOW MWCNT PARTICLES 
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1. Introduction  

Carbon Nanotubes (CNTs) have been a material of interest in a diverse set of 

fields because of their remarkable characteristics such as high thermal, mechanical, and 

electrical properties, low mass density, etc. However, agglomeration of the nanotubes and 

their incompatibility with polymer matrices encompass some of the major challenges, 

which limit their employment in the many proposed applications, especially in the field 

of nanocomposites. [91-93, 340] The fundamental limitations of carbon nanotubes high-

light the need to focus on efficient methods for stable CNT dispersion, without reducing 

their desired thermal, mechanical, and electrical properties.  

Broadly speaking, there are two approaches to disperse CNTs: first is the mechan-

ical dispersion method, and the second is the alteration of the surface energy of the 

CNTs, either physically through non-covalent treatment, or chemically by the means of 

covalent bonding. Previously, most of work related to dispersion of CNTs (both single 

walled and multi-walled) have focused on high powered ultrasonication for dispersing the 

materials by using a high shear rate. The major drawback of such an approach is the de-

creased aspect ratio of the nanotubes during the high shear mixing process as well as lim-

ited stability. [94] Chemical methods, particularly the covalent treatment method, offer 

highly stable dispersions due to the chemical functionalization to increase the surface en-

ergy, providing repelling forces in between individual nanotubes.  [95, 341] Although 

this method is efficient, it can cause structural defects in the nanotubes, which signifi-

cantly affects the performance of the CNTs and their potential applications. This occurs 

due to the aggressive nature of the chemical method, including high reaction tempera-

tures and long reaction times, as well as the added surface pendant interrupting the 𝜋-
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electron cloud of the CNTs.  [97] In this context, non-covalent treatment offers an appeal-

ing route to disperse CNTs, mitigating the need for harsh thermal or mechanical treat-

ments and allowing the crucial 𝜋-electron cloud of the graphitic nanotube structure to 

remain completely intact. 

Non-covalent surface treatment for CNT dispersions generally comprises of uti-

lizing different types of stabilizers, typically surfactants having both a hydrophilic and 

hydrophobic group, which are known to facilitate the homogenization of CNTs.  [94, 98, 

99] One of the major drawbacks of surfactant-based stabilization is the need to use of 

large quantities of the stabilizers to prevent the aggregation of CNTs for any extended 

period of time. Secondly, most of the known surfactants used for this application do not 

share the same properties as CNTs, e.g. high conductivity or thermal stability, which in-

terrupts the inherent property of the nanotubes when these molecules wrap around them. 

A new option to lessen the effect of the above disadvantages is to use ionic liquids (ILs), 

liquid salts having both organic and inorganic moieties, as an alternative to create stable 

dispersants of nanotubes. Recently, Fukushima et al. demonstrated this by dispersing 

CNTs in different ionic liquids.  [100] However, the non-covalent wrapping of the CNTs 

in ILs does not yield very stable dispersions in water or organic solvents.  

Polymerized ionic liquids (poly(ionic liquids), PILs) feature a polymer backbone 

and pendant ionic liquid groups and can offer enhanced stability over ionic liquids for 

CNT dispersions. This is attributed to the longer chains of the PILs, which are hypothe-

sized to aid in the wrapping of the CNTs and lead to more stable dispersions.  [342] Apart 

from the stability, PILs also offer extraordinary versatility in terms of hydrophilici-

ty/hydrophobicity, a key factor for utilizing CNTs in different liquid systems. The polari-
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ty of the PILs can be tuned by simple anion exchange reactions to produce PILs of the 

same polymer backbone with a variety of anions, thus they can be solubilized in water to 

many different polar and nonpolar organic solvents corresponding to the polarity of the 

selected anion. Furthermore, PILs also offer the unique possibility of different functional 

backbones. In the present work, we demonstrate how intrinsically conducting polymers 

(or conjugated polymers, ICPs), such as polypyrrole, can be utilized as a functional back-

bone in PILs to create PIL-ICP hybrids to act as stabilizers for multi-walled carbon nano-

tubes dispersions in various solvents. Importantly, we expect to overcome the inherent 

lack of electronic conductivity in a pure ionic liquid-based system and at the same time 

aid the electronic properties of nanotubes, through the employment of the polypyrrole 

backbone, unlike the conventional use of nonconductive surfactants. Additionally, incor-

porating ionic liquid moieties to create the PIL-ICP hybrid system also solves the largest 

barrier to the use of ICPs alone, which is the lack of solubility in aqueous or many organ-

ic solvents, while allowing for the formation of novel CNT dispersions in multiple, dif-

fering solvents with stability in the range of several months.  

The formed PIL-ICP hybrid stabilized CNT dispersions also offer unique possibil-

ities in terms of applications. One unique usage of such dispersions is in the area of sur-

factant-free emulsions or Pickering emulsions, formed by adding an oil phase to the dis-

persion, to create droplets stabilized by MWCNTs. Due to the incorporated flexibility by 

the virtue of the PIL-ICP hybrids, different emulsions can be proposed with the same 

PIL-ICP backbone, such as hexane-in-water or hexane-in-acetonitrile. The Pickering 

emulsions obtained from this technique demonstrate extended stability and unique char-

acteristics. One of the most unique features of this type of emulsion was the ability to 
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generate hollow conductive shells via the stabilization of the CNTs at the oil-

water/acetonitrile interface. The morphology of the CNT particles formed from the emul-

sion droplets were studied with confocal microscopy and further characterized after dry-

ing by scanning electron microscopy (SEM) to view the shell morphology. The hollow 

particles can therefore be used as a payload carrier, depending on the solubility of the 

payload in the oil phase of the Pickering emulsion. In the present work, such an idea was 

demonstrated with silicon nanoparticles, which have limited solubility in the aqueous 

phase. Overall, this work proposes a new class of efficient PIL-ICP hybrid stabilizers 

with controllable hydrophobicity offering extended stability of carbon nanotube disper-

sions with novel applications in hollow particle formation via Pickering emulsion tem-

plating and in placing a payload into the shells.  

 

2. Experimental Methodology 

2.1. Pyrrole-based PIL Monomer Synthesis  

Synthesis of the monomer was carried out according to literature, by first synthesiz-

ing the precursor molecule N-(4-bromobutyl)pyrrole, then using it to yield N-(4-butyl-(1-

methylimidazole))pyrrole bromide monomer.  [343-345] All materials were used as-in 

from the suppliers, without further purification. 0.6 g ground potassium hydroxide (Sig-

ma-Aldrich) and 150 mL dimethylformamide (ACROS Organics) were added to a 250 

mL round bottom flask, under a nitrogen purge, magnetic stirring, and in an ice bath. 5 

mL of 1,4-dibromobutane (ACROS Organics) was added, followed by the addition of 1 

mL pyrrole (ACROS Organics) dropwise. The mixture was stirred for 24 hrs. To purify 

the reaction mixture, 150 mL HPLC water (Fisher Scientific) was added to the reaction 
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solution and the product was extracted into 300 mL diethyl ether (VWR International). 

Magnesium sulfate (Alfa Aesar) was used to dry the solution, and then the ether was 

evaporated under vacuum to yield the precursor molecule, N-(4-bromobutyl)pyrrole. 1H 

NMR: 6.62, 6.12 (aromatic C-H); 3.92, 3.37 (C-H near Br); 1.99, 1.83 (alkane C-H). 1.2 

g N-(4-bromobutyl)pyrrole and 0.59 g 1-methylimidazole (ACROS Organics) were add-

ed to 15 mL acetonitrile (Honeywell), heating at 60 °C under reflux, magnetic stirring, 

and a nitrogen purge two days. The monomer product, N-(4-butyl-(1-

methylimidazole))pyrrole bromide, was then recovered after solvent evaporation. 1H 

NMR: 10.32, 7.87, 7.24, 6.65, 6.12 (aromatic C-H); 4.22, 4.07 (C-H near aromatic); 3.95 

(C-H on methyl group on imidazole ring); 1.92, 1.83 (alkane C-H). 

2.2. Pyrrole-based Hydrophilic and Hydrophobic PIL Synthesis 

The synthesis of the hydrophilic pyrrole-based PIL, poly(N-(4-butyl-(1-

methylimidazole))pyrrole bromide) (PPy-Br), and the two hydrophobic pyrrole-based 

PILs, poly(N-(4-butyl-(1-methylimidazole))pyrrole hexafluorophosphate) (PPy-PF6) and 

poly(N-(4-butyl-(1-methylimidazole))pyrrole bis(trifluoromethane)sulfonimide) (PPy-

Tf2N), were carried out according to literature. [345] 2.3 g of Iron(III) chloride hexahy-

drate (Fisher Scientific) was used as an oxidant and added to 12 mL HPLC water, under a 

nitrogen purge and magnetic stirring. 0.78 g of N-(4-butyl-(1-methylimidazole))pyrrole 

bromide was then added. After addition of the monomer, the solution was stirred for two 

minutes and then kept at room temperature for 24 hours without further stirring. The 

polymerization was terminated by pouring the mixture into a great deal of acetone. The 

black power product was then filtered out and washed with acetone and methanol until 

the washing solution became clear, with subsequent drying under vacuum to yield the 
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PPy-Br product. To form the hydrophobic PILs, a simple anion exchange procedure was 

carried out with PPy-Br and two hydrophobic anion containing salts, potassium hex-

afluorophosphate to create PPy-PF6 and lithium bis(trifluoromethane)sulfonimide to cre-

ate PPy-Tf2N (both salts being from Sigma-Aldrich). 0.02 g of PPy-Br was dissolved in 

10 mL HPLC water, and a solution of 0.04 g of the corresponding salt in 10 mL of water 

was added dropwise to the first solution, under stirring at room temperature for 24 hours. 

The resulting hydrophobic precipitate was filtered and washed with HPLC water and 

dried under vacuum to yield the hydrophobic PIL powders.  

2.3. PIL-stabilized CNT Dispersion and Emulsion Formation 

For stability testing, CNTs were dispersed in various solvents with and without a PIL 

stabilizer. 5 mg of CNTs and 5 mg of a pyrrole-based PIL were added to 25 mL of HPLC 

water. The solution was ultrasonicated for fifteen minutes in an ice bath with a Sonics 

VibraCell 500W to create a stable, homogeneous black solution. For the control without 

the PIL stabilizer, 5 mg of CNTs and 25 mL of the solvent were sonicated in an ice bath 

for the same time. To create the hexane-in-water Pickering emulsion stabilized by the 

PIL-CNT, 1.5 mL of hexane was added to a solution of CNTs stabilized in water by PPy-

Br, according to the procedure above. This was then put on a shaker for 10 minutes. Hex-

ane-in-acetonitrile emulsions with PPy-PF6 or PPy-Tf2N as the CNT stabilizer were pre-

pared in an identical fashion. A 2.5% w/w suspension of Silicon (Si) nanoparticles in oc-

tane was mixed with the CNT suspension at a ratio of 3:5 by volume. The ratio of the 

weights of Si nanoparticles to CNT was 1:1. 
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2.4. Material Characterization and Hollow Particle Formation 

1H Nuclear Magnetic Resonance (NMR) spectra were taken with a Bruker 400 MHz 

NMR spectrometer in deuterated chloroform (Cambridge Isotope Laboratories). Fourier 

transform infrared spectra (FTIR) were generated with a Bruker IFS 66V/S FTIR spec-

trometer, incorporating the samples into potassium bromide pellets. A TA Instruments 

Thermogravimetric Analyzer (TGA) Q500 was used to analyze the thermal weight loss 

under air. The PIL samples were placed in a tared platinum crucible and heated from 25 

to 600 °C at a heating rate of 10 °C min−1
, while the PIL-CNT emulsion samples were 

heated from 25 to 900 °C at a heating rate of 20 °C min−1. Microscopic morphologies of 

the solutions and emulsions were taken using a confocal laser-scanning microscope 

(Leica TCS SP5), a FEI/Philips XL30 Environmental FEG Scanning Electron Micro-

scope (SEM), and a Philips CM200-FEG Transmission Electron Microscope (TEM). To 

yield the hollow particles, the emulsion droplets were initially frozen at -18 °C and then 

freeze dried using a 1L bench top Labconco FreeZone freeze dryer for 24 hours followed 

by gold sputtering for 100s. The obtained frozen emulsion particles were subsequently 

studied using the XL-30 SEM for surface morphology.  

 

3. Results and Discussion 

3.1. Synthesis and Characterization of Pyrrole-based PILs 

 The synthesis of the polypyrrole-based poly(ionic liquids) (PILs) was performed 

following the synthesis of the precursor molecule, N-(4-bromobutyl)pyrrole, and then the 

creation of the hydrophilic N-(4-butyl-(1-methylimidazole))pyrrole bromide monomer. 
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This monomer was then polymerized with the aid of iron chloride hexahydrate as an oxi-

dant to create the hydrophilic PIL-ICP hybrid, poly(N-(4-butyl-(1-

methylimidazole))pyrrole bromide) (PPy-Br). Simple anion exchanges with the salts po-

tassium hexafluorophosphate and lithium bis(trifluoromethane)sulfonamide, yielded the 

hydrophobic PIL-ICPs, poly(N-(4-butyl-(1-methylimidazole))pyrrole hexafluorophos-

phate) (PPy-PF6) and poly(N-(4-butyl-(1-methylimidazole))pyrrole 

bis(trifluoromethane)sulfonimide) (PPy-Tf2N), respectively. 

 

Figure B1. FTIR spectra of the synthesized polypyrrole-based PILs with their respective 

chemical structures below each curve, from the top down, PPy-Br (green), PPy-PF6 (red), 

and PPy-Tf2N (blue). 

Figure B1 shows the FTIR spectra of these three synthesized PILs to show the successful 

creation of the PILs and anion exchanges. From the FTIR spectra, the characteristic peaks 

of the poly(pyrrole) (PPy) backbone in the range of 3600 – 3200 and 1700 – 1200 cm-1 

can been seen. In addition, absorption bands near 1050 cm-1 (–NH bending deformation) 
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and 950 cm-1 (-CH out of plane bending) can be observed. This indicates that each PIL 

has the same PPy backbone.  

The anion exchange of the PILs was done to control the hydrophilicity, as the Br 

anion is highly polar and hydrophilic and can be easily exchanged with nonpolar and hy-

drophobic anions to yield hydrophobic PILs as precipitates in water to be easily filtered 

off and recovered. The anion exchange between Br and PF6 can be seen in the FTIR spec-

tra through the addition of absorption bands in the PPy-PF6 spectrum at 1169 cm-1, 841 

cm-1, and 559 cm-1 corresponding to the newly present P-F bonds. [345] The anion ex-

change between Br and Tf2N is recognized through the appearance of peaks correspond-

ing to the Tf2N anion, including 1350 cm-1 (SO2), 1200 cm-1 (CF3), 1150 cm-1 (SO2), and 

1050 cm-1 (S=N=S))2, cm-1).  [346] With the successful synthesis of three PIL-ICP hy-

brids of varying hydrophobicity, we sought out to take advantage of these characteristics 

to stabilize CNTs in various solvents, with subsequent emulsion formation and hollow 

particle generation. 

 

3.2. Polypyrrole-based PIL-stabilized MWCNT Dispersions 

Traditional ionic surfactants, such as sodium dodecyl sulfate (SDS), have long 

been used as a dispersant for carbon nanotubes. However surfactants such as SDS are not 

thermally stable for many procedures, including large scale melt-blend processing. As far 

as aqueous dispersions of CNTs are concerned, long-chain ionic liquids (ILs) can be good 

alternatives to traditional surfactants. Fukushima first described the efficacy of such ma-

terials with imidazole-based IL systems. [100] Surfactant-like long-chain ILs such as 1-

alkyl-3-methylimidazolium bromides, butyl-a,b-bis(dodecylimidazolium bromide), car-
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bazole tailed ILs (1-n-(N-carbazole)alkyl]-3-methylimidazolium bromide) and imidazoli-

um ion-based ILs with hexadecyl alkyl chains have been found to be quite effective in 

dispersing CNTs in water. 

 

Figure B2. MWCNTs dispersed in water without (a and c) and with (b and d) the PPy-Br 

stabilizer. a and b: macroscopic stability 8 hr after dispersion (insets left) and correspond-

ing confocal images with 25 μm scale bars, c and d: TEM images of the CNT dispersions 

with 5 μm and 500 nm scale bars, respectively. 

It is also worth mentioning here, that although majority of work utilizes these types of 

ILs, other combinations are also possible as proposed in literature and several types of 

long- and short-chain ILs have been investigated to disperse CNTs in aqueous solvents. 

[342] However, when using short-chain ILs, the stability of the CNT dispersions is not 
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very long. In the present work, the unique synthesized pyrrole-based PILs were utilized 

as stabilizers of multi-walled carbon nanotubes (MWCNTs) in order to achieve enhanced 

emulsion stability, take advantage of the increased thermal and electrical properties of the 

pyrrole backbone and the tuning of the hydrophobicity by selection of the PIL anion to 

disperse the CNTs in varying solvents. 

Figure B2 compares the stability and resulting microscopic morphology of CNT 

dispersions in water with and without the hydrophilic PIL, PPy-Br, as the stabilizer. The 

macroscopic images of the dispersions in Figure B2a and b (left inset) demonstrate the 

efficacy of the PIL as a dispersant, with these images taken 15 min after ultrasonication. 

It can be clearly seen that the CNT dispersion with no stabilizer has fully destabilized, 

while the PPy-Br successfully stabilizes the CNTs to create a homogenous black solution. 

All of the samples prepared here have dispersion stability greater than 6 months. The 

confocal and TEM images confirm the micro- and nano-stability, respectively, with large 

aggregates seen for CNT-in-water without a dispersant for both the micro- and nano-

regime. For the dispersion with PPy-Br, no large aggregates can be seen in the confocal 

images and the resulting TEM images clearly show individual nanotubes, which have 

been spaced away from each other by the PIL. No large aggregates where seen with TEM 

for the dispersion with PPy-Br. 

Like traditional surfactants, the PIL-based stabilizers adsorb on the CNT surface 

via their hydrophobic polypyrrole backbone and long alkyl chain orienting the cationic 

imidazolium groups with the corresponding hydrophilic Bromide anion toward the aque-

ous phase. The positive charges created on the CNTs prevent them from aggregating and 

give them extended stability due to the enhanced zeta potential caused by their charged 



200 

nature. The high stability is additionally ascribed to longer chains of the polymerized ion-

ic liquid, which can easily wrap around the nanotubes, as illustrated in Figure B3a. This 

property of the polymerized ionic liquid is different from other non-covalent methods, in 

that the molecular weight of the PILs is much higher than a simple surfactant or mono-

meric IL, which generally lead to lower dispersion stability of CNTs in water or organic 

solvents. This hypothesis is supported by the fact that the dispersing ability of the surfac-

tants generally increases with the increasing length of the alkyl chain, which is reflected 

by an increased absorbance on the UV–NIR spectrum. [347] For simple ionic liquids, the 

effect of different groups at the 3-position of the imidazole ring with a hexadecyl alkyl 

chain has been investigated in terms of CNT dispersing ability. [348] Through a system-

atic study, it was found that hydrophobic groups (e.g., phenyl group) increased the affini-

ty of the surfactant towards the CNTs, but too hydrophobic of a group decreased the wa-

ter solubility of the surfactant, thus favoring micelle self-assembly. Results of this study 

demonstrated that 1-hexadecyl- 3-phenylimidazolium bromide was the most efficient 

among the investigated surfactants. [348] Hence, a good balance between the hydrophilic 

and hydrophobic domains is needed to obtain an effective CNT stabilizer, which is easily 

obtained by the tunability of the PIL-ICP stabilizers in this work. Liu and co-workers 

showed that IL-based Gemini (dimeric) surfactants, which consist of two imidazole ring 

head groups and two hydrophobic chains separated with a spacer, were more effective in 

dispersing CNTs than the IL-based monomeric surfactants. The long alkyl chain ILs 

formed aqueous dispersions of CNTs, which remained stable for months. Zhou and co-

workers investigated the dispersion of CNTs using very small amounts of short-chain ILs 

in water and found that ILs bearing both an amino group and imidazolium or pyridinium 
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core are very effective in dispersing CNTs in water. [349] A very small quantity of IL, as 

little as 1.4 wt%, was sufficient to achieve this. In our work, a 1:1 mass ratio of PIL stabi-

lizer to CNT was used for the dispersions, which is much less than dispersions utilizing 

conventional surfactants.  [350]  

Table B1. PIL-ICP polarity importance in dispersing MWCNT in various solvents (stable 

dispersion denotes a greater than 6 month stability). 

 

Modifying the polarity/hydrophobicity of the overall PIL by simple anion ex-

change is one of the major advantages of their use as a stabilizer, with Table 1 demon-

strating the dispersion capability of the three synthesized PILs for CNTs in varying sol-

vents, forming stable solutions for longer than 6 months. PPy-Br can easily form stable 

dispersions of CNTs in water, but was unable to form stable dispersions in acetone or ac-

etonitrile due to the hydrophilic/polar nature of the PIL, a direct result of the Br anion. In 

contrast, PPy-PF6 and PPy-Tf2N were able to form stable dispersions in acetone and ace-

tonitrile, but not water, due to their non-polar hydrophobic nature, with Tf2N being a 

more hydrophobic anion that PF6. [351]  
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Figure B3. (a) TGA scans showing the comparative degradation of the synthesized PIL-

ICP hybrid powders. (b) TGA scans showing the comparative degradation of the respec-

tive dried PIL-CNT dispersions with the pristine MWCNTs, showing the interaction be-

tween the two materials with the inset schematic showing the proposed interaction be-

tween the PIL-ICP hybrid stabilizers and the surface of a MWCNT. 

Thermogravimetric analysis (TGA) can been used to probe the interaction be-

tween the PIL stabilizer and the CNTs. Figure B3a shows the TGA scans for the neat PIL 

stabilizers in air, with PPy-Br possessing the least stability, with PPy-Tf2N possessing the 

most stability before the decomposition step around 345 ºC, where the trend switches and 

PPy-PF6 is the most stable. These differences in stability are directly related to the differ-
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ences in the stability of the anion, with the hydrophobic PF6 and Tf2N stabilizing the PPy 

backbone, until there is a drastic degradation of the many function groups in the Tf2N an-

ion, with the PF6 anion remaining the most stable to thermal loss. As seen from literature, 

the quantity of the grafted PIL moiety can be determined from TGA. From Figure B3b, 

the decomposition temperature of the pristine MWCNT under an air atmosphere near 640 

°C. For the CNTs associated with the PIL stabilizers, there are multiple degradation 

steps, which are associated with the PIL-CNT interactions, as seen in Figure B3c. Inter-

estingly, the CNT decomposition is also determined by the PIL counterion. The stability 

of PF6 ion was found to higher than the TF2N and Br ions, reflecting the stability of the 

pure powders in Figure B3.  

 

3.3. Oil in water emulsion stabilized by PIL-MWCNT  

The poly-ionic liquids synthesized in the previous section demonstrated superior 

ability of carbon-nanotube stabilization. Along with a conductive backbone the present 

method of CNT stabilization offers the unique capability of dispersing and stabilizing the 

CNT for extended period of time.in various conditions; both aqueous and organic. The 

latter ability of utilizing versatile dispersion solvent is credited to possibility of facile ex-

change of anions. The replacement of ions has a strong influence on the hydro-

philic/hydrophobic character of the PILs. In the present section we explore the idea of 

utilizing such dispersions as template for stabilizing two immiscible phases, e.g. water 

and hexane. The present approach of utilizing nanotubes as the stabilizing agent could be 

bracketed under novel Pickering emulsions technique.  
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Figure B4. Confocal images of the Pickering emulsions showing the CNT-stabilized 

droplets. (a) PPy-Br / CNT / water (green color showing fluorescein dye), (b) PPy-Tf2N / 

CNT / acetonitrile (pink color showing Rhodamine B dye). 

The confocal microscope images in Figure B4 clearly depicting the ability of the 

nanotube dispersions for formation of emulsion with regular droplet size in two immisci-

ble phase combinations; water-hexane and acetonitrile-hexane. On homogenizing the 

CNT laden water or acetonitrile phase with hexane, an immiscible solvent, there is quick 

movement of CNT to the oil and water interface. The fluorescent dyes, green fluorescein 

for water and pink Rhodamine B for acetonitrile were used to identify the presence of 

these solvents as the continuous phase, with hexane as the droplet phase (with hexane 

solubilizing neither dye). Specifically, the aqueous/acetonitrile phase became very clear 

and transparent, demonstrating that the CNTs had completely transferred to the oil/water 

interface of the emulsions. Specifically, both the vials contained equal volumes of water 

and hexane with PIL and CNT in a 1:1 ratio. The emulsion phase accounted for ∼40% 

volume fraction of the total liquid, and was present at the interface between the remaining 

fractions of the water/acetonitrile-hexane interface. The obtained emulsion was very sta-
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ble during storage under ambient conditions, with the droplet size remaining mostly un-

changed over 100 h. As gradual evaporation of the organic solvent, some of the CNTs 

transferred to the wall of the vial and the total volume of emulsion was reduced. Im-

portantly, both these emulsions show good coverage and have considerable homogeneity 

in terms of droplet size.  

To visualize the droplets better, the water was dyed with the hydrophilic com-

pound, sodium fluorescein (Figure B4a). Similarly, in Figure B4b the continuous acetoni-

trile phase had Rhodamine b incorporated for the distinctive pink coloration. For the wa-

ter/hexane emulsion, a dye solubility test was performed by tracing the color of the emul-

sion droplets and the continuous phase after adding the above mentioned green water-

soluble dye), and observing that the color remained outside the droplets in the acetonitrile 

phase only, with no coloration appearing in the droplet phase. Importantly, apart from the 

visual appearances, the crucial CNT stabilizing molecule is different in both these exper-

iments: PPy-Br (Figure B4a) and PPy-Tf2N (Figure B4b). The studies clearly reveal that 

both these previous CNT dispersions are compatible enough for emulsion formation. 

Moreover, such studies acquire novelty in terms of ease of formation and stability (great-

er than 100 hours) in versatile media. Such diversity and tunability has not been achieved 

previously by other methods and thus possesses the possibility of expanding the utiliza-

tion of these emulsion for diverse applications. Previously, certain pure ionic liquids have 

tried to demonstrate similar capability of being used as dispersant and replacing surfac-

tant for formation of novel Pickering emulsions. However, these studies require addition 

of certain additives or particles; e.g. silicon to aid in stabilizing the immiscible phases and 

therefore cannot be classified as pure CNT stabilized emulsions. [352] Furthermore, stud-
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ies were undertaken to probe the ability of the above synthesized PILs as dispersant by 

themselves, but showed limited ability to do so.   

Among, the other studies in this field, Gao et al. utilized acid treated dispersions 

of CNT along with pure ionic liquid as a similar template for Pickering emulsion process.  

[353] They suggested that the ionic liquids can be used to stabilize two immiscible phas-

es, water and cyclohexane with the aid of acid treated nanotubes. The hydrophobic ionic 

liquid, e.g. 1-butyl-3-methylimidazolium hexafluorophosphate, is useful in helping to 

tune the highly hydrophilic character of the acid treated nanotubes to mix the nanotubes 

with the oil phase which was cyclohexane in their case study. Although, such studies 

clearly indicate the efficacy of ionic liquids as good dispersant; the nanotubes still need 

prior treatment before their use as Pickering emulsion stabilizers. Therefore, the present 

use of poly(ionic) liquid could be considered superior to the method proposed by Gao and 

co-workers as it allows the option of utilizing various solvents. Moreover, the use of acid 

treatment for previous methodology is expected to decrease the aspect ratio of the CNT, a 

fact which has been verified before.  [94] Also Figures A4a, A4b demonstrate that the 

PILs stabilized nanotubes are considerably more efficient than their ionic liquid alterna-

tive is able to form the emulsion droplets of considerable uniform size. Importantly, ratio 

of the CNT to poly(ionic-liquid) is 1:1 to form these emulsions droplets which considera-

bly lesser than the surfactants required (> 5 times) for similar purposes. The microscopic 

image taken for the liquid droplets acquired from the emulsion phase shows that the aver-

age emulsion droplet sizes appear to be around 3-20 μm, tens of times smaller than those 

prepared by only MWNT. 



207 

 

Figure B5. (a), (b) SEM images of the formed hollow particles from the PPy-Br / CNT / 

water Pickering emulsions. (c) Schematic showing the morphology of the CNT shell. (d): 

Confocal image depicting Si nanoparticle incorporation in the CNT stabilized hexane 

droplets. 

3.4. Formation of Hollow Particle Shells 

The formed emulsions in Figure B4 demonstrated that ability of using different 

PILs for formation of versatile emulsions with the help of nanotubes. The nanotubes are 

dispersed only at the interface due to the effect of PILs which are wrapped on the surface 

of the CNTs. Figure B5, elucidates a facile method of forming hollow particle using the 

same Pickering emulsion as discussed above. The method relies on the controlled evapo-

ration of the water and hexane phase with the CNT particles clubbed carefully at the in-

terface, as seen in the schematic in Figure B5c. Unlike the previous work of Panhuis et al. 
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which suggested the cross-linking of emulsion by glutaradehyde for formation of hollow 

CNT particles, the present method does not on involve chemical cross-linking. [354] In-

stead the self-assembly nature of the CNT allows the formation of homogenous droplets. 

To understand the morphology of the droplets, continuous phase was carefully dried with 

help of freeze-dried and then studied under the SEM, as seen in Figure B5a, b. The SEM 

studies reveal presence of good stability of the emulsion, as the droplet diameter was 

uniquely uniform in the experiment. 

The hollow nature of such particles presents a unique possibility of incorporating 

functional particles. Silicon is a unique material, which is been presently studied for high 

charge retention in electrochemical application. However, such applications are chal-

lenged by the enormous expansion of silicon on account of charging. Here, the hollow 

particles formed before can is used for the encapsulation of silicon nanoparticles. Figure 

B6d is a confocal image of hollow emulsion droplets with average diameter of ~30 µm, 

with Silicon nanoparticles present in the droplet shells. By varying the z depth of the con-

focal image the hollow nature of the particles was clearly seen. The silicon nanoparticles 

were 50-70 nm in diameter and were mixed with the oil phase (hexane) initially. The oil 

phase was then mixed with aqueous PIL-stabilized CNT dispersion to create the emulsion 

as before. The confocal microscope image in Figure B6d shows the hybrid structure in 

the wet phase, and the silicon nanoparticles, seen as small black dots in the image, are in 

well distributed in the oil phase. The above reported method offers a simple emulsion-

templated directed assembly technique for forming silicon-carbon composite particles, 

which could be further investigated for energy/electrochemical applications. Using this 

method, we were able to confine the Si nanoparticles to regions that are surrounded by a 
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porous carbon nanotube cage and an interconnected conductive carbon nanotube net-

work. 

 

4. Conclusion  

Poly(ionic liquid)s (PILs) with an intrinsically conducting pyrrole polymer (ICP) 

backbone were synthesized and utilized as novel dispersants of carbon nanotubes (CNTs) 

in various polar and nonpolar solvents. This is due to their highly tunable nature, in 

which the anions can be easily exchanged to form PILs of varying polarity but with the 

same polycation. These CNT dispersions were exceedingly stable over many months, and 

with the addition of hexane, Pickering emulsions with the PIL-stabilized CNTs at the 

droplet interfaces were formed. Depending on the hydrophobicity of the PIL, hexane-in-

water and hexane-in-acetonitrile emulsions were formed, the latter marking the first non-

aqueous stabilized-CNT emulsions and corresponding CNT-in-acetonitrile dispersion, 

further advancing the processability of CNTs. The PIL-stabilized CNT Pickering emul-

sion droplets generated hollow conductive particles by subsequent drying of the emul-

sions. With the emulsion templating, the hollow shells can be used as a payload carrier, 

depending on the solubility of the payload in the droplet phase of the emulsion. This was 

demonstrated with silicon nanoparticles, which have limited solubility in aqueous envi-

ronments, but great scientific interest due to their potential electrochemical applications. 

Overall, this work explored a new class of efficient PIL-ICP hybrid stabilizers with tuna-

ble hydrophobicity, offering extended stability of carbon nanotube dispersions with novel 

applications in hollow particle formation via Pickering emulsion templating and in plac-

ing payloads into the shells. 
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APPENDIX C  

A COMBINED EXPERIMENTAL AND MOLECULAR DYNAMICS STUDY OF  

IODIDE-BASED IONIC LIQUID AND WATER MIXTURES 
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1. Introduction 

Ionic liquids (ILs) are salts that remain liquid at or below 100 °C, and often at or 

below room temperature. They remain liquid at such unusually low temperatures due to 

bulky, asymmetric constituent ions which resist crystalline packing. [355, 356] As they 

are liquids made up entirely of ions, ILs have unusual properties that make them poten-

tially useful for a variety of applications including polymerization,  [357, 358] gas sepa-

ration,  [359] enzymatic reactions,  [360] and batteries.  [361] One useful aspect of ILs is 

their tunability—because each ionic liquid consists of a cation and an anion, cations and 

anions can be mixed and matched to obtain desired properties.  [362] The properties of 

ILs can be further tuned by mixing them with other liquids such as water.  

Water/IL mixtures have been explored for use in bio-engineering applications 

such as dissolving biopolymers,  [363] destructuring starch,  [364] and pretreating bio-

mass for use in fuels.  [365] These mixtures have also found important use in electrical 

applications, serving as electrolytes for dye-sensitized solar cells [366] and the electro-

deposition of zinc films.  [367] Adding water to ionic liquids is particularly useful in 

electrical applications because ionic liquids, while they can function as charge carriers, 

are highly viscous. This high viscosity limits the diffusion of charge carriers, thus limit-

ing conductivity. Adding a low-viscosity solvent like water, therefore, has been found to 

greatly improve electrical performance.  [368] The most common electrochemical appli-

cation utilizing iodide ionic liquids, dye-sensitized solar cells, work most effectively with 

a low water content (about 10% by mole ).  [366] However, the triiodide/iodide redox 

couple has been used in other electrochemical devices, many of which do not have the 

same limits as regards to water content as cells containing dyes.  [369, 370] Some of 
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these applications, such as molecular electric transducer (MET) based sensors [371] cur-

rently use water-based electrolytes, but their usefulness could be limited by the working 

temperature range  of water. Furthermore, water can act as a hydrogen bond donor with 

halide salts such as ILs to greatly lower the mixture transition temperature,  [372] poten-

tially creating mixtures with an unusually wide operating temperature. Hopefully, the 

study of iodide IL/water mixtures will pave the way for the use of ILs in a wider variety 

of electrochemical devices.  

This paper examines mixtures of water with 1-butyl-3-methylimidazolium iodide 

([BMIM][I]). While pure alkyl-imidazolium iodide ILs have been widely employed as 

iodide sources in electrolytes for dye-sensitized solar cells,  [373] their usefulness is lim-

ited by their particularly high viscosity. Thus, we set out to overcome this limitation by 

adding water to lower the viscosity of [BMIM][I]. The properties of such mixtures have 

not been systematically studied or even reported. Here, we combine an experimental 

study with molecular dynamics (MD) simulations to explore the properties of 

[BMIM][I]/water mixtures. 

In the experimental study, density, melting point, viscosity, and ionic conductivity 

were reported for a range of concentrations of water in the IL. Trends in these properties 

were identified. The density measurements were used to tune an all-atom molecular dy-

namics model describing [BMIM][I], which was then used in MD simulations of the 

same [BMIM][I]/water mixtures. Similar simulations have been used to study mixtures of 

other ILs with water [374-377] and allow description of the molecular structure and fun-

damental physics of these mixtures. In this study, the results of MD simulations were di-

rectly compared to the experimentally measured properties, relating molecular-level 
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physics and structure to the macroscopic behavior of the mixtures. This study does not 

only provide a greater theoretical standing of ionic liquids and their mixtures—it also al-

lows researchers to tune mixtures for desired properties such as conductivity and viscosi-

ty. We also hope that researchers might consider the usefulness of iodide-containing ionic 

liquids and their mixtures for a wider variety of applications in the future. 

 

2. Materials and Methodology 

2.1 Experimental Section 

2.1.1. Materials and Mixing 

The ionic liquid 1-butyl-3-methylimidazolium iodide ([BMIM][I]) was purchased 

from Ionic Liquids Technologies Inc. and the water was HPLC grade from Fisher Scien-

tific. Both were used as received, without further purification. The ionic liquid/water 

mixtures were prepared by ultrasonic agitation for 1 minute with a Sonics VibraCell 

500W in an ice water bath at an amplitude of 21%. The mixtures were observed to be 

homogenous and fully miscible by visual inspection.  

2.1.2. Density 

Density values were obtained by using a 2 mL specific gravity bottle at room 

temperature, following calibration of the bottle with pure HPLC water.  

2.1.3. Melting Point  

The melting points of the mixtures were measured using a TA Instruments Q20 

differential scanning calorimeter (DSC). A cooling scan was performed from 20 to -90 

°C at a rate of 2 °C min-1, and themelting point was determined with the TA Universal 
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Analysis software at the large spike in the heat flow signifying the heat of fusion. Tzero 

pans with lids were used to contain all samples, with air used as the reference. 

2.1.4. Viscosity 

A TA Instruments AR-G2 rheometer equipped with a 60 mm, 1° cone was used to 

measure the viscosity via a flow procedure, with the temperature kept at 25°C via a water 

cooled/heated Peltier plate. A strain rate sweep was performed from 0.1 to 100 s-1. The 

IL/water mixtures were generally Newtonian fluids with a constant viscosity across sheer 

rates, and so the viscosity at a sheer rate of 1 s-1 was taken to be the viscosity of each 

mixture.  

2.1.5. Conductivity 

Conductivity measurements were determined via Oakton PC 700 

pH/mV/Conductivity benchtop meter. The instrument conductivity ranges from 0 to 

200.00 mS. The instrument has a full scale resolution of 0.5% and an accuracy of ±1%. 

Throughout the experiment, the sample was placed in a constant temperature water bath 

kept at 300.0 ± 0.5 K. Each measurement was repeated three times and the average values 

were evaluated. In addition, prior to each measurement, the instrument was calibrated 

with corresponding KCl conductivity standard solutions.  

2.2 Computational Section 

 Simulations were performed using the GROMACS 4.6 package.  [273, 275, 378] 

Simulation systems were designed to mirror the same [BMIM][I]/water mixture propor-

tions studied in the experimental section. The total number of molecules in each system 

was chosen to give a simulation box of approximately 5x5x5 nm. The number of 
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[BMIM][I] pairs and water molecules in each system is shown in Table C1. In each sys-

tem, molecules were placed in a simulation box randomly and then allowed to equilibrate 

for 1 ns.  

Table C1. Compositions of simulation systems. 

  mole % water 

 pure 

[BMIM][I] 

10% 20% 30% 50% 70% 90% 

[BMIM][I]  

(# ion pairs) 

 

450 450 440 420 400 360 300 

Water 

(# molecules) 

0 50 110 180 400 840 2700 

 

Water was described with the extended simple point charge (SPC/E) model. [280] 

The BMIM molecule was described by the all-atom force field developed by Lopes, et al.  

[277] and refined by Bhargava and Balasubramanian.  [279, 379] In keeping with this 

force field, h-bonds within the BMIM molecule were constrained by the LINCS algo-

rithm.  [380, 381] The Leonard-Jones parameters for iodide were taken from the opti-

mized intermolecular potentials for liquid simulations (OPLS) force field.  [276] For both 

BMIM and iodide, we scaled the partial atomic charges to give total molecular charges of 

±0.5. The technique of scaling charges in this manner has been extensively used to cap-

ture the effect of charge transfer between cation and anion in ionic liquids when using a 

non-polarizable force field.  [279, 382-386] Models with scaled charges have been found 

to simulate density and diffusivity of ionic liquids better than models using charges of ±1.  

[279, 387, 388] In this case, the charges were scaled to fit the simulated densities of 

[BMIM][I]/water mixtures to the densities measured by experiment. With molecular 
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charges of ±0.5, densities of each simulation were within 1.6% of the experimental densi-

ty (as seen in Table C2 in the results section below). 

After the initial boxes were generated, 1,000 energy minimization steps were per-

formed using the steepest descent method.  Initial atomic velocities were generated with a 

Maxwellian distribution at an absolute temperature of 300K.  Newton’s equation of mo-

tion was integrated using the leap-frog algorithm with a time step of 0.002 ps.  All simu-

lations were carried out under the NPT ensemble using the Berendsen-thermostat [389] to 

maintain temperature at 300K and the Parinello-Rahman barostat [390] to maintain pres-

sure at 1 bar.  The Particle-Mesh Ewald (PME) method was used to account for long-

range electrostatic interactions.  The cut off distance for Lennard-Jones forces was cho-

sen as r = 1.2 nm to match the cut-off used by the developers of the BMIM forcefield.  

[277, 279] After the simulation, densities, radial distribution functions, and diffusion co-

efficients were calculated using GROMACS analysis tools and the simulation systems 

were visualized using visual molecular dynamics (VMD). [391] 

 

Figure C1. a) Density and b) melting point of binary water/[BMIM][I] mixtures by mole 

fraction water (X1). The vertical line at X1=0.5 for each chart is provided for guidance.  
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3. Results and Discussion 

3.1. Densities and Melting Points of [BMIM][I]/Water Mixtures 

Density and melting point were measured as each of these properties is related to 

the internal structure and molecular interactions of ionic liquids and their mixtures. The 

values of each for [BMIM][I]/water mixtures containing various percentages of water are 

shown in Figure C1.  

The density of the mixture decreases only slightly (staying almost steady) be-

tween 0 and 50% water. From 50 to 100% water, density decreases exponentially with 

increasing water. The trend in melting points is similar, with one major difference—

between 10 and 50% water, adding more water actually decreases the melting point, the 

opposite trend from that which might be expected given the relatively high melting point 

of water. As more water is added past 50% the melting point increases rapidly.  

From these results, it is clear that there are two distinct regions within the range of 

[BMIM][I]/water mixtures—one encompassing all mixtures up to 50% water by mole, 

and one encompassing all mixtures from 50% to pure water. Both properties shown 

above—density and melting point—are related to molecular-level ordering within the 

liquid. Density depends on the packing-together of molecules, while ionic liquids have 

unusually low melting points because their bulky structures prevent the formation of 

crystal structures. Therefore, it is likely that the two regions of IL/water mixtures (above 

and below 50% water) have different structures on the molecular scale. To explore this 

phenomenon, we employed molecular dynamics simulations performed in parallel to the 

experimental measurements. 
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Table C2. Simulated vs. experimental mixture density at 300K. 

 Density  

X1 

(mole fraction 

water) 

Simulation 

(g/cm3) 

Experiment 

(g/cm3) 

% Differ-

ence 

0 1.465 1.489 -1.6% 

0.1 1.462 1.476 -0.9% 

0.2 1.459 1.476 -1.1% 

0.3 1.454 1.462 -0.6% 

0.5 1.437 1.450 -0.8% 

0.7 1.398 1.392 0.4% 

0.9 1.259 1.259 0.3% 

 

 The densities calculated from MD simulations of the [BMIM][I]/water mixtures 

were compared to experimental densities, as seen in Table C2. The difference between 

the simulated and experimental densities ranges from -1.6% to 0.3%, indicating that the 

model is adequate to describe the interaction between water and [BMIM][I] molecules. 

Figure C2 shows representative snapshots of the simulation system for each of the 

mixtures. From viewing the system visually, it is possible to make qualitative judgments 

about the molecular ordering within the mixtures. At low water concentrations, individual 

water molecules are suspended within [BMIM][I]. Each water molecule is paired with at 

least one iodide atom, and most have attracted two. At 50% water, the water molecules 

are beginning to form chains of water-iodide-water. After this point, the overall structure 

changes drastically with additional water. By 70% water, chains of water reach across the 

simulation box, and not every water molecule is matched by an iodide atom, though near-

ly every iodide is attached to a water chain. At 90% water, the system resembles water 



220 

with [BMIM][I] dissolved in it more than it does [BMIM][I] with chains of water snaking 

through.  

 

Figure C2. Representative snapshots of MD simulation boxes for mole percentages of 

water ranging from 10-90%. Each dot is an atom, with yellow representing [BMIM], red 

[I], and blue water. 

These observations offer reasonable insights into the experimental trends illustrat-

ed in Figure C1. There are two distinct regions comprising mixtures with less and more 

than 50% water. At 50% water, the water molecules begin to aggregate, forming chains 

and then aggregated masses, drastically changing the molecular structure and therefore 

the macroscopic properties of the mixture as water increases. 
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Figure C3. A comparison of the conductivity (in black) and average viscosity (in blue) of 

binary water/[BMIM][I] mixtures by mole fraction water (x1).  

3.2. Viscosities and Conductivities of [BMIM][I]/Water Mixtures 

Viscosity and ionic conductivity were measured as both properties are highly rel-

evant to potential electrochemical applications of [BMIM][I]/water mixtures. These 

properties are shown in Figure C3.  

Viscosity and conductivity are generally related, as high viscosity impedes the 

movement of ions. Figure C3 confirms this relationship, showing that conductivity in-

creases exponentially as viscosity decreases with a similar trend. 

 As hydrogen bonding is one of the most significant factors effecting the viscosity 

of ionic liquids [392], it is not surprising that water content strongly effects viscosity: as 

water is added to [BMIM][I], the viscosity drops sharply. However, this effect seems to 
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be more powerful for [BMIM][I]/water mixtures than for aqueous mixtures of other im-

idazolium ionic liquids. 

 

Figure C4. BMIM (yellow), iodide (red), and water (blue) from simulation, showing hy-

drogen bonds. 

For example, neither [BMIM][SCN], [393][EMIM][EtSO4], [EMIM][OTf], nor [EM-

IM][TFA]  [394] show such a steep drop in viscosity at compositions below 50% water. 

The viscosities of all of these ionic liquids decrease with added water, but more slowly. 

From this observation, it can be assumed that the interaction between iodide and water 

accounts for the dramatic drop in viscosity with increasing water content and is important 

to the behavior of these mixtures.  The MD simulations bear out this assumption. Figure 

C4 shows a representative picture of the arrangement of BMIM, iodide, and water from 

the simulation, making it clear that iodide forms hydrogen bonds with the water. The pat-

tern shown here reoccurs throughout the simulation, with water and iodide effectively 

forming chains of hydrogen-bonded molecules. 
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Figure C5. Viscosity deviation vs. mole fraction water (x1). The line is a Redlich-Kister 

polynomial [392] fit to the data by least-squares regression. Redlich-Kister polynomials 

describe excess molar quantities such as excess molar volume and viscosity deviation. It 

is the form Qij = xixj ∑ Bk(xi − xj)
km

k=0  where i and j are any two components, Bk are 

parameters fit by regression, and m is the degree of the polynomial expansion. In this 

case a third order polynomial was used.    

The intermolecular interactions within the mixtures are further illustrated by the 

viscosity deviation—a measure of how the mixture viscosity differs from the viscosity of 

an ideal mixture. Viscosity deviation is calculated by the equation [395] 

∆𝜂 = 𝜂 − 𝑥1𝜂1 − 𝑥2𝜂2 (C1) 

where 𝜂 is the mixture viscosity as measured by experiment, xn is mole fraction, ηn is the 

viscosity of the pure components, and n = 1 for water and 2 for [BMIM][I].  It is shown 

in Figure C5.   
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Figure C6. Radial distribution functions around the cation head. “Head” refers to the im-

idazolium ring within BMIM while “tail” refers to the butyl chain. 
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In an ideal mixture, each component behaves as if it were in a pure liquid, so the 

viscosity deviation represents the interaction of the components in so far as those interac-

tions affect viscosity. In this case, the viscosity deviation is negative for all mole fractions 

of water—the interactions between water and [BMIM][I] reduce viscosity. This is similar 

to other ionic liquid/water mixtures.  [393, 394, 396] However, the magnitude of the de-

viation is much greater than that of these other mixtures, indicating that the interactions 

between [BMIM][I] and water are unusually strong. This reinforces the observation made 

above that small amounts of water decrease the viscosity of [BMIM][I] more than similar 

ionic liquids with different anions, and so the iodide anion likely interacts more strongly 

with water than other anions. As can be seen in Figure C5, the viscosity deviation curve 

is also skewed toward the left with a minimum at about 30% water. This means that a 

small amount of water effects the viscosity of [BMIM][I] more than a small amount of 

[BMIM][I] effects the viscosity of water. 

 

3.3. Radial Distribution Functions and Self-Diffusion Coefficients for  [BMIM][I]/Water 

Mixtures 

To give a more quantitative picture of the structure of these mixtures, radial dis-

tribution functions (rdfs) were calculated from the MD simulations. Figure C6 shows rdfs 

centered around the imidazolium ring within BMIM. (Each cation molecule consists of a 

hydrophilic imidazolium ring, the “head,” and a hydrophobic hydrocarbon chain, the 

“tail.”)  

Adding any water at all changes the molecular ordering of [BMIM][I]. Even 10% water 

pushes the BMIM tail closer to the head. The water inserts itself into the ordered structure 
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of the ionic liquid as it is pulled close to iodide through hydrogen bonds. The pattern is 

similar for all rdfs up to 50% water, when this ordering begins to break down. Between 

50 and 90% water, the ordered spacing of iodide anions around the cation head becomes 

less distinct until the rdf shows one broad, messy peak rather than several sharp ones. The 

water no longer has a small peak on either side of the iodide peak. By 90% water, the wa-

ter is not inserted into the [BMIM][I] structure at all, and there is no apparent ordering of 

water around the cation head.  

These rdfs provide further evidence of two distinct behavior regimes below and 

above 50% water. They may also show why the viscosity deviation plot in Figure C5 is 

skewed to the left—even a small amount of water inserts itself into the ordering of 

[BMIM][I], disrupting the intermolecular interactions that account for the IL’s unusually 

high viscosity. Since iodide-water hydrogen bonding has been shown to important for the 

behavior of these mixtures, rdfs were also calculated for iodide and water surrounding the 

iodide anion. These are shown in Figure C7. Water arranges itself around iodide in two 

peaks which probably represent two hydrogen atoms drawn to the iodide by hydrogen 

bonds. The magnitude of these peaks decrease as the water content increases. This is be-

cause, in low water content mixtures, every single water molecule is drawn close to an 

iodide atom. As more water is added, some of the water molecules are close to other wa-

ter molecules instead. Since the rdf is normalized against the all the water in the system, 

the size of the peaks around iodide decrease. More interesting is the radial distribution 

function of iodide around itself. At low concentrations of water, there is a broad peak in-

dicating that iodide molecules tend to stay at a similar distance from each other, but only 

somewhat. As more water is added, another peak appears closer to the center iodide as 
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the water molecules draw the iodide atoms closer together than they would otherwise ar-

range themselves. This peak becomes distinct at 50% water (the divide between the two 

composition regions identified above) and only becomes more so as the water concentra-

tion rises to 90% and every single iodide is hydrogen-bonded to water (the reverse of 

what happens at low water concentrations).  

 

Figure C7. Radial distribution functions of iodide and water around the iodide anion. 
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Finally, in order to examine the dynamics of the MD simulation systems, self-

diffusion coefficients were calculated for the cation, anion, and water. These are shown in 

Figure C8. In the 0-50% water region, increased water concentration decreases the mobil-

ity of all species (though the diffusion coefficient of BMIM does rise slightly at X1 = 0.2). 

Like the melting points shown in Figure C1, this is the opposite of the expected trend.  At 

higher water concentrations, the diffusion coefficient for BMIM dips even lower before 

rising to a value slightly below that for pure [BMIM][I]. The diffusion coefficients for 

water and iodide, on the other hand, rise as water aggregates into a bulk phase, allowing 

for high mobility. At 90% water, iodide anions move much more freely than the cations 

they are paired with as they are pulled along by their strong attraction to water.  This 

complements the experimental measurement of ionic conductivity, which found that in-

creasing amounts of water dramatically increased conductivity, particular at concentra-

tions greater than 50%. 

 

Figure C8. Self-diffusion coefficients versus mole fraction water (X1). 
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4. Conclusions 

Density, melting point, viscosity, and ionic conductivity were measured for 

[BMIM][I]/water mixtures with various concentrations of water. Density was found to 

change little at water concentrations below 50 mole%, but drop dramatically with addi-

tional water at concentrations above 50%. Melting point was found to increase with the 

addition of any water (compared to pure [BMIM][I]) but to decrease slightly with more 

water up to 50%, after which it increases rapidly. Viscosity was found to decrease expo-

nentially with added water, while conductivity (a related property) was found to increase 

exponentially. Viscosity deviation was calculated and found to be negative and to skew 

toward lower water compositions. This indicates that the interactions between [BMIM][I] 

and water were disproportionately strong at small water concentrations. 

Molecular dynamics simulations showed ordering within the IL/water mixtures. 

At low concentrations, water molecules were found to insert themselves into the ordered 

cation/anion structure. However, at 50 mol% water this complicated ordering began to 

break down until, at high concentrations of water, the mixtures resemble water with re-

gions of [BMIM][I] dissolved within. This distinction—between low and high water con-

centration regions—may explain the observed trends in density and melting point of these 

mixtures. Hydrogen bonding between water and iodide were found to be strong and im-

portant for understanding mixture behavior, particularly the dramatic increase in conduc-

tivity at higher water concentrations. 

This paper is the first systematic study of [BMIM][I]/water mixtures, either exper-

imentally or through simulations. It begins the work of understanding these mixtures so 

that they may be better tuned for future applications.    
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APPENDIX D  

COLLOIDAL LATTICES OF ENVIRONMENTALLY RESPONSIVE MICROGEL 

PARTICLES AT IONIC LIQUID-WATER INTERFACES 
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1. Introduction 

In recent years, ionic liquids (ILs) have drawn significant amount of attention as 

tunable “green solvents” used in the interdisciplinary fields of biotechnology and chemis-

try due to their high thermal stability, [255, 397, 398] non-flammability, [399-401] exten-

sive electrochemical window [402, 403] and negligible vapor pressure properties. [404-

406] They are currently utilized in a vast array of applications including catalysis, [407, 

408] CO2 absorption, [264, 409, 410] gas storage, [411, 412] and as promising solvents 

for selective extraction processes. [413-415] While recent work has established the versa-

tility of ILs as novel extraction media, their efficient use in the extraction of chemically 

sensitive active species still remains largely absent. Thus, the implementation of emul-

sions with intrinsically large surface area is highly advantageous for the tailored devel-

opment of IL-based extraction system. [416, 417] These formulated emulsions must be 

able to remain stable against coarsening via Ostwald ripening while maintaining the abil-

ity to demulsify in order to obtain the extracted product absorbed into the IL-phase. The 

task to form IL-water emulsions is challenging due to low interfacial tension derived 

from the inherently large miscibility of the two phases along with the highly structured 

IL-water interfaces resultant of charge hydration and correlations. [418, 419]  

Traditionally, surfactants have taken the spotlight for the preparation of thermo-

dynamically stable IL-water microemulsions. However, for the design of selective extrac-

tion processes, most of the desired requirements are not met due to the inherent water 

solubility of most ILs leading to Ostwald ripening and ultimately emulsion destabiliza-

tion. [420, 421] The employment of surfactants may also interact adversely with a variety 

of biomolecules inducing irreversible changes to the targeted bioproducts, especially for 
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the extraction of compounds such as lipids, [422, 423] organic acid, [424, 425] and am-

phiphilic proteins from biological fluids. [426-428] Meeting these requirements to devel-

op a robust approach to create IL-in-water emulsions is highly sought-after for the ad-

vancement of IL-based extraction applications. Particle-stabilized emulsions, also re-

ferred to as Pickering emulsions, [231] are surfactant-free metastable dispersions of two 

non-miscible fluids like oil and water. These emulsions display high stability, which 

makes them very attractive for storage applications. Recently, there has been growing 

interest in utilizing soft particles like microgels as emulsifiers for the design of respon-

sive Pickering emulsions, which evolve “on demand” via an external stimulus. [429, 430] 

While previous works have established the adaptability and versatility of microgel parti-

cles in stabilizing oil-water interfaces, the details of its adsorption mechanism at these 

liquid interfaces and their interfacial packing conformation still remains a matter of much 

debate. [431-435]  

In this work, we demonstrate that soft stimuli-responsive composite microgel par-

ticles can be effectively utilized to stabilize IL-water interfaces. The microgel particles 

that we used in this investigation contain a fluorescent polystyrene core embedded in a 

thermosensitive and pH-responsive gel-shell composed of poly(N-isopropylacrylamide-

co-acrylic acid). The rationale behind the design of the particle system is that it allows for 

non-invasive in-situ visualization of the structure of microgel-laden IL-water interfaces, 

while preserving their interfacial and multi-responsive properties. We investigate the im-

pact of the microgel particles’ charge and hydrophobicity with their emulsification per-

formance by varying solution temperature and pH. The morphology of the adsorbed soft 

gel-particles is characterized via direct macroscopic visualization, confocal microscopy 
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observations, and cryo-SEM studies of the droplet interfaces. To determine the main 

structural parameters of these colloidal lattices, we have constructed Vornoi diagrams and 

statistically analyzed the defect number, concentration, and configuration in the light of 

various possible scenarios for the adsorption mechanism of prepared particles at the inter-

face. Moreover, the self-assembled and densely packed layer of composite microgel par-

ticles at the IL-water interface does not hinder their potential application in IL-based ex-

traction processes, as the interface remains permeable. 

 

2. Experimental Section 

2.1 Materials 

For the composite microgel particle synthesis, co-monomers N-

isopropylacrylamide (NIPAm, Acros), acrylic acid (AAc, Sigma-Aldrich), styrene mon-

omer (99.9%, Sigma-Aldrich), cross-linking regent N,N’-methylene-bis-acrylamide 

(MBAm, MP), initiator potassium persulfate (KPS, Acros) were all used in the polymeri-

zation without further purification. Laboratory grade ionic liquid 1-butyl-3-

methylimidazolium bis(trifluoromethanesulfonyl)imide ([BMIM][NTf2], 99%, IoLiTec 

Inc.), water (HPLC grade, Fisher Scientific), and fluorescent dyes Pyrromethene 556 

(PM-556, Exciton) and Rhodamine B (>98.0%, TCI America) were also used as received.  

2.2 Composite Microgel Particle Synthesis 

Composite gel-particles are prepared in a two-step procedure. Firstly, a fluores-

cent polystyrene core is synthesized through emulsion polymerization. This synthesis was 

carried out in a 3-necked (250 mL) round bottom reaction vessel along with 150 mL of 
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water, fitted with a reflux condenser, a magnetic stirrer, a thermocouple and a nitrogen 

inlet. Overall, the concentrations of styrene monomers in the reaction mixtures were con-

trolled at 90.19±0.37 mol% while the NIPAm monomers were adjusted to be 9.79±0.21 

mol%. The concentrations of PM-556 and initiator in the reaction mixtures were kept at 

0.02-0.04 mol% and 0.08-1.2 mol%, respectively. In a separate vial, the free-radical initi-

ator KPS was dissolved in 5 g water. This initiator solution was slowly added after the 

monomer mixture was immersed in a water bath set at 70 °C and purged with nitrogen 

for 45 minutes. The synthesis was left to proceed under nitrogen gas for 8 hours. After 

reaction was complete, the mixture was then allowed to cool to room temperature and 

was subsequently purified against deionized water via centrifugation (Eppendorf 5810-

R), followed by decantation and re-dispersion in fresh water solvent at room temperature. 

Secondly, a non-fluorescent environmentally-responsive microgel shell is grown around 

the previously synthesized core via free radical precipitation copolymerization. This syn-

thesis was carried out in a 3-necked (125 mL) round bottom reaction vessel, fitted with a 

reflux condenser, a magnetic stirrer, a thermocouple and a nitrogen inlet. Typically, 

40.5±0.11 mol% NIPAm monomer, 58.42±0.14 mol% AAc monomers, and 1.15±0.08 

mol% MBAm, were added into the reaction vessel along with 100 g of water and ~0.2 g 

(determined via freeze-drying) of the fluorescent core. In a separate vial, a varying 

amount of KPS was dissolved in 2 g water. Then, the monomer solution was immersed in 

a water bath set at 75 °C. The reaction mixture was purged with nitrogen for 45 min. Af-

ter the temperature reached equilibrium and the purge stage was complete, the initiator 

solution was introduced. The polymerization reaction was left to proceed while being 

purged by nitrogen gas for 5 hours. After polymerization was complete, the particle dis-
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persion was then allowed to cool to room temperature and was subsequently dialyzed 

(Spectra/Por Membrane, MWCO: 12-13 kD) against deionized water changed daily for 

one week at room temperature to remove any residual monomers from the resulting reac-

tion mixture. 

2.3 Preparation of IL-in-Water Droplets Stabilized by Composite Microgel Particles  

Stock solutions of prepared microgel particles at the desired solid content were 

prepared via dilution. When required, the pH was adjusted via the gradual addition of 0.1 

M HCl or KOH. The background electrolyte added was 10 mM KCl. In a typical batch, 

the composite particle-stabilized IL droplets were prepared using an ultrasonic processor, 

Ultra Turrax T25, at constant speed (8500 rpm), sonicating the dispersion of composite 

microgel particles in water with [BMIM][NTf2] (weight ratio 8:2) for 45 seconds at room 

temperature. The total weight of each dispersion was ~5 g. Moreover, facile dilution tests 

and visual inspections of the creaming or sedimentation behavior due to the density mis-

match between IL and water were applied. Prior to qualifications all dispersions were left 

to equilibrate overnight at room temperature.  

2.4 Characterization 

The mean hydrodynamic diameter and electrophoretic mobility of the prepared 

particles were determined via dynamic light scattering (DLS) and electrophoretic light 

scattering techniques using PSS NICOMP 380 ZLS. Scanning electron microscopy (SEM) 

images of the synthesized fluorescently-labeled core particles were obtained using 

FEI/Philips XL30 Environmental FEG SEM. The interfacial colloidal arrangement was 

imaged using a confocal laser-scanning microscope Leica TCS SP5 under controlled 

temperature conditions. The fluorescence intensity spectra were acquired via a wave-
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length scan over the range of 500-599 nm for the composite microgel particles and dye 

adsorption under excitation at 488 nm. The spectra for the aqueous phases after the emul-

sification were obtained under the same laser intensity and at nearly the same depth with-

in the prepared samples. The particle coordinate center positions, the fast Fourier trans-

form (FFT) pattern, and the Voronoi diagrams were analyzed and constructed via ImageJ 

and Fiji software. 

The cryo-SEM experiments were conducted using FEI Nova 200 Focused Ion 

Beam and SEM equipped with Gatan Alto 2500 cryogenic cooling stage and vacuum 

transfer chamber. About 0.5 μL drop of the dispersion was placed on top of a 1 mm di-

ameter copper cylinder that was mounted to the cryo-shuttle that was attached to the end 

of the transfer rod. The whole assembly was plunge frozen in liquid nitrogen slush, which 

was made by partially evacuating a chamber with liquid nitrogen. The sample was held in 

the liquid nitrogen slush until bubbling around the rod ceased (about 30 s). Subsequently, 

the freezing chamber was evacuated and sample was moved to the cooled and evacuated 

transfer chamber. To reveal inside of the IL-in-water droplet, the top of the frozen droplet 

kept at about -140 to -160°C was fractured off using a cooled blade. To provide a better 

view of microgel particles at the drop-water interface, a layer of water was selectively 

sublimated by raising temperature of the sample within the evacuated transfer chamber to 

-90°C for 30 minutes. Afterwards, the sample temperature was again decreased to -140 to 

-160°C and sample was in situ sputtered coated with a thin grounding gold-palladium 

layer. The grounded samples were transferred to the cooling stage mounted within the 

SEM chamber and kept at -140 to -160°C for the remainder of the experiment. SEM im-
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aging was performed with energy of 2 to 5 keV and current of 0.21 to 0.4 nA with a 

working distance of 5 mm. 

 

 

Figure D1. Illustrates the pH dependence of the average hydrodynamic diameter of the 

composite microgel particles in an aqueous dispersion at room temperature. Inset: dis-

plays the pH dependence of the electrophoretic mobility of the prepared particles.  

3. Results and Discussion 

3.1 Synthesis and Characterization of Composite Microgel Particles 

To verify the environmental-responsiveness of the prepared composite particles, 

the average hydrodynamic diameter of these particles as a function of both pH and tem-

perature was characterized via dynamic light scattering. Figure D1 illustrates that at room 

temperature, the size of the composite microgel particles swell continuously from pH 4 to 
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higher pH values. This steep swelling transition originates from the deprotonation of the 

residual carboxyl groups distributed within the gel network of the composite shell. As 

expected, at pH values less than 4 (pka of AAc polymer is 4.25[436]), the prepared com-

posite particles are largely uncharged as an equilibrium size of the particles is set through 

the intricate balance among the elasticity of the crosslinked gel-network and the internal 

osmotic pressure of the hydrated acrylic acid monomers. [220, 437]  

On the other hand, at pH values greater than 4 the electrostatic repulsion generat-

ed between the negatively charged carboxylic groups leads to an increase in the hydro-

philicity among the gel network in turn triggering the prepared composite particles to be 

capable of uptaking larger amounts of polar solvent [438] and a larger equilibrium hy-

drodynamic size results. The correspondingly electrophoretic mobility results were also 

obtained to illustrate the charging of the composite microgel particles as residual carbox-

yl moieties are ionized at higher pH, shown in the inset of Figure D1. We also investigat-

ed the temperature-induced phase transition of composite microgel particle systems. For 

neutrally charged composite particles, at pH 3, we found a volume phase transition tem-

perature (VPTT) of 33 °C, which shifts to a higher temperature and broadens by increas-

ing the pH as demonstrated at pH 10 in Figure D2. These characterization measurements 

indicate the incorporation of a fluorescent polystyrene core does not alter the environ-

mentally responsiveness of the prepared composite gel-particles. 
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Figure D2. Temperature dependence of the average hydrodynamic diameter of the com-

posite microgel particles measured at pH 3 and pH 10. Leftmost inset: shows the SEM 

image of dried fluorescent core particles along with the average hydrodynamic diameter 

of those particles as a function of temperature. Right insets: the thermally induced VPTT 

is defined as the temperature which the first derivative of the mean hydrodynamic diame-

ter versus the temperature curve reaches a minimum value. 

3.2 Structure of Colloidal Lattices at IL-water Interfaces 

Figure D3a-d shows representative confocal microscope images obtained at under 

high magnification of IL-in-water droplets stabilized by the composite microgel particles 

at various pH and temperatures. We observed that the surface coverage is quite high and 

that the interface appears highly fluorescent presence of the particles at the interfaces. In 

addition, under confocal microscopy, the imaged microdomains of the droplets show that 

the adsorbed microgel particles appear not to be in close contact, however, through opti-
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cal microscopy they are closely packed. This observation of inhomogeneous spatial dis-

tribution of the fluorescent intensities is evident of integration of fluorescently-labeled 

cores within the composite particles which allows accurate detection of the particle cen-

ter-of-mass. Clearly, the composite microgel particles are able to adsorb and effectively 

stabilize the IL-water interface While the mechanism with which microgel particles ad-

sorb remains uncertain, it has been established that it is different from classical Pickering 

stabilization, and embodies features of both particle-like anchoring and polymer-like ad-

sorption, as explained by Lyon and Fernandez-Nieves in a thorough review of poly-

mer/colloid duality of microgel suspensions. [439] While we observe adsorption of our 

soft microgel particles at the investigated IL-water interfaces, in more conventional Pick-

ering emulsion schemes with for solid colloid particles, fine-tuning of the chemistry is 

required. This is achieved by altering the hydrophobicity, the charge density, or the sur-

face functional groups.  

Figure D3a represents confocal microscope images of the colloidal lattice at pH 3 

at 24 °C. The inset FFTs of the images show six distinct first-order peaks with multiple 

higher-ordered reflections. This pattern is similar to those observed on polystyrene-

polyvinylpyridine block copolymer films with very ordered colloidal lattice and can be 

interpreted as an indication of the close-packed-ordered structure. [440, 441] Moreover, 

the colloidal microgel particles within the lattice oscillate around their equilibrium posi-

tions, hypothesized as the result of constrained motion due to the underlying lattice con-

straint and thermal fluctuation. Figure D3b illustrates representative confocal microscope 

images of the colloidal lattice at pH 10 at 24 °C. The FTTs display a diffuse ring, which 

is similarly observed on poly(dimethylsiloxane)-in-water Pickering emulsions containing 
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sulfate-treated and aldehyde-sulfate-treated polystyrene particles when assembled into 

less ordered microdomains and was inferred to the presence of a large fraction of defects. 

[442] From the FFT analysis and the visual inspection, the colloidal lattices of the pre-

pared pH 10 samples is less ordered than the pH 3 samples at these varying temperatures.  

 

Figure D3. The top row illustrates confocal microscope images of colloidal lattices (a-d) 

at droplet surfaces at varying pH and temperatures. The insets show the FFT of the asso-

ciated confocal microscope images. The bottom row shows the constructed Voroni dia-

grams of the colloidal lattices at the droplet surfaces (e-h) at varying pH and tempera-

tures. In e-h, the cyan, magenta, lime green, yellow and blue fills represent, fourfold, 

fivefold, sixfold, sevenfold, and eightfold sites, respectively; the gray fills represent in-

complete cells at the edge of the lattice and were not taken into account during data anal-

yses.  

The differences in the colloidal lattice organizations are postulated to be due to 

the effect of surface charge of the microgel particles at the IL-water interfaces. At pH 3, 
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the particles are neutrally charged and thus oscillate around their equilibrium positions in 

an ordered, closely-packed lattice. In contrast, at pH 10, where the carboxyl groups of the 

AAc moieties are fully ionized, the prepared particles carry a net negative charge thus 

oscillate outside the equilibrium positions seen within the formed lattice at pH 3, which 

are additionally spread further apart, influenced by strong interparticle electrostatic repul-

sion. Remarkably, upon elevating the temperature to their respective VPTT, the caliber of 

colloidal lattice organization was visually maintained at both pH 3 and 10, illustrated in 

Figure D3c and 3d.  

To further characterize the structure of these colloidal lattices, we have construct-

ed Voroni diagrams and evaluated the defect number and configurations. Voroni dia-

grams divide the space into polygons with shared sides having equal distances to the two 

adjacent particle center locations. [443] For this study, they were constructed via the par-

ticle centers in snapshots of the confocal microscope images to assist in visualizing lattice 

topology. Please note, the number of polygon sides reflects the coordination number of a 

particle, in turn yielding the number of nearest neighbors. [444] For an ideal triangular 

lattice, all particles should have a coordination number of 6. Fourfold, fivefold, seven-

fold, and eightfold coordinated sites observed in this investigation are defined as defects, 

akin to previous defect analyses focused on experimentally observed colloidal lattices in 

our previous work. [442] Figure D3e-h, shows the color-coded Voronoi diagrams of the 

IL-in-water Pickering emulsion droplets containing the prepared composite microgel par-

ticles at various pH and temperatures. The distorted hexagonal cells designate low local 

hexagonal symmetry of the lattice. In fact, organized semi-perfect hexagonal symmetry 

was more readily observed in the droplets stabilized by the microgel particles at pH 3.  
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Figure D4. Cryo-SEM images of the interface of IL-in-Water droplets covered by com-

posite microgel particles at pH 3 (a) and pH 10 (b) after sublimation. 

This is hypothesized to be a result of localized minimum oscillation of these particles, 

displayed in Figure D3e and 3g. The number of defect sites was more prevalent at pH 10 

where the continuous oscillation was augmented via electrostatic repulsion, shown in 

Figure D3f and 3h. Upon rapid tuning of the pH, either from pH 3 to pH 10 or vice versa, 

no variation in dispersion stability is detected. However, colloidal packing pattern chang-

es are observed. Upon increasing the temperature to the VPTT, for the pH 3 particle 

packing, no changes in the lattice structure were observed from an analysis of the Voro-

noi diagrams. For the pH 10, there was an increase in the defects observed, which is like-

pH 3 a 

b 
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ly due to increased Brownian motion as there is space between the particle for some free-

dom of motion.  

 

Figure D5. Influence of pH on the interfacial assembly of the composite microgel parti-

cles at varying temperatures is as follows: scheme illustrates the particle arrangement at 

the interface and the nearest neighboring distance (a), normalized pair correlation func-

tion g(r)/g(r)First Peak at pH 3 (b) and pH 10 (c), histograms of nearest neighbor distance on 

the colloidal lattices at pH 3 (d) and pH 10 (e), the bar charts represent the distribution of 

four-to-eight-sided polygons in the colloidal lattices at pH 3 (f) and pH 10 (g). All analy-

sis was derived from the Voronoi diagrams of twenty different droplets.  Inset: shows the 

normalized pair correlation function g(r)/g(r)First Peak of a theoretical 2-D hexagonal 

packed lattice. 
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Additionally, Cryo-SEM imaging was utilized to capture the surface topography 

of these droplets prepared at pH 3 and pH 10, shown in Figure D4. As the micrographs 

suggest, self-assembly of the swollen microgel particles at the IL-water interface under 

these conditions leads to distinctive densely packed coverage of the IL droplets with the 

stabilizing composite microgel particles.  

To quantify the impact of pH and temperature on the interfacial packing, we car-

ried out additional in-situ interfacial structural analysis through a non-invasive visual in-

spection. In contrast, previous studies required sample treatments such as vitrification and 

freeze-fracturing for these same analyses. [445-447] By the in-situ methods, we have 

confirmed that there is an increase in the interparticle separation distance (defined also as 

the nearest neighbor distance, shown in Figure D5a scheme) upon increasing pH. To 

evaluate this, the normalized radial distribution functions of the composite microgel par-

ticle positions g(r) were generated from twenty different droplets. As expected, the col-

loidal lattice structure at pH 3 demonstrated the distinctive pattern for 2-D hexagonal 

packing, with characteristic peaks at 𝑎, 𝑎√3, 2𝑎, 𝑎√8, and 3𝑎, where 𝑎 is the nearest 

neighboring distance, shown in Figure D5b. In contrast, at pH 10, we assessed more dis-

order in the characteristic peaks, which denotes a more random packing-structure. In ad-

dition, upon increasing the pH to 10, the interparticle distances increase as evidenced 

from the corresponding peak shift to larger values of r. To characterize the colloidal lat-

tice packing organization and particle spread at the interface, we normalized g(r) with the 

average hydrodynamic diameter, Dh, of the prepared particle dispersion of the same pH 

via dynamic light scattering. This method collapses the nearest-neighbor peaks of all pair 

correlation functions into a single peak at a normalized distance r/Dh ~0.95 and r/Dh 
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~0.66 at room temperature for pH 3 and 10, respectively. These ratios suggest that our 

composite microgels shrink when adsorbed at the IL-water interface. 

 

Figure D6. Macroscopic pictures of IL-in-water and IL-in-water droplets stabilized with 

composite microgel particles at pH 3 and pH 10 (a), immediately after the addition of 

0.02 mM Rhodamine B (b) and upon pigment diffusion into the IL (c). 3-D Stacked con-

focal microcopy images of the successful diffusion of Rhodamine B into the IL-in-water 

droplets at pH 3 (d) and pH 10 (e); the IL is colored red and the composite particles are 

yellow-green.  

Prior studies have demonstrated that microgel particles can spread, remain un-deformed, 

or shrink, at an oil-in-water interface reliant on a variety of factors such as interfacial ten-



248 

sion, [448, 449] shear history, [450, 451] particle size, [221, 452] and charge density. 

[453] Please note that previous observation for homogenous microgel particles are made 

with potentially invasive techniques in which the sample, containing thermo-responsive 

particles, is first cooled and then freeze-fractured, while our observations are made in-

situ. Others have investigated the packing of similar core-shell particles, with a silica 

core, using scanning force microscopy. In this case, the imaging occurs under artificial 

conditions, requiring drying of the sample inducing changes to the surface structure. 

To investigate the effect of temperature on interfacial structure, we introduced in-

situ localized heating during confocal microscopy imaging. The histograms of nearest 

neighboring distance of over 400 counts in approximately twenty droplets for each sys-

tem at room and elevated temperatures are shown in Figure D5d and 5e. It appears that 

the colloidal lattices at pH 10 have a wider particle spacing distribution than the studied 

colloidal lattices at pH 3, prior to heating and after heating to the VPTT. The distribution 

histograms of the pH 3 systems show similar peak width, while the histograms of the pH 

10 system demonstrate a much broader peak. When we focus on the increased tempera-

ture effect of both systems and sort the nearest neighboring distance, we find that on the 

same droplet the interparticle distance between adjacent composite microgel particles at 

pH 3 and pH 10 are always larger at room temperature than at their respective VPTT. To 

further elucidate the effect of temperature on the lattice structure, we present a bar chart 

of the counts (distribution %) of the number of nearest neighbors for the adsorbed com-

posite microgel particles for pH 3 and 10 at both room and elevated temperatures. Inter-

estingly, the distribution of the number of neighbors was not impacted by increasing the 

temperature for both systems, as depicted in Figure D5f and 5g. Upon increasing the 
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temperature to the VPTT, there was an in-situ decrease in droplet size, and the interparti-

cle distance between adjacent adsorbed particles reduced without changes in organization 

of the colloidal lattice. However, when we later heated both systems significantly over 

the VPTT (~70 °C), the dispersion became unstable and effectively de-mixed to two mac-

roscopic phases. Upon increasing the temperature substantially higher than the VPTT for 

both of the microgel particle stabilized droplets, the particles deswell and become adhe-

sive. While this thermo-induced destabilization mechanism remains undefined, we tenta-

tively postulate the following: the surface coverage decreases and the two interfaces, di-

vided by a thin film of water, become attractive. This attraction removes both the ther-

modynamic and kinetic barriers inhibiting coalescence, akin to the studies conducted for 

microgel particle behavior at the oil-in-water interface.  

After extensive study of these pH- and temperature-responsive IL-water interfac-

es, we sought to develop a robust approach for the advancement of IL-based extraction 

applications. A significant requirement for extraction is that the interface between IL and 

water remains permeable. To investigate this, we add fluorescent dye, rhodamine B, to 

the water phase of the samples containing the IL-in-water droplets stabilized with pre-

pared microgel particles illustrated in Figure D6. Immediately upon the addition of the 

dye, the pigment is found in the IL phase (Fig. 6c). To better visualize the uptake of small 

molecules across a microgel-laden interface for both pH systems, we utilized confocal 

microscopy at room temperature. Intriguingly, we found that all of the dye is located in 

the IL droplets and none remains in the water phase (Fig. 6d and 6e). This shows that de-

spite the densely packed interface, small molecules can easily permeate across the porous 

adsorbed gel-particle layer. 
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4. Conclusion 

In this study, we report the self-assembly of composite microgel particles at IL-

water interfaces. When spontaneously adsorbed at the liquid-liquid interface, these soft 

and environmentally responsive particles display an interesting duality in their interfacial 

behavior attributed to both a Pickering-like anchoring and a polymer-like adsorption. The 

incorporation of a fluorescently labeled core into the microgel particle allows non-

invasive and in-situ visualization of an unanticipated correlation between the gel-

stabilizer’s charge and interfacial colloidal lattice packing in response to external stimuli 

such as pH and temperature. Moreover, destabilization can be triggered at high solution 

temperature, due to the removal of both the kinetic and thermodynamic barriers prevent-

ing coalescence. Additionally, we demonstrated the densely packed layer of gel-particles 

remains permeable at the IL-water interface for absorption of active species. Thus, 

through the utilization of stimuli-responsive microgel particles as emulsifiers we are able 

to create highly tunable systems, which may open up novel extraction applications.  
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